
A cleaning material for cleansing surfaces comprises a closed cell foam
matrix including an antimicrobial composition. The foam matrix may be a
polyurethane foam and the antimicrobial composition may comprise a source
of silver ions in the form of a composite in combination with a porous
support material such as titanium dioxide.    


