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Abstract 

 

An Organosilicon-Based Dental Bur And A Composition For Preparing The Same 

 

One aspect of the present disclosure is directed to a dental bur for tooth polish. The dental bur 5 

preferably comprises a shank having a first end and a second end; and a polishing head, 

engaged to the first end of the shank, for providing a polishing surface thereof. Furthermore, 

the polishing surface is composed of abrasive particles dispersed in a matrix of 

polyvinylsiloxane-based material, that the polishing surface is adapted to polish surface of a 

tooth upon being brought into contact with the surface and driven in a movement displacing 10 

against the surface of the tooth. 

 

(Most illustrated by Fig.1) 

  


