
A graffiti removing method comprising the steps of: applying a solvent
condensation type silicone resin coating composition having water repel
lency onto a surface of a base material of a structure through a primer
layer to form an adhesion-resistant surface layer on the primer layer;
applying a releasable coating composition onto the surface layer to form a
releasable layer, after graffiti are written onto the surface layer; and
releasing the releasable layer from the surface layer after the releasable
layer is hardened to thereby remove the graffiti together with the
releasable layer from a surface of the surface layer, whereby although
graffiti remaining on a surface layer are generally removed by wiping, or
the like, not only it is difficult to wipe off graffiti but also the
surface layer may be injured.    


