
A magnetic recording medium has a magnetic recording pattern wherein a
protruding section, which forms a magnetic recording region of a magnetic
layer, is isolated by a recessed section which forms a boundary region.  On
the magnetic layer, a continuous carbon protection film is formed.  The
carbon protection film on the protruding section is formed thicker than the
carbon protection film on the recessed section.  The carbon protection film
is formed by the CVD method.  The boundary region of the recessed section
preferably has magnetic characteristics which are modified by exposing the
region to plasma or the like.  The magnetic recording region of the
magnetic recording medium is not easily corroded and the magnetic recording
medium has high resistance to environment. 


