
ABSTRACT Styrene resin films having been imparted antistatic  properties to
both film surfaces and good adhesion  properties of the films to envelope
paper, and a process  for producing the same. In these styrene resin films,
the  surface tension of the front surface of the film base  differs from
the surface tension of the back surface owing  to a hydrophilic treatment
and modifiers having almost the  same compositions are applied onto the
respective surfaces  each in an adequate weight.         


