
A flame-retardant adhesive film comprises an  insulating substrate film, a
flame-retardant interlayer  provided on the insulating substrate film, and
a flame-  retardant adhesive layer provided on the flame-retardant
interlayer. The flame-retardant interlayer has higher  flame retardance
than the flame-retardant adhesive layer.  The flame-retardant adhesive
layer contains a nitrogen-  containing organic flame retardant, and the
flame-retardant  interlayer contains a non-halogen-based flame retardant
with better flame retardance than the nitrogen-containing  organic flame
retardant.    


