
A soft magnetic undercoat film, a first undercoat
film, a second undercoat film, a perpendicular
magnetic recording film, and a protective film are
provided on a non-magnetic substrate, and the first
undercoat film consists of Pt, Pd, 



or an alloy including at least one among these, and
the second undercoat film consists of Ru or an Ru
alloy. 


