
A diaryl carbonate is produced by decarbonylating a diaryl oxalate, which
can be prepared by transesterification of a dialkyl oxalate with a
hydroxyaryl compound, in the presence of a catalyst, while removing the
resultant carbon monoxide as a by- product, and then optionally refined by
an evaporation and/or distillation, and then the resultant diaryl carbonate
is condensation-polymerized with a polyhydroxyl compound, while recovering
a resultant hydroxyaryl compound from the reaction system, to produce a
polycarbonate. (Figure 1)    


