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DESCRIPTION 

TITLE OF THE INVENTION 

PREPREG AND PROCESS FOR MANUFACTURING SAME 

TECHNICAL FIELD 

The present invention relates to a prepreg having high 

thickness precision and exhibiting excellent formability, and 

a method of manufacturing the prepreg. Particularly, the 

1 o· present invention relates to a prepreg through which viaholes 

can be bored by laser processing, and a process for 

manufacturing the prepreg. The prepreg of the present invention 

can be suitably used for preparing substrates for cellular 

phones, personal computers, Rambus memories, PDAs, and the like 

15 for which high-frequency characteristics are required. 

Background Art 

Recently, as higher frequencies than before are used for 

laminated sheets for circuit boards and multiple-layer circuit 

20 boards, the requirements for the properties of the materials 

used for such boards have become more stringent. Materials for 

circuit boards have conventionally been studied, particularly 

with respect to circuit signal delays. Resins capable of 

controlling impedance through a reduction in the dielectri9 

25 constant of circuit boards and the increase in the thickness 

precision of the substrates after fabrication have been 

developed. The thickness precision of a substrate correlates 
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with signal delays, and the square root of the dielectric 

constant correlates with the signal delays. Therefore, 

increasing the thickness precision of a substrate is an 

important subject. It has been difficult to provide 

5 conventional prepregs with high substrate thickness precision 

due to flow out of the resins impregnated and cured in glass 

fiber during press fabrication. Only poor substrate thickness 

precision can be achieved if the newest type press facility is 

not used. In addition, resin powder readily falls from prepregs 

10 when the prepre_gs are cut or bent during handling. Such a resin 

powder adheres to copper foils and causes circuit defects. 

Methods for improving the substrate thickness precision 

have been disclosed in Japanese Patent Applications Laid-open 

No. 123875 /1978, No. 142576/1979, No. 168438/1988, and No. 

15 119836/1992. Japanese Patent Applications Laid-open No. 123875 

/1978, No. 142576/1979, and No. 119836/1992 disclose"J>repregs 

containing a completely cured resin layer and a partly cured 

resin layer. The dimensional stability of laminated boards has 

been improved by using these methods . However, these methods 

20 have a problem of peel-off of the resin layers at the interface 

of a completely cured resin layer and a partly cured resin layer. 

Japanese Patent Application Laid-open No. 16~438/1988 

discloses a prepreg composed of resin layers having a different 

reaction rate. This method provides only insufficient 

25 improvement in the dimensional stability when applied to the 

fabrication of laminated boards. In addition, the method may 

cause migration of voids in the inner cloth, resulting in 
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impaired long-term reliability. 

A method of improving the problem of resin powder 

production from prepregs when bending the substrates has been 

disclosed in Japanese Patent Publication 334/1994. The Japanese 

5 Patent Publication 334/1994 proposes a method of melting the 

parts from which resin powder may readily fall out or the parts 

to which the resin powder has become attached. Although this 

method can prevent production of resin powder from prepregs, 

the method has problems such as denaturing of epoxy resin due 

1 o to melting, requirement of investment for equipment, and an 

increase in the number of process steps. 

Therefore, an object of the present invention is to provide 

a prepreg having high thickness precision, free from production 

of resin powder by bending and the like, free from voids in the 

15 inner layers, free from flow out, and exhibiting excellent 

formability, and a process for manufacturing such a prepreg. 

DISCLOSURE OF THE INVENTION 

In view of this situation, the inventors of the present 

20 invention have conducted extensive studies and have found that 

a prepreg having high thickness precision, free from production 

of resin powder by bending and the like, free from voids in the 

inner layers, free from flow out, and exhibiting excellent 

formability can be obtained by fabricating a prepreg comprising 

25 an inner layer consisting of a specific glass fiber substrate 

impregnated with an epoxy resin and an outer layer of an epoxy 

resin coating provided on at least one side of the· inner layer, 
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wherein the epoxy resin reaction rate in the inner layer is 85% 

or more and the epoxy resin reaction rate in the outer layer 

is 60% or less. These findings have led to the completion of 

the present invention. 

5 Specifically, the present invention provides a prepreg 

comprising an inner layer made from a glass fiber substrate, 

having a weight of 40 g or more and less than 115 g per square 

meter and an air permeability of 20 cm3 /cm2/sec or less, 

impregnated with an epoxy resin, and an· outer layer of an epoxy 

10 resin coating provided on at least one side of the inner layer, 

wherein the epoxy resin reaction rate in the inner layer is 85% 

or more and the epoxy resin reaction rate in the outer layer 

is 60% or less. 

The present invention further provides a process of 

15 manufacturing a prepreg comprising (a) a step of impregnating 

a glass fiber substrate, having a weight of 40 g or-more and 

less than 115 g per square meter and an air permeability of 20 

cm3 /cm2 /sec or less, with a solvent, (b) a step of impregnating 

the solvent-impregnated glass fiber substrate with epoxy resin, 

20 (c} a step of heating the epoxy resin-impregnated glass fiber 

substrate, (d) a step of further impregnating the epoxy 

resin-impregnated glass fiber substrate, in which the epoxy 

resin has been cured, with the epoxy resin, and (e) a step of 

heating the lastly obtained epoxy resin-impregnated glass fiber 

25 ·substrate, wherein the epoxy resin reaction rate in the inner 

layer is 85% or more and the epoxy resin reaction rate in the 

outer layer is 60% or less. 
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BRIEF DESCRIPTION OF THE DRAWINGS 

Figure 1 is a flow diagram showing process steps for 

manuf ac~uring the prepreg of an embodiment of the present 

5 invention. 

DETAILED DESCRIPTION 

The glass fiber substrate used for the prepreg of the 

present invention has a weight of 40 g or more and less than 

10 115 g per square meter and an air permeability of 20 cm3 /cm2/sec 

or less. Such a glass fiber substrate ensures increased 

impregnation of the epoxy resin used for the inner layer and 

results in an inner layer substantially free from voids 

(hereafter may be called "voidless"). Usually, voids remaining 

15 in the inner layer made from a glass fiber substrate and an epoxy 

resin by impregnation and curing are removed during a forming 

operation such as a press forming operation. However, the voids 

may not be completely removed by the press forming operation. 

The remaining voids may impair long-term reliability which is 

20 verified by a migration test or the like. Because the reaction 

rate of the inner layer epoxy resin is maintained at 85% or more 

in the prepreg of the present invention, the epoxy resin has 

a high molten state viscosity and, therefore, almost no voids 

can be removed during the heat forming. Therefore, the inner 

25 layer must be made voidless prior to press forming. 

If the glass fiber substrate used for the inner layer has 

air permeability of more than 20 cm3 /cm2 /sec, threads forming 
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the glass fiber substrate are not thoroughly spread out, not 

only making it difficult for the glass fiber. to be impregnated 

with the resin varnish, but also resulting in easy formation 

of strand voids. If the weight of the glass fiber substrate 

5 is less than 40 g per square meter, formation of the prepreg 

becomes difficult; if more than 115 g per square meter, on the 

other hand, impregnation of resins is not improved, even if the 

requirement for the air permeability of 20 cm3 /cm2 /sec or less 

of the glass fiber substrate is satisfied. A glass fiber 

10 substrate having a weight of 47 to 105 g per square meter and 

an air permeability of 5 to 10 cm3 /cm2/sec is preferable. If 

the air permeability is less than 10 cm3/cm2 /sec, a reduction 

of the time required for impregnation can be expected, affording 

higher productivity. Moreover, because a glass fiber 

15 substrate having the air permeability of 10 cm3 /cm2 /sec or less 

has loose threads, the resulting prepreg can be fabricated using 

a laser beam. Known glass fabrics may be used as a glass fiber 

substrate for the prepreg. 

The greater the value for the air permeability, the larger 

20 the.clearance between the fibers and the greater the amount of 

air at a certain pressure allowed to flow from the surf ace to 

the back. on the other hand, the smaller the value for the air 

permeability, the smaller the clearance between the fibers and 

the smaller the amount of air at a certain pressure allowed to 

25 flow through the substrate. The air permeability can be measured 

according to the method conforming to JIS R3420. A 

conventionally known thread opening treatment may be carried 
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out to make the air permeability of a glass fiber substrate 

within the above range. Furthermore, a convergent agent should 

preferably be removed from the glass fiber substrate used in 

the present invention by a suitable treatment. such a treatment 

5 can further increase epoxy resin impregnation in the inner layer, 

ensuring manufacture of voidless prep regs. The thread opening 

treatment used in this specification means a treatment using 

a high pressure water jet or the like to ~oosen warp yarn and 

weft yarn forming the glass fiber substrate and expand the width 

10 between them. The convergent agent removing treatment is a 

treatment to remove binders, glue materials, and the like 

conventionally used when a glass fiber substrate is woven and 

to reduce the content of these materials to a certain level, 

e.g. to less than 0.1 wt%. 

15 There are no specific limitations to the epoxy resin used 

for the inner layer and the outer layer in the present invention. 

Bisphenol epoxy resins, novolak epoxy resins, and the like can 

be given as examples. Additives such as a curing agent, curing 

catalyst, filler, surfactant, silane coupling agent, and the 

20 like can be optionally added to the epoxy resin of the present 

invention. Usually, the epoxy resin is used in the form of a 

varnish formed by dissolving the epoxy resin in a solvent which 

preferably has a good solubility with the resin. A poor solvent 

may also be used to the extent that there is no adverse effect'° 

25 Either the same varnish or different varnishes can be used for 

the inner layer and the outer layer. 

In the present invention, the reaction rate of the epoxy 
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resin in the inner layer is 85% or more and that of the outer 

layer is 60% or less. The object of the present invention of 

improving the substrate thickness precision and preventing 

production of resin powder can be attained by using the 

5 above-mentioned specific glass fiber substrate and forming the 

inner layer and outer layer from epoxy resins having the defined 

reaction rates. If the reaction rate of the epoxy resin in the 

inner layer is less than 85%, an increased amount of resin flows 

out during heat forming, resulting in impaired thickness 

10 precisi.on. on the other hand, if the reaction rate of the epoxy 

resin in the outer layer is more than 60%, adhesion with the 

other layers may become insufficient when used for multi-layer 

boards, such as copper-clad laminates and multiple-layer 

printed circuit boards, resulting in inadequate formability 

15 such as insufficient embedding of resins in circuits. Because 

the inner layer epoxy resin in the present invention ..has been 

cured to a more advanced degree, the prepreg exhibits only lower 

fluidity and less adhesion if the inner layer alone is provided. 

However, the provision of the outer layer epoxy resin having 

20 the reaction rate of 60% or less can sufficiently achieve the 

object of embedding of resin in the inner layer circuits and 

adhesion with other layers in the case of multiple-layer boards. 

More preferably, the reaction rate of the inner layer epoxy 

resin is 90 to 95% and that of the outer layer epoxy resin i~ 

25 O to 20%; with particularly preferable reaction rates for the 

inner layer and outer layer being respectively 90 to 95% and 

Oto 20%. If the reaction rates are within the above preferable 
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range, not only can the thickness precision be increased and 

resin powder production be prevented, but also flow out of the 

resin can be prevented and formability can be improved. In 

addition, if the reaction rate of the outer layer epoxy resin 

5 is O to 20%, embedding of the resin in the inner layer circuits 

in the case of multiple-layer boards can be improved, saving 

the amount of resin required for embedding or the amount of 

flowing resin. This results in increased thickness precision. 

In a prepreg in which the reactio~ rate of the inner layer epoxy 

10 resin is not as high as required in the present invention or 

in a s~ngle layer prepreg with the reaction rate of 20% or less, 

flow out of resin increases and the substrate thickness 

precision is impaired. 

The reaction rate in the present invention can be 

15 determined by differential scanning calorimetry (DSC). 

Specifically, the reaction rate can be determined by applying 

the exothermic peak areas due to the DSC reaction of both the 

unreacted resin and the resin in each layer to the following 

formula ( 2) • The measurement may be carried out in a nitrogen 

20 atmosphere at a temperature rise of l0°C/minute. 

25 

Reaction rate ( % ) = { 1 - (reaction peak area of resin) I (reaction 

peak area of unreacted resin)} x 100 (2) 

Although the reaction rate can be controlled by various 

methods such as adjustment of the heating temperature, heating 

time, irradiation of lights and electron beams, and the like, 
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control by means of the heating temperature and heating time 

is easy and brings about a good result. 

The weight ratio (R)/(G) of the epoxy resin (R) and the 

glass fiber substrate (G) in the inner layer of the present 

s invention is 0.43 or more, and preferably from 0.53 to 2.40. 

Specifically, the amount of epoxy resin should preferably be 

43 parts by weight or more for 100 parts by weight of the glass 

fiber substrate. If the amount of epoxy resin is less than 43 

parts by weight, impregnation of the resin in the glass fiber 

10 substrate is incomplete, giving rise to a risk of leaving strand 

voids. If such an inner layer is dried and cured, and an outer 

layer is coated over the inner layer, voids in the cloth cannot 

be sufficiently removed. The reliability of the formed 

laminated boards may be impaired. 

15 The prepreg of the present invention can be preferably used 

for multiple-layer boards such as copper-clad laminated boards 

and multiple-layer print circuit boards. When the prepreg is 

used for insulating the circuit layers in multiple-layer print 

circuit boards, the weight of the epoxy resin per unit area in 

20 each outer layer should preferably be greater than the value 

A determined by the following formula and less than l.SA. 

25 wherein A is the weight of the resin per unit area of the outer 

layer ( g I cm2
) , b is the amount of residual copper ( % ) in a circuit 

layer facing the outer layer of the prepreg, c indicates the 
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thickness ( µm) of the circuit copper foil, and d is the specific 

gravity (g/cm3
) of the outer layer resin. 

If the weight of epoxy resin per unit area in the outer 

layer if? less than the value A, the amount of resin in the outer 

5 layer is insufficient so that embedding of the circuits tends 

to be inadequate; if greater than 1. SA, on the other hand, the 

amount of resin in the outer layer is excessive, resulting in 

an increased flow-out amount during a forming operation, which 

gives rise to impaired thickness precision. The effect on 

10 flow-out in different circuits having the same copper residual 

rate differs according to the circuit patterns. Therefore, the 

amount of resin can be suitably determined in the above range. 

A preferable range for the weight of epoxy resin per unit area 

in the outer layer is between l. lA to 1. 4A. The residual copper 

15 rate (%) indicates the percentage of the circuit area formed 

in the inner circuit layer of a multiple-layer board. 

When coating and impregnating the outer layer resin on both 

sides of the inner layer, the amount of epoxy resin applied to 

the different side of the inner layer may not be identical. For 

20 example, when copper foil surfaces on which an outer layer is 

provided have different copper residual rates, the thickness 

of the outer layer may be controlled according to the copper 

residual rate. Specifically, the amount of resin applied to the 

surface with a high copper residual rate may be smaller than 

25 the amount of resin applied to the surface with a low copper 

residual rate. Providing different amounts of resin to the 

different sides of the outer layer ensures reduction of the 
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flow-out amount. When joining the prepreg of the present 

invention with a copper foil, the amount of resin in the outer 

layer can be determined according to the amount required for 

filling fine microscopic pits on the roughened copper foil 

5 surface. To produce the two outer layers each having a different 

amount of epoxy resin, the glass fiber substrate may be passed 

through the one side of a resin amount-controlling device which 

removes a larger amount of resin from that side than from the 

other side. 

10 Either one sheet alone or a combination of two or more 

sheets of the prepreg of the present invention may be formed 

into a laminated board. Specifically, a circuit board or a 

multiple-layer circuit board can be obtained by laminating the 

prepreg with a metal foil and inner layer circuit board and by 

15 press-forming with heating. The use of the prepreg of the 

present invention with an inner layer circuit board brings about 

a greater thickness precision effect than use of the 

conventional prepregs. When using conventional prepregs, the 

amount of resin must be increased or the viscosity of the resin 

20 must be decreased to improve the circuit embedding effect. This 

results in an increase in the res in flow and impairs the board 

thickness precision. When the prepreg of the present invention 

is used, the amount of resin required for embedding the circuit 

can be adjusted according to the circuit configuration of th~ 

25 iriner layer circuit board and the resin flow can be minimized. 

The prepreg of the present invention can be manufactured 

by a process comprising {a) a step of impregnating a glass fiber 
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substrate, having a weight of 40 g or more and less than 115 

g per square meter and an air permeability of 20 cm3 /cm2/sec 

or less, with a solvent, (b) a step of impregnating the 

solvent-impregnated glass fiber substrate with epoxy resin, (c) 

5 a step of heating the epoxy resin-impregnated glass fiber 

substrate, {d) a step of further impregnating the epoxy 

resin-impregnated glass fiber substrate, in which the epoxy 

resin has been cured, with the epoxy resin, and (e) a step of 

heating the last-obtained epoxy resin-impregnated glass fiber 

10 substrate, wherein the epoxy resin reaction rate in the inner 

layer is 85% or more and the epoxy resin reaction rate in the 

outer layer is 60% or less. 

The process for manufacturing the prepreg of the present 

invention will now be explained referring to Figure 1. Figure 

15 1 is a flow diagram for explaining the process for manufacturing 

the prepreg of this embodiment. In the Figure, the prepreg 

manufacturing device 10 comprises an unwinder 1 which unwinds 

a glass fiber substrate, a first accumulator lla, a solvent 

impregnation apparatus 3, a solvent impregnation region 4, a 

20 first resin varnish impregnation apparatus 5, a first drier 6, 

a second resin varnish impregnation apparatus 7, a second drier 

8, a second accumulator l lb, and a winder 9. These apparatuses 

are arranged in that order from the upstream to downstream. In 

addition, resin amount-controlling equipment, not shown in the 

2 5 Figure, may be provided. 

The step (a) comprises unwinding glass fiber substrate 2 

from the unwinder 1 and impregnating the glass fiber substrate 
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2 with a solvent to decrease voids in the target prepreg. The 

same glass fiber substrate as mentioned above can be used as 

the glass fiber substrate 2. As a solvent, dimethyl formamide 

(DMF), methyl cellosolve (MCS), methyl ethyl ketone (MEK), and 

5 the like can be given. Of these solvents, DMF is preferably used 

due to easy control in the manufacturing process, excellent 

impregnation ~n the glass fiber substrate 2, and easy 

replacement with an epoxy resin in the later step. The time 

required :eor impregnating the glass fiber substrate 2 with the 

10 solvent at this step is preferably 0.1 to 1 minute, and more 

preferably 0.1 to 0.5 minute at room temperature. If the 

impregnation time is less than 0.1 minute, impregnation of 

solvent becomes insufficient. An impregnation time longer 

than one minute requires a large and complicated facility for 

15 the solvent impregnation, giving rise to increased production 

cost. Dip coating, kiss coating, and the like can be.given as 

a method for impregnating the glass fiber substrate with a 

solvent. 

After the sol vent impregnation according to the step (a) 

20 and before impregnation of the inner layer with the epoxy resin 

according to the step (b), the substrate is preferably passed 

through an air stream for 1 to 5 minutes at a temperature lower 

than the boiling point of the solvent used in the solvent 

impregnation according to the step (a), preferably at least 50°C 

25 lower than the boiling point of the solvent used in the solvent 

impregnation according to the step (a) . This procedure helps 

the solvent to homogeneously spread all over the glass fiber 
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and ensures a voidless inner layer. After this substrate is 

passed through the air stream, an excess amount of solvent is 

removed by a collecting rod or the like so that the amount 

immediately before the step (b) becomes 16 to 25 parts by weight 

5 per 100 parts by weight of the glass fiber substrate. If there 

is an excess amount of solvent, the excessive solvent is carried 

over to the resin varnish used in the step (b), making it 

necessary to remove the excessive solvent in the drying 

operation in the step (c). This accompanies undesirable 

10 problems such as easy production of voids and the like. 

~n the step (b), the solvent-impregnated glass fiber 

substrate 2 obtained in the step (a) is passed through the first 

resin varnish impregnation apparatus 5 to impregnate the glass 

fiber substrate 2 with an epoxy resin. Examples of epoxy resins 

15 used in the step (b) include, but are not limited to, bisphenol 

epoxy resins and novolak epoxy resins. The epoxy resin is used 

in the form of a varnish formed by dissolving the epoxy resin 

in a solvent which preferably has good solubility with the resin. 

A poor solvent may also be used to the extent there is no adverse 

20 effect. Additives such as a curing agent, curing catalyst, 

filler, surfactant, silane coupling agent, and the like can be 

·optionally added. The time required for impregnating the glass 

fiber substrate 2 with the epoxy resin is preferably 0.1 to 1 

minute, and more preferably 0.1 to 0.5 minute at room 

25 temperature. If the impregnation time is less than o. I minute, 

impregnation of the resin in the width direction may not be 

homogeneous. An impregnation time longer than one minute 
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requires a large and complicated facility for the varnish 

impregnation, giving rise to increased production cost. 

The step (c) is a step of heating the glass fiber substrate 

2 impregnated with the epoxy resin in a first drier 6 to form 

5 an epoxy res in layer which has reacted to a certain extent. In 

this step, voids remaining in the cloth are removed by replacing 

the solvent with the varnish and by heating. This procedure 

increases the reaction rate of the epoxy resin in the inner layer 

to 85% or more and makes the inner layer voidless, thereby 

1 O improving the thickness precision of the resulting prepreg and 

preventing production of resin powder. The heating conditions 

are preferably 140 to 200°C for 1 to 5 minutes. If the heating 

temperature is lower than 140°C, it takes too long for the 

reaction rate to reach 85%, requiring large scale production 

15 facilities. If the temperature is higher than 200°C, the epoxy 

resin may be denatured, giving rise to impaired properties of 

the resulting laminated products, particularly in terms of 

heat-resistance and water-absorption resistance. If the 

heating time is less than one minute, voids may remain in the 

20 inner layer; if the heating time is longer than five minutes, 

large production facilities may be required. In view of 

compatibility of the productivity and voids removal, desirable 

heating conditions are heating temperatures of 160 to 180°C and 

heating times of 1 to 4 minutes. The reaction rate of 85% or 

25 more of the epoxy resin in the inner layer may not necessarily 

be achieved in this step ( c) . It is sufficient that this target 

is ultimately attained in the prepreg after the later-described 
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step (e). 

In the step (d), the epoxy resin-impregnated glass fiber 

substrate 2 is passed through the second resin varnish 

impregnation apparatus 7 for further impregnation of the epoxy 

5 resin, whereby an outer epoxy resin layer is formed on at least 

one side of the inner layer. The further epoxy resin 

impregnation after the above-mentioned step (c) according to 

the present invention ensures the configuration comprising an 

inner layer in which the reaction has proceed~d to a certain 

10 extent and an outer layer on at least one side of the inner layer. 

There are no specific limitations to the epoxy resin used for 

the outer layer. Bisphenol epoxy resins, novolak epoxy resins, 

and the like can be given as examples. The time required for 

impregnating the epoxy resin-impregnated glass fiber substrate 

15 with an epoxy resin in this step (d) is preferably 0 .1to1 minute 

at room temperature. If the impregnation time is less-than 0.1 

minute, the resin may not be impregnated in the width direction. 

An impregnation time longer than one minute requires a large 

and complicated facility for varnish impregnation so that 

20 production is hindered. The time in which the varnish is 

impregnated is preferably from 0.1 to 0.5 minute in view of 

productivity. The amount of resin can be controlled by the resin 

amount control equipment, such as a squeeze roll, a comma knife, 

or the like. Specifically, the resin amount can be controlled 

25 by the gap of the resin amount control equipment and passage 

position of the glass fiber substrate 2. For example, a prepreg 

with an equivalent outer layer resin amount on both sides can 
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be obtained by passing the glass fiber substrate 2 through the 

middle of the gap of the resin amount control equipment. 

The step (e) consists of heating the glass fiber substrate 

2 impregnated with the epoxy resin in a second drier 8 to form 

5 an outer epoxy resin layer. The reaction rate of epoxy resin 

in the inner layer and the outer layer is also adjusted in this 

step. The heating conditions are preferably 140 to 200°C for 

1 to 5 minutes. If the temperature is lower than 140°C, the 

productivity is poor; if higher than 200°C, the curing reaction 

10 may proceed unnecessarily and the epoxy resin may be denatured, 

giving rise to impaired properties of the resulting laminated 

products, particularly in terms of heat-resistance and 

water-absorption resistance. If the heating time is less than 

one minute, the degree of curing in the width direction may 

15 become uneven, making it difficult to produce prepregs. Heating 

time in excess of five minutes requires large facilities. From 

the viewpoint of the productivity, desirable heating conditions 

are a heating temperature of 160 to 200°C and a heating time 

of 1 to 4 minutes. 

20 The reaction rate of the epoxy resin in the inner layer 

and the outer layer in the prepreg of the present invention is 

respectively brought to 85% or more and 60% or less by performing 

the above steps (a) to (e) in that order. A prepreg with a 

different reaction rate in the inner layer and the outer layer 

25 can be formed by suitably selecting the heating conditions of 

the step ( c) and the step ( e) • The prepreg obtained is sent to 

the second accumulator llb, and continuously wound by the winder 
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9 or cut to a prescribed length by a cutter, not shown in the 

figure. Specifically, the prepreg prepared in this embodiment 

can be cut into an appropriate length, laminated with a metal 

foil, an inner layer circuit board, and the like, and fabricated 

5 into circuit boards or multiple-layer circuit boards by 

press-forming with heating. Alternatively, the long prepreg may 

be wound as is and fabricated into circuit boards or 

multiple-layer circuit boards by continuously laminating with 

a metal foil such as a copper foil, aluminium foil, or nickel 

10 foil, an inner layer circuit board, and the like. 

EXAMPLES 

The present invention will be described in more detail by 

examples, which should not be construed as limiting the present 

15 invention. 

Example 1 

Using a prepreg manufacturing apparatus shown in Figure 

1, a prepreg consisting of an inner layer and an outer layer 

20 was prepared. The inner layer consisted of a·n epoxy 

resin-impregnated glass fiber substrate, both sides of which 

have been coated with an epoxy resin outer layer. 

<Fiber opening processing of glass fabric> 

A commercially available glass fabric having a weight of 

25 104 g per square meter was subjected to a known fiber opening 

process to loosen warp yarn and weft yarn. A glass fabric with 

a thickness of O .1 mm and an air permeability of 10 cm3 /cm2 /sec 
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was obtained. The air permeability was determined by the method 

described above. 

<Preparation of epoxy resin varnish (I)> 

5 70 parts by weight of a bisphenol A epoxy resin with an 

epoxy equivalent of about 450 and 30 parts by weight of a phenol 

novolak epoxy resin with an epoxy equivalent of about 190 were 

dissolved in 100 parts by weight of methyl ethyl ketone. To this 

solution, a solution of 3 parts by weight of dicyandiamide and 

10 O .15 parts by weight of 2-phenyl-4-methylimidazole dissolved 

in 20 parts by weight of dimethylformamide was added. The 

mixture was stirred to obtain an epoxy resin varnish (I) for 

glass fabric. 

15 <Preparation of epoxy resin varnish (II)> 

35 parts by weight of a bisphenol A epoxy resin.with an 

epoxy equivalent of about 450, 35 parts by weight of a bisphenol 

A epoxy resin with an epoxy equivalent of about 2000, and 30 

parts by weight of an o-cresol novolak epoxy resin with an epoxy 

20 equivalent of about 210 were dissolved in 100 parts by weight 

of methyl ethyl ketone. This solution was mixed with a solution 

of 3 parts by weight of dicyandiamide and 0 .15 parts by weight 

of 2-phenyl-4-methylimidazole in 20 parts by weight of 

dimethylformamide to obtain an epoxy resin varnish (II). 

25 

<Preparation of prepreg> 

<Step {a) - step(c)> 
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The glass fabric reeled out from the unwinder 1 was passed 

through the solvent impregnation apparatus 3, where glass 

fabric was impregnated with DMF solvent (step (a)), and was 

passed through an air stream at 25°C for 3 .s minutes. The 

5 solvent-impregnated glass fabric was then passed through the 

first resin varnish impregnation apparatus 5 containing an 

epoxy resin varnish (I) to impregnate 100 parts by weight of 

the glass fabric with 64 parts by weight of the resin on the 

solid basis (step {b)). The product· from step (b) was di::ied for 

10. 3 minutes in the first drier 6 at 170°C, to prepare an inner 

layer _a consisting of a glass fabric impregnated with the epoxy 

resin (step (c)). 

<Step (d) - step (e)> 

15 The epoxy-impregnated glass fabric obtained in the step 

(c) was passed through the second resin varnish impregnation 

apparatus 7 containing the epoxy resin varnish (I) to impregnate 

100 parts by weight of the glass fabric with 110 parts by weight 

of the resin (including the weight of inner layer resin) on the 

20 solid basis (step (d)), followed by drying for 1.5 minutes in 

a drier at 170°C to form an outer layer b (step ( e) ) • A prepreg 

consisting of an inner layer a and an outer layer b formed on 

both sides of the inner layer was obtained in this manner. 

<Confirmation of reaction rate> 

25 An inner layer, obtained by impregnating the glass fabric 

with the epoxy resin varnish (I} and drying in a drier at 170°C 

for 4.5 minutes as mentioned above, was used as a sample for 
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the inner layer a. The sample for the outer layer b was prepared 

by cutting the surface of the prepreg consisting of the inner 

layer a and the outer layer b obtained above. A heat generation 

peak in' samples for each layer was determined by DSC apparatus 

5 (manufactured by TA Instrument co.). The heat generation peak 

areas due to the curing reaction at about 160°C for the resin 

before the reaction and the resin for each layer were compared, 

and the reaction rate was calculated from the above formula ( 2) • 

As a result, the reactipn rates for the inner layer a and the 

10 outer layer b were confirmed to be 90% and 55%, respectively. 

Example 2 

A prepreg consisting of an inner layer a and an outer layer 

b formed on both sides of the inner layer a was prepared in the 

15 same manner as in Example 1, except that the inner layer b was 

formed by using the epoxy resin varnish (II) instead of the epoxy 

resin varnish (I) in step (d). As a result, the reaction rates 

for the inner layer a and the outer layer b were confirmed to 

be 87% and 59%, respectively. 

20 

Comparative Example 1 

A prepreg having only an inner layer a was prepared, 

omitting the steps for forming an outer layer b. Specifically, 

in the steps {a) to (c), the solvent-impregnated glass fabric 

25 was passed through the first resin varnish impregnation 

apparatus 5 containing the epoxy resin varnish (I) to impregnate 

100 parts by weight of glass fabric with 110 parts by weight 
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of the resin on a dry basis. The varnish-impregnated glass 

fabric was dried in a drier at l 70°C for 1. 5 minutes to obtain 

a prepreg. The reaction rate was 62%. 

5 Comparative Example 2 

10 

A prepreg was prepared in the same manner as in Comparative 

Example 1, except that the varnish-impregnated glass fabric was 

dried in a drier at 170°C for 3 minutes instead of drying at 

l70°C for 1. 5 minutes. The reaction rate was 80%. 

Comparative Example 3 

A prepreg consisting of an inner layer a with a reaction 

rate of 50% and an outer layer b with a reaction rate of 60% 

was prepared in the same manner as in Example 1, except for 

15 employing appropriately modified heating conditions in the step 

(c) and step (e). 

Comparative Example 4 

A prepreg was prepared in the same manner as in Example 

20 1 except that 100 parts by weight of glass fabric was impregnated 

with 30 parts by weight of the resin on a dry basis in the 

formation of the inner layer a in the step ( b) , and 1 O O parts 

by weight of glass fabric was impregnated with 80 parts by weight 

of the resin on a dry basis in the formation of the outer layer 

25 bin the step (d). As a result, the reaction rates for the inner 

layer a and the outer layer b were confirmed to be 81% and 68%, 

respectively. 
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Comparative Example 5 

A prepreg was prepared in the same manner as in Example 

1 except that the glass fabric was used as is without being 

5 subjected to a thread opening process. The air permeability of 

this glass fabric was 60 cm3/cm2 /sec. 

(Evaluation of prepreg) 

A double-sided copper-clad laminated board and a 

10 four-layer circuit board were prepared using the prepreg 

prepared in Examples 1 and 2 and Comparative Examples 1 to 5. 

The properties of the boards were evaluated. The results are 

shown in Table 1 ~ In Table 1, fall-off of resin powder is a result 

of the evaluation of the prepreg before preparing the 

15 double-sided copper-clad laminated board and the four-layer 

circuit board. 

<A. preparation of double-sided copper-clad laminated board> 

A. copper foil with a thickness of 18 µ.m was layered on both 

20 sides of the prepreg, press-formed with heating at a temperature 

l 70°C for 60 minutes under a pressure of 40 kgf/cm2
, to obtain 

a double-sided copper-clad laminate with an insulating layer 

thickness of 0.1 mm. 

25 <Evaluation of double-sided copper-clad laminate> 

• The substrate thickness precision and formability were 

evaluated on the insulating layer obtained by etching and 
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removing the copper foil from the double-sided copper-clad 

laminate with a dimension of 500 mm x 500 mm. For the 

determination of substrate thickness precision, the 

substrate was divided into 36 squares and the thickness was 

5 measured at each of the 36 squares. The average of the 36 

measurements was taken as the substrate thickness and the 

standard deviation of the 3 6 measurements was taken as the 

substrate thickness precision. The formability was 

evaluated by inspecting a SOO mm x 500 mm board for the. 

10 presence or absence of voids in a given test circuit area 

and further inspecting the board for any abnormalities both 

by the naked eye and by using an optical microscope. 

• 18 µm copper foil peel strength was evaluated according to 

JIS C6481. 

lS • For the evaluation of solder heat resistance, only one side 

o·f the prepreg was etched and cut into a SO mm x SO 18;!ll sheet, 

thereby obtaining three test specimens. Each test specimen 

was subjected to a moisture absorbing treatment in a pressure 

cooker at 121°C under 2 • O atm for two hours.. The test 

20 specimens were then dipped in a solder bath at 260°C for 120 

seconds, after which they were inspected for the presence 

of swelling and measles by the naked eye and optical 

microscope. 

• 

25 

For the evaluation of flow-out, a double-sided copper-clad 

laminate was prepared and the flow-out length {the extruded 

area) was measured. 
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<B. preparation of four-layer circuit board> 

An oxidation (blackening) treatment was performed on the 

surface of a copper foil (thickness: 35 µm) of a double-sided 

copper-clad laminate with a thickness of 1 mm, as an inner layer 

5 circuit board. One sheet of the prepreg was layered on each 

side of the copper-clad laminate, over which a 18 µm copper foil 

was layered. The resulting board was press-formed with heating 

at a temperature of 170°C for 120 minutes under a pressure of 

40 kgf /cm2 to obtain a four-larer circuit board. 

10 

<Evaluation of the four-layer circuit board> 

• For the determination of the substrate thickness precision, 

a 500 mm x 500 mm substrate was divided into 36 squares and 

the thickness was measured for each of the 36 squares. The 

15 average of the 36 measurements was taken as the substrate 

thickness and the standard deviation of the 36 measurements 

was taken as the substrate thickness precision. 

• The formability was evaluated by inspecting a 500 mm x 500 

mm board for the presence or absence of voids in a given test 

20 circuit area and further inspecting the board for any 

abnormalities both by the naked eye and by using an optical 

microscope. 

• For the determination of inner layer peel strength, the peel 

strength at the interface of the inner layer copper foil o:_e 

25 this substrate, after the blackening treatment, and the 

prepreg was measured. 

• The solder heat resistance was measured in the same manner 
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as in the above-mentioned method of evaluation of the 

double-sided copper-clad laminate. 

• For the evaluation of flow-out, a four-layer circuit board 

was prepared and the flow-out length (the extruded area) was 

5 measured. 

• Fall-out of resin powder was evaluated by the following 

method. 

• First, a prepreg is cut to a size of 100 mm x 100 mm using 

a hand cutter taking as much care as possible to minimize 

10 resin powder falling out from the cut end. Ten sheets of 

prepreg thus obtained were stacked and the weight was 

determined. The stack was then dropped ten times from a 

height of 100 mm to determine the weight of resin powder 

falling out by drop impact. The amount of fallen-out resin 

15 powder was determined from the weight difference for the 

sheets of prepreg before dropping and after droppi:_ng. Such 

a measurement was repeated five times to determine the 

average. 

• The evaluation of strand voids was carried out as follows. 

20 First, a prepreg is cut to a width of 10 cm in the width 

direction using a hand cutter. The sampling place at this 

time should be randomly and unintentionally determined. The 

prepreg is then inspected using an optical microscope 

(transmission light, 120 times) to count the number of strand 

25 voids with a size of 10 µm or greater. The resulting number 

of strand voids is divided by the sample area to calculate 

the number of strand voids per unit area. This procedure is 
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perfo.nned at three points along the length of the prepreg. 

The average of the three points is taken as the evaluation 

point for the strand voids. 
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Table 1 

Examples 

1 2 1 

Double-sided copper-clad 

laminated board 

substrate thickness (avg.) mm 0.153 0.154 0 .152 

Substrate thickness precision mm 0.021 0.014 0 .071 

Formability (con~aot) No voids No voids No voids 

Inner-layer peel strength kN/m 1.43 1.51 1.41 

Solder heat resistance n=3 000 000 000 
Flow-out nun 0 0 7 

Four-layer circuit board 

substrate thickness (avg.) mm 1.294 1.295 1.269 

Substrate thickness precision mm 0.023 0.015 0.105 

Formability (contact) No voids No voids No voids 

Inner-layer peel strength kN/m 0.85 1.12 0.84 

Solder heat resistance n=3 000 000 000 
Flow-out mm 0 0 10 

Prep reg t I 

Fallen-out resin powder g 0.006 0.009 0.024 

Strand void per om2 0 0 0 
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Comparative Examples 

2 3 4 

0.158 0.154 0.154 

0.013 o.oso 0.063 

Many voids No voids Some voids 

0.51 1.45 1.42 

xxx 000 000 
0 5 3 

1.295 1.270 1.271 

0.018 0,069 0.075 

Many voids No voids Some voids 

0.2 > 0.86 0.85 

xxx 000 000 
0 7 5 

0.001 0.025 0. 012 

0 0 4 

5 

0.156 

0.023 

Many voids 

1.42 

000 
0 

1.289 

0.024 

Many voids 

0.83 

000 
0 

0.005 

Many 

"' 

~ 
i'I 

I 
I 

~ 
l 
I 
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The prepregs obtained in Examples 1 and 2 exhibit high 

substrate thickness precision and excellent formability. The 

product of Comparative Example 1, which is an example of a 

conventional prepreg, exhibited a substrate thickness 

precision worse than the prepregs of the Examples. The prepreg 

of Comparative Example 2 has a surface resin layer in which the 

reaction has proceeded excessively. The prepreg exhibited 

good thickness precision, but inferior .formability. The prepreg 

of Comparative Example 3, in which the reaction rate in the inner 

layer a is lower than the reaction rate in the outer layer b, 

exhibited substrate thickness precision worse than the prepregs 

of the Examples.· The prepreg of Comparative Example 4, in which 

the reaction rate in the outer layer b is high and the amount 

of the resin is large, exhibited substrate thickness precision 

worse than the prepregs of the Examples. The prepre! of 

Comparative Example s, which was made from a glass fiber 

substrate with insufficient thread opening, contained voids 

remaining in the inner layer. The voids remained unaltered in 

the -laminate board made from the prepreg. The prepreg also 

exhibited inferior formability. 

INDUSTRIAL APPLICABILITY 

The prepreg of the present invention has high thickness 

precision and is free from production of resin powder by bending 

and the like, from voids in the cloth in the inner layers, and 

from flow out. Due to these characteristics the prepreg 
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exhibits excellent formability. This prepreg can be 

manufactured securely and in a stable manner using the 

manufacturing process of the present invention. 
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I lllllll llllll llll lllll ll llll 
* C L M S * CLAIMS 

L A prepreg comprising an inner layer made from a glass 

fiber substrate, having a weight of 40 g or more and less than 

115 g per square meter and an air permeability of 20 cm3 /cm2 /sec 

or less, impregnated with an epoxy resin, and an outer layer 

of an epoxy resin coating provided on at least one side of the 

inner layer, wherein the epoxy resin reaction rate in the inner 

layer is 85% or more and the epoxy resin reaction rate in the 

outer layer is 60% or less. 

2 • The prepreg according to claim 1, wherein the reaction 

rate of the epoxy resin in the inner layer is 90 to 95% and that 

of the outer layer is 20% or less. 

3. The prepreg according to claim 1, wherein the weight 

ratio (R)/(G) of the epoxy resin {R) and the glass fiber 

substrate (G) in the inner layer is 0.43 or more. 

4. The prepreg according to claim 1, wherein the weight 

ratio (R)/(G) of the epoxy resin (R) and the glass fiber 

substrate (G) in the inner layer is 0.53 to 2.40. 

5. The prepreg according to claim 1, wherein the glas~ 

fiber substrate has a weight of 47 to 105 g per square meter 

and an air permeability of 5 to 10 cm3 /cm2 /sec. 
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6. The prepreg according to claim 1, wherein the prep reg, 

when used for insulating the circuit layers in multiple-layer 

print circuit boar~s, has a weight of the epoxy resin per unit 

area in each outer layer greater than the value A determined 

by the following formula and less than l.SA. 

(1) 

,.,....~=-=-=~---

11~1111111111Hll :/1111111111 
c l H s * 

wherein A is the weight of the resin per unit area of the outer 

layer (g/cm2
), bis :the amount of residual copper { %) in a circuit 

layer facing the outer layer of the prepreg, c indicates. the 

thickness (µm) of the circuit copper foil, and dis the specific 

gravity (g/cm3
) of the outer layer resin. 

7. The prepreg according to claim 1, wherein the outer 

layer is provided on both sides of the inner layer _and the 

thickness of the outer layer epoxy resin on the different side 

of the inner layer is not identical. 

8. A laminated board prepared by forming one prepreg ~r 

two or more layered prepregs according to any one of claims 1 

to 7. 

9. The laminated board according to claim 8, which is ~ 

multiple-layer board of copper-clad laminate or multiple-layer 

printed circuit board. 
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10. A process for manufacturing a prepreg comprising (a) 

a step of impregnating a glass fiber substrate, having a weight 

of 40 g or more and less than 115 g per square meter and an air 

permeability of 20 cm3 /cm2/sec or less, with a solvent, (b) a 

step of impregnating the solvent-impregnated glass fiber 

substrate with epoxy resin, (c) a step of heating the epoxy 

resin-impregnated glass fiber substrate, (d) a step of further 

impregnating the epoxy resin-impregnated glass fiber substrate, 

in which the epoxy resin has been cured, with the epoxy resin, 

and (e) a step of heating the last-obtained epoxy 

resin-impregnated glass fiber substrate, wherein the epoxy 

resin reaction rate in the inner layer is 85% or more and the 

epoxy resin reaction rate in the outer layer is 60% or less. 

11. The process for manufacturing a prepreg according to 

claim 10, wherein the reaction rate of the epoxy resin in the 

inner layer is 90 to 95% and that of the outer layer is O to 

20%. 11111111 m1111111111111111111 
* C L M S * 

12. The process for manufacturing a prepreg according to 

claim 10, wherein the solvent impregnated in the glass fiber 

substrate in the step (a) is dimethyl formamide, methyl 

cellosolve, or methyl ethyl ketone. 

13. The process for manufacturing a prepreg according to 

claim 1 O, wherein the time for which the sol vent is impregnated 

in the glass fiber substrate in the step (a) is O .1 to 1 minute 
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at room temperature. 

14. The process for manufacturing a prepreg according to 

claim lQ, wherein, after the step (a) and before the step (b), 

the solvent-impregnated glass fiber substrate obtained in the 

step (a} is passed through an air stream for 1 to 5 minutes at 

a temperature lower than the boiling poin't. of the solvent used 

in the step (a). \ \11\11\ \\\I\\ Ill\\ \\1\1 \\ \II\ 
* C L M S * 

15. The process for manufacturing a prepreg according to 

claim 14, wherein the amount of solvent in the 

solvent-impregnated glass fiber substrate after passing the 

substrate through an air stream and before the step (b) is 16 

to 25 parts by weight per 100 parts by weight of the glass fiber 

substrate. 

16. The process for manufacturing a prepreg according to 

claim 10, wherein the time for which the epoxy resin is 

impregnated in the glass fiber substrate in the step (b) is 0.1 

to 1 minute at room temperature. 

17. The process for manufacturing a prepreg according to 

claim 10, wherein the heating conditions in the step {c) are 

140 to 200°c for 1 to 5 minutes. 

18. The process for manufacturing a prepreg according to 

claim 10, wherein the time for which the epoxy resin is 
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impregnated in the glass fiber substrate in the step ( d) is O. 1 

to 1 minute at room temperature. 

19. The process for manufacturing a prepreg according to 

claim 10, wherein the heating conditions under which the epoxy 

resin impregnated glass fiber substrate in the step ( e) are 140 

to 200°c for 1 to 5 minutes. 

\ \11\ll\ \\\I\ 1"\\ \\t\I \\ \\1\ 
* c L 14 S 
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