
The present invention relates to a process for preparing a flexible
polyurethane foam from the reaction of a polyisocyanate composition
prepared from the reaction of an excess of organic polyisocyanate and a
polyether polyol having a high ethylene oxide content and an isocyanate
reactive composition comprising a chain extending agent and a combination
of a polyether polyol having a high ethylene oxide content and a random
copolymer having a high ethylene oxide content, and the product prepared
therefrom.    


