
A process for the production of catalyst coated membranes, especially
catalyst coated membranes for use in fuel cells, that includes applying
followed by drying of an electrocatalyst coating composition (21), a
polymeric disopersion (22) 



and a second electrocatalyst coating (23) composition onto the surface of a
temporary substrate (2), followed by separation of the temporary substrate.


