
A plate (10) for use in mixing and testing materials
in the pharmaceutical industry is formed by a method
in which apertures (22) (24) in a set of greensheets
are formed by a material removal process, at least
some of the apertures (25) being filled with a
fugitive material (222) that escapes during sintering.


