
A composition containing a) a natural or synthetic
polymer and b) one or more compounds of the formula
(I), (II) or (III) wherein R1, R2 and R3 or Y1, Y2 and
Y3 or Z1, Z2 and Z3 are e.g. branched C3-C20alkyl. 


