
Polymerization processes for ethylene and at least one mono-1-olefin
comonomer having from about three to eight carbon atoms per molecule in the
presence of a twice-aged catalyst system comprising chromium supported on a
silica-titania support and a trialkylboron compound is provided. Novel
ethylene copolymers also are produced.    


