
The present invention relates to a method of preparing a nanocomposite
membrane, comprising: (a) providing a nanocomposite solution comprising a
polymer solution and nanomaterials; (b) subjecting the nanocomposite
solution to a cold water bath to produce the nanocomposite membrane in a
gel-like form; and (c) subjecting the gel nanocomposite membrane to a heat
treatment to solidify the nanocomposite membrane, wherein the nanomaterials
are dispersed within the polymer matrix of the nanocomposite membrane. 


