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ABSTRACT A thernmal spray powder conposition, a coating rmade usindg BJ¥o

of this conposition, and a process for applying the coating. The chemi cal
conposition of the powders of the inveyion conprise a blend of a tungsten
carbi de-cobal t-chromum material and a netallic cobalt alloy. . A3%
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using a powder of this composition, and a process for
applying the coating. The chemical composition of the
powders of the invention comprise a blend of a tungsten

carbide-cobalt-chromium material and a metallic cobalt
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alloy.




