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Description 

Light-Absorbing Antireflective Layers Wtth Improved Perfonnance 

Due To lleftactiye Index Optimization 

5 Background of the Invention 

One of the problems encountered in practical semiconductor device manufacture 

is the dependence of the imaging dose of the photoresist on the photoresist thickness. If 

resist films below about 4 µm (micrometers) thickness are used, as they are in the most 

common applications for high resolution devices, thin film interference effects lead to 

10 periodic behavior of the resist sensitivity, the "swing curve". Resist sensitivity can vary · 

dramatically over a small change in film thickness. On a substrate with topography, this 

limits the accuracy to which resist features can be imaged, and it also reduces the 

apparent depth of focus. Moving from g-line to i-line and evetltually DUV radiation 

brings with it a large increase of the substrate reflectivity, leading to an acerbation of the 

15 problem. 

The classic solution to the above problem has been the use of dyed photoresist 

materials. Dyed resists add a non-bleachable absorption to the photoresist (i.e., they 

increase the Dill B parameter). This reduces the swing curve by causing increased 

attenuation of the light in the resist, even when the resist is near to full exposure where 

20 without the dye. it would be quite transparent. Both swing curve and standing waves are 

reduced by the addition of dye. 

However, use of dyed resists carries a considerable price: resists with all but the 

very lightest dye loadings always exhibit large increases in exposure doses as well as . 

reduced wall angles and final resolution. Both optical and chemical reasons contribute to 

25 this deterioration; while the chemical effects (which are due to the changes in the resist 

development parameters caused by the dye addition) may be minimized by judicious 

choice of the dye's chemical structure, the optical effects (larger Dill B parameter, i.e., 

increased unbleachable absorption) are inherent in the concept of dye addition, and 

cannot be avoided. Still, the ease of use of dyed resists has in the past made them the 

30 most popular solution to reflectivity and swing curve woes. 
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In the last few years, organic antireflective coatings have entered the market 

place, and in many cases have proven to be a crucial teclmology enabling users to safely 

run processes which previously liad low or no latitude. The ease of use of water-soluble 

antireflective topcoats, which offer only minimal mcreases in process complexity, has 

s made them a logical choice for users trying to enlarge their process window. 

Light falling on a substrate through a thin film undergoes an infinite series of 

reflections at the boundaries between the thin film and the air as well as at the 

film/substrate boundary, as shown in Fig. 1. The incoming and outgoing waves interfere 

in the film, causing constructive interference if their phase difference is an even multiple 

10 of x, and destructive interference if their phase difFerence is an odd multiple of it. 

Physicists call this film stack a Fabry-Perot etalon, the theory of which is well 

established. From these considerations, an approximative formula can be derived (cf., 

e.g., T. Brunner, Proc. SPIE 1466, 297(1991)) which relates the swing curve ratio of a 

resist to the reflectivity R, at the resist-air interface, and the reflectivity R,, at the 

15 resist/substrate interface: 

S = 4.JR,R,, • e-,·d, 

where d is the resist tbiclcness. 

(I) 

Essentially, the idea behind the top antireflective layer is to change the phase of 

tight passed through the layer in such as way that the first and the sum of all subsequent 

reflection amp~ in Fig. 1 are, out-of-phase by 180 degrees. Incoming and outgoing 

20 wave amplitudes interfere destructively, and the swing curve vanishes. Manipulation of 

the appropriate equations gives two necessary conditions for this phase change: 

1. The first and the sum of all subsequent reflection amplitudes are opposite in phase 

when the film thickness t of the antiretlective layer is an odd multiple of t=V(4n), 

where n, is the real part of the refractive index of the top layer; and .. ..,_ 

2S 2. The first and the sum of all subsequent reflection amplitudes are equal in intensity if 

n, =.,[ti;, where nr is the refractive index of the photoresist. 

It should be realized that the above equation (1) provides a simple first-order 

approximation to the swing curve ratio. Employing a more exact treatment, o~e finds 

that the swing curve ratio for exposure on a DNQ photoresist will not be zero even if the 

30 above conditions are exactly met. Using the Prolith/2 lithography simulator, sold by 
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Fmle Technology of Austin, Texas, one finds that for a perfect match it is possible to 

reduce the swing curve to about 5% of the original value (Example 3). If the simulation 

data are interpolated linearly, one finds that the predicted remaining swing ratio .is less 

than 1 %. In practice, the optimum situation will be somewhat worse since the 

s photoresist changes its absorption and its refractive index during exposure; so that a top 

layer with an unchanging refractive index cannot be matched to both the beginning and 

end conditions at the same time. This effect is not taken into account by the ProlithTM 

simulator. 

If one looks for chemical materials to make a top antireflective layer, it turns out 

10 that while the first condition, t==A/(4nJ, can be met fairJy easily, fulfilling the second one, 

n, = .Jn:, meets with some fairly fonnidable obstacles. The refractive index of a 

photoresist at i-line is typically about 1. 72 to 1. 75, which calls for an antireflective 

coating with a refractive index of n, = 1.31 to 1.32.. For easier measurement, the 

literature mostly references the refractive indices at the typical metrology wavelength of 

is 633 nm (nanometers), malcing the somewhat incorreCt assumption that the dispersion 

behavior of both materials will be identical. In this case, the reftactive indices become n, 

= 1.64 and n,= 1.28. Unfortunately, it is difficult to find organic materials with refractive 

indices in the range of 1.28 to 1.31. Known examples include heavily fluorinated, teflon­

like polymers which require exotic or environmentally unacceptable solvents such as 

20 chlorofluorocarl1ons as spincasting solvents. Moreover, early examples of these layers 

had to be removed in a second solvent treatment step prior to development. 

The TAR. concept gained practical importance only with ·the advent of water­

based, developer-soluble antireflective coatings. These coatings, which were originally 

developed by researchers at mM Corp. and which have been described in EP 522990, 

:is have a dramatically simplified mode of application. They can be spun on from water 

directly onto the photo~t in two different ways: 

1. in a "coat-bake-coat" process in which the resist is first coated and prebaked, and the 

top coating is then spun on top of the dry resist; it becomes non-tacky without the 

need for a second bake step; or 

30 2. in a "coat-coat-bake" process in which the top coating is spun on top of the wet 

resist film, and both are baked together. 
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For most resist IJ)aterials, it is even possible to use a single spin coater, since the 

edge bead removal typically can be set up to clean the coater bowl of all top coat 

residues. For puddle or spray deVelopment, no separate step is needed to remove the top 

coat after exposure; it is tblly developer-soluble and will be washed away in th:e first few 

s seconds of the development process. For very sensitive processes or for immersion 

development, it is possible to remove the top coat by a short water rinse. · 

In order to insure water solubility of the top coat, some compromises have to be 

made with respect to its refractive index. Consequently, water-based topcoats do not 

achieve the optimum refractive index of 1.28; one commercial material, the ~ Aquatar 

10 coating, available from AZ Photoresist Products, Somerville, New Jersey, hu a 

refractive index of 1.41. Since over a wide range of refractive indices, the swing cmve 

ratio is an approximately linear function of the absolute value of the difference between 

refractive indices, this material yields not a lOOo.4 but only a 66% reduction in the swing 

curve. However, for very fine feature sizes and other demanding applications, it is 

lS desirable to further reduce the swing curve below the practically achieved 66% 

reduction. ~s invention teaches that the use of absorbing top antireflective layers is an 

approach that makes it possible to achieve this goal with water-based antiretlective 

coatings, and it teaches a practical way to achieve and design such systems. 

20 Description ofthe lbvention 

In the following, we will be writing the refractive index as a complex number 

N=n-ik, where n is the real part of N, and is equivalent to what is cC>mmonly called "the 

refractive index". k, the imaginary part of N, is related to the absorption coefficient as a 

function of wavelength, a(A), by k=a J/(41r). In the above we have followed the 

"optical" (vs. the "physical") convention for the sign of k. 

Two effects combine to make the use of absorbing top antireflective layers 

particularly practical and advantageous: anomalous dispersion and non-reflective index 

intensity matching. 

1. In regions of high absorbance, the real part of the refractive index shows what is 

30 known as anomalous dimersion. A schematic of anomalous dispersion is shown in Fig. 

2. As can be seen, in the wavelength region below the absorbance maximum, the 
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refractive index shows a decrease the size of which is correlated to the strength of the 

absorption. 

The relation between ·the real and the imaginary part of the refractive index 

k11 = a A/(4tr) is given via the dielectic constant s == s'- is"= if= n2 -11 - 2i n k by a 

s special Hilbert transfonn called a Kramers-Kronig relation: 

where (J) = c/(2tr)..), and where P denotes that the principal part of the integral is to be 

taken. 

(2) 

However, practical application of the relations (2) may be very cumbersome since 

10 in principle one has to know the absorption spectrum over the entire electromagnetic 

spectrum. In practice, it is usually found for reasonably symmetrical absorption bands 

that at the absorption maximum, the anomalous dispersion contribution is approximately 

zero, that the local maximum occurs just before the half height of the absorption band on 
the long wavelength side, and the local minimum just after the half height on the low 

15 wavelength side. , These positions have been indicated as A.a., A+ and A.in Fig. 2. 

By a judicious choice of the right dye, it is thus possible to select the absorption 

maximum and half width of the absorption band in such a way that the real part of the 

refractive index is strongly depressed at a target wavelength, e.g., the lipiographically 

important mercury i- or g-line bands at 365 and 435 nm (nanometers), or the KrF and 

20 ArF excimer laser wavelengths at 248 and 193 nm (nanometers). Jn principle, nearly any 

value of the real part of the refractive index can be reached by using anomalous 

dispersion: it may be raised above 40 or even lowered below the value of 1 for ~1remely 

absorbing substances {e.g., for cadmium sulfide around 250 cm·1). 

In practice, for organic dyes in the region of interest (450-180 nm), it is difficult 

2s to reach absorption values above a= 20 pm·1, or kvalues above 0.6 to 0.7. If the 

additional constraint is added that the material must be film fonning, typically only about 
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a maximum of 60-70% of the material's mass will consist of an active dye, whether 

polymerically bound or in the form of an admixture of a dye to a film funning material. 

This means that for practical pur?oses, typical Cl values will be limited to a maximum of 

12 to 14 µm·1• 

For example, a commercial antiretlective bottom layer, AZe.&ARLi.'D' coating, 

available from AZ Photoresist Products, Somerville, New Jersey, which is the film­

forming organic material the most strongly absorbing in the near-UV region known to 

the inventors, has an absorption of Cl = 11.S µm·1 at 365 nm, corresponding to a k value 

of 0.334. A measurement of the dispersion curve of this material by spectroscopic 

10 ellipsometry showed that the total change of the real part of the refractive index n(l.+) -

n(A..) was about 0.32. Although AZ-.SARLi.'D' coating is solvent-based and not water 

soluble, this demonstrated that a refractive index reduction of about fl n = 0.16 can be 

achieved with organic film forming materials. With many organic materials available that 

have· refractive indices of 1.45 and below, it is thus feasible to reduce the real part of the 

15 refractive index to the optimum range for maximum swing curve reduction by adding 

absorption to the film and utilizing anomalous dispersion. This strategy is aided by the 

fact that, as will be shown below, the optimum refractive index range for absorbing top 

coats is higher for absorbing materials than for non-absorbing materials. 

3. In absorbing top antiretlective layers, the match of the absolute values of the 
I ' 

10 amplitudes of the first reflection and the sum of all rays being refracted out of the top 

layer (cf. Fig. 1) is partiaDy provided by the attenuation of the ray in tbe absorbing 

medium. Some light is now lost to absorption, and the above sum must now be smaller 

than before in order to still meet the intensity match criterion. It follows that the 

optimum refractive index of an absorbing top layer must be higher than that of a non-

25 absorbing one, and that the higher the absorption of the top layer, the higher the 

refractive index of the top layer must become in order to compensate. This phenomena~ 

has been referred to above as "non-reflective intensity matching". 

A Japanese patent application (Japanese Patent Office Public Disclosure Bulletin 

No. 7-153682, to Sony Co., dated June 16, 1995; henceforth called the "Sony 

30 application") descn"bes a lithographic process which makes use of dyed antireflective 

coatings for DUV lithography applications (180-300 nm (nanometers)). The Sony 
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application describes the effects of attenuation of the beam in the dyed la}'el'.s based on 

modeling of the reflectivities of the antireflector/resist film stack. It does not teach the 

use of anomalous dispersion to reach optimal or near optimal refractive indices of the top 

antireflective layer. 

s It remains to be shown what the optimality conditions are for such i Jight-
absorbing top antireflective layer. For absorbing media, the fonnulae from which 

optimality conditions such as the ones given in Section 1.2 for non-absorbing top layers 

can be derived can become rather complex. It is therefore easier to use a numerical 

simulator such as Prolith/2 to calculate the optimum film propenies (thickness, 

10 absorption, refractive index) for maximum swing curve reduction. Example 4 provides 

such an analysis. 

As can be seen from Example 4, the optimum refractive index indeed increases 

with the absorption of the top antireftective layer, as predicted above on the basis of 

qualitative arguments. Table 3 and Figure 8 provide quantitative insight into the 

IS relationship between real and imaginary parts of the reftactive index and the toplayer 

thickness. 

Practical Implementation QfLiaht-Ahlorbina Antireftective Top L&yers 

The use of dyed toplayers which utilize anomalous dispersion to achieve an 

20 improved match.between the resist and top antireflector optical properties is not limited 
to any particular casting solvent. While water is preferred as a casting solvent due to 
ease of use and environmental friendliness, it is also possible to utilize solvent-based anti­

reflective topcoats. The solvent for these materials may then either be chosen in such a 

way that no intermOOng occurs with the photoresist, or one may counteract intennixing 

25 problems by a transparent bmier layer, preferably of thiclcness AJ(2n), which makes the 

layer optically neutral. Typically, such a solvent-cast antiretlective top layer would be 

removed in a solvent rinse step prior to development. To reduce the process ·complexity 

involved with this, one might consider to design the top layer in such a way that it is 
spincast from a solvent, but soluble in the developer. 

30 For the purposes of optics, a top antireflector film is completely characterized by 

its complex index of refraction and thickness (provided that the film is homogeneous). It 
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foDows that the chemical vehicle by which the absorption is introduced into the 

antiretlective layer is of no consequence: whether a dye is introduced as a polymeric 

material which is in itself film-forinin& or whether the ibsorption is caused by a 

monomeric dye added to a polymeric film former, the swing curve reducing action is the 

s same if the optical constants are the same. Example 1 describes a top antireflective layer 

consisting of an aqueous solution of a polyacrylic acid film former, a perfluorinated 

surfactant oflow refractive index, and a water-soluble dye (FD&C Y eDow #S). The 

relative ratios of the components have been chosen so as to form a film with a = 4 µm·1• 

The dispersion curve of the film as obtained by spectroscopic ellipsometty· (Fig. 3) shows 

10 that for i-line exposure, the film's refractive index has been closely matched to the 

optimum value by the use of the anomalous dispersion effect. The value of n = 1.339 at 

366 nm (nanometers) is actually lower than the optimum value found in Example 3 as the 

optimum refractive index for a top antiretlector of that absorbance. An optimum match 

can be achieved by lowering the amount of dye added to the solution. 

15 While Example 1 shows that anomalous dispersion efects may be utiized to 

20 

achieve optimum optical constants, Example 3 demonstrates the beneficial effects of 

dyed top antireflectors. The methods used are tested and validated in Example 2 against 

the well-known case of a ttansparent top antireflector. Finally, Example 4 defines the 

optimality conditions for dyed top antiretlectors as.sets of {n, k ,t) values. 

Summazy Of The Invention 

The invention teaches a light absorbing top antireflective layer which reduces the 

swing curve amplitude for photoresist materials used in the semiconductor industry, and 

of processes for its use. The light absorbing top antireflective layer is characterized by 

2S the fact that the shape of its dispersion curve is as depicted in Figure 2, which is 

equivalent to saying that it has a negative slope at some po~ in a lithographically useful 

wavelength range. The coating may be water based but is not necessarily so. The 

advantage ofa water-based coating is its ease of use, since it can be applied without 

mtermixing to the softbaked photoresist, and is removed in the development step, so that 

30 process complexity is only minimally increased. 
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One problem that has been associated with the existing non-absorbing 

antireflective coatings is that the optimum swing curve reduction is only achieved at a 

very low refractive index of the top coat. The invention teaches a dyed coating as a way 

to modify (typically lower) the refractive index of an anitireflective layer by means of 

s anomalous dispersion into a range in which it shows improved perfonnance' as a top 

antireflective layer. The advantages of a dyed coating are a) that the refractive index: of 

the top coat can be lowered by making use of anomalous dispersion effects if the dye is 

chosen judiciously, and b) that it is possible~ achieve the optimum swing curve 

reduction at a higher refractive index of the top coat. By a combination of these two 

10 effects, the present invention demonstrates a reduction of the swing curve close to the 

theoretical minimum value, which constitutes a substantial improvement over existing 

antireflective topcoats. 

The following specific examples will provide a detailed illustration of using the 
15 present invention. These examples are not intended, however, to limit or restrict the 

scope of the invention in any way and should not be construed as providing conditions, 

parameters or values which must be utilized exclusively in order to practice the present 
invention. 

20 Example ·1: Use of anomalous dispersion to 

lower the rehctive index of a to.p antireflectiye layer 
The commercial antiretlective AZ9 Aquatar coating was mixed with a commercial 

solution of a yeijow dye in a weight ratio of2.S to 1.5. The dye used was McCormick 

Food Yellow, the major active component of which is FD&C Yellow No. S, also known 

25 as tartrazine. McCormick Food Yellow contains a small part of Allura Red food dye as 

well as non-dyed ingredients such as ethylene glycol. The resulting mixture was spun on 

a silicon wafer to yield an approx. 300 nm (nanometers) coating. After storage 

overnight, the real and imaginary part of the refractive index as well as the thickness 

were determined by spectroscopic ellipsometry on a SOPRAES4G spectroscopic 

30 ellipsometer. The thickness was first determined by fitting a Cauchy model to the long 

wavelength part of the dispersion curve, where k was known to be zero from UV 
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spectroscopic measurements. With the known thickness, the dispersion curves for n and 

k were then measured for the entire spectral range from 700 to 220 nm (nanometers) 

(Figure 3). It was found that the dispersion curve for n shows the kind of dip depicted in 

Figure 2, and that the minimum occurs at a wavelength of 366 nm (nanometer~) with a 

value ofn=l.339. The maximum in the k dispersion curve occurred at 412 nm 

(nanometers) with a value of k=0.136. The refractive index of the AZ9 Aquatar coating 

at this wavelength was determined by mode coupling experiments to be approx. 1.42. 

The refractive index has thus been lowered by a value of 0.08 by the addition of the dye. 

ExamPle 2: Prolith/2 calculations of the swing curve ratio 

for a non-absorbing tcm antiretlector (g.=0 y.m-1) (Co11\1)11'1tive Example) 

The swing curve reduction for a non-dyed antiretlector in -line exposure was 

calculated by the PROUlH/2 lithography simulator program. The AZ7SOO, available 

from AZ Photoresist Products, Somerville, New Jersey, parameter set contained in the 

15 program (Version 4.0S) was used with the change that the resist refractive index was set 

to 1.7161for365 nm (nanometers). The antireftectorwas made non-absorbing by 

setting its A and B parameters to zero. Swing curves (open point dose vs. resist 

thickness) were calculated for antireflector film thicknesses between 0.040 and 0.080 J.lDl 

(micrometers) using the program's nested multiple run feature. The data were saved in 
20 ASCII files and imported into the :Microsoft Excel spreadsheet program. Using a non­

linear least squares fit through the program's SOL VER function, swing curves were 

fitted to the equation 

4R' 
E =a· Cbs(T n,t + c) + d * t + e, 

where a,c,d and e are the fit parameters, and tis the resist film thickness. The fit was 

25 carried out without constraints but the swing amplitude was always assured to be 

positive by choice of appropriate phase parameters c as starting conditions. The 

obtained "~ parameters were then divided by the "d' parameter of the swing curve of 

the resist without a top antireflector. The results of this analysis are listed in Table l 

·--
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Table 1; Relative swing curve ratios (vs. the resist without to.p antireftector layer) as a 

function of the top antireftector•s fiJm thickness and refractive index for a non-absorbing 

top layer. All numbers in %. For details of calculation see text. 

refract. 
index 

t rum] 1.26 1.28 1.3 1.31 1.32 1.34 1.36 1.38 1A 1A1 1.42 
0.04 81.65 59.78 57.95 57.79 58.83 55.99 55.15 55.83 55 55.2 55.48 

0.045 53.16 50.6 49.17 48.16 47.39 48.81 46 45.87 48.49 46.91 . 47.86 
0.0& 43.99 41.69 39.24 38.32 37.71 36.41 36.61 36.76 38.09 38.25 39.57 

0.055 34.73 32.02 29.01 28.08 27.31 26.87 27.01 28.21 30.14 31.49 33.48 
0.06 28.06 . 22.27 18.83 18.11 18.88 18.88 18.59 21.26 24.54 26.4 29.08 

0.085 17.99 13.23 8.6 7.85 7.04 9.08 13.32 18.81 23.9 28.85 29.13 
0.07 13.51 7.86 2.73 3.52 5.66 10.99 18.61 21.99 28.05 30.29 32.98 

0.071 15.88 12.89 13.45 14.48 18.16 20.34 25.18 29.85 35.19 38.01 40.6 
0.01 22.73 22.22 23.95 25.41 28.84 30.35 34.93 39.3 43.97 48.28 48.84 

s It is seen that the minimum of the swing clirve ratio is obtained for a reftactive 

index between 1.30 _and 1.31 at a fihn thiclcness of0.07 J1Dl (micrometers), in good 

accordance with the prediction of the antiretlector model descnoed in the Background 

section. A Jinear extrapola1ion of the two branches of the swing curve vs. antireflector 

film thickness plot (cf. Figure 4) yields an intersection point of0.60A at a film thickness 

10 of 0.0687 µm (micrometers). A contour plot of the swing ratio as a function of TAR 

thickenss and refractive index for the case a = 0 is provided in Figure 5. 

15 

By comparison, at the reftactive index of the AZ" Aquatar coating (n=l.42 at 365 

run), one obs~s a swing curv~ ratio of29>A for an optimum film thickness of 

approximately 0.063 µm (micrometers). 

~ 

Example 3: Prolith/2 calculations of the swing curve ratio 

for a dyed tcm antireflector with &bsomtivity a.=4 "m·1 

The calculations of Example 2 were repeated with the difference that the B 

parameter of the top antiretlective layer was set to a value of 4.0 µm·1 in order to make 

20 the top layer absorbing. This B parameter corresponds to a k value of 0.116. The 

results are tabulated in Table 2 below. 

It is seen by inspection of Table 2 that the minimum has moved to a higher 

refractive index and is now found between n=l.36. At the same time, the optimum top 

layer thickness has decreased to between O.OSO and O.OSS pm (micrometers). A linear 
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extrapolation of the two branches of the swing curve vs. antiretlector film thickness plot 

(c£ Figure 6) yields an intersection point of 0.7% at a film thickness of 0.0520 f.Lm 

(micrometers). A contour plot of the swing ratio as a function of TAR thickness.and 

reftactive index for the case a - 4 is provided in Figure 7. 

Table 2: Relative Swing Curve Ratios (Vs. The Resist Without Top Antireflector Luer) 

As A Function QfThe Top Antireflector's Film Thic1cness And R.efractiye Index For A 

Top Layer With K=0.116. All Numbers In %. For Details Of Calculation See Text. 

refract. 
index 

d fum1 1.21 1.21 1.30 1;.32 1.34 1.38 1.31 1.40 1.'2 
0.04 43.89 40.80 37.92 35.26 33.14 31.51 30.71 30.73 31.~ 

0.046 34.31 30.31 28.31 22.74 20.29 19.00 18.91 20.21 22.73 
0.06 29.87 24.28 18.84 13.10 B.25 5.87 8.23 12.58 17.91. 

o.ou 25.78 20.28 14.77 8.82 8.85 8.31 12.42 18.0~ 23.85 
o.oa 30.86 28.72 22.78 20.20 19.~ 21.09 24.27 28.19 32.88 

0.066 38.86 34.48 32.11 31.41 32.47 34.38 37.04 40.67 45.23 
0.07 47.92 48.33 44.73 44.89 45.53 47.41 50.08 53.15 58.88 

0.071 57.73 58.98 58.22 58.39 58.00 59.73 81.26 85.50 88.99 
0.08 89.82 89.34 89.06 88.74 71.10 73.04 75.50 77.78 80.99 

10 These results indicate that the swing curve reduction by a optimal dyed top 

antiretlector is comparable to that of an optimal non-dyed one. The optimal dyed 

antiretlector offers the additional advantage that the optimum. operating point is located 
I • 

at a higher refractive index. It offers the disadvantage that the required dose is 

increased: relative to the undyed top antireflector, as a result of loss of light by 

15 absorption in the top latyer. If the required dose-to-clear for the first swing curve max. 

after 0.8 pm (micrometers) for AZ®7SOO resist with no top antireflectot =is set as 

1000/o, the dose-to-clear with the undyed· top layer is calculated to about 700/o, and that 

of the dyed antireflector with a=4J1m·1 is calculated to be 97%, where both of the latter 

·are for the optimal optical properties of the top antireflectors detennined in Examples 2 

20 and 3. 

Example 4: Relationship between n. k and t for optimum swing curve reduction 

Using the techniques described in Example 2 and 3, a series of calculations were 

carried out for various values of the toplayer rdractive index components nr and kr as 
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well as the. the top antireflector film thickness t in order to determine the relation 

between them. Using a sample of 7 points, it was found that near-zero swing curve 

ratios could be obtained if nr and t as well as kr and t were related by the regressions 

t = .-0.3034 nr + 0.4647, r2=o.9993 

S t = 0.0666 exp(-1.973 kr), r2 = 0.9984, 

10 

15 

which when combined yield the relation 

nr = 1.5316 - 0.2195 exp(-2 kr), 

where the exponent 1.973 has been replaced with 2. Figure 8 shows the excellent quality 

of this fit ofnrvs. kT in a nomograph (data see Table 3). 

Table 3: Optimum Reftactive Index. Film Thickness. 

For Various Toplayer Absor;ptivities. 

Results are for Prolith/2 calculations at 365 run exposure wayelength1
• 

a [1Jm·11 k n . t [pm] t[pm] t average41 

(from k) (from n) [pm] 

0 0.000 1.320 0.067 0.064 0.065 

2 0.058 1.352 0.059 0.054 0.057 

4 0.116 1.372 0.053 0.048 0.051 

6 0.174 1.389 0.047·· 0.043 0.045 

8 ·0.232 1.405 0.042 0.038 0.040 

10 0.290 1.419 0.037 0.034 0.036 

12 0.349 1.431 0.033 0.030 . 0.032 

I. see Example 3 for simulation parameters 

2. av. value may deviate from average of tabulated values since more 

digits are used for calculation. 

Example 5: Practical Verification ofTheoretical Prediction 

20 A solution of a dye product obtained from Milliken Chemical, Spartanburg, 

South Carolina (DYE A, 90 parts w/w) was prepared with a 10 parts w/w of a polyvinyl 

alcohol binder, MW ca. 8-9,000, as an aqueous solution to yield a film of520 A 
thickness with optical constants at 365 run of n = 1.4905 and k=0.05595, corresponding 
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to an absorption ofa = 1.926 µm·1
, as determined by spectroscopic ellipsometry using a 

J.A. Woollam, Inc. variable angle spectroscopic ellipsameter. The position of the . 
minimum is nearly perfectly matched with the 365 nm (nanometers) exposure wavelength 

(cf. Figure 9) but the absorptivity of the dye is not sufficient to quite come int~ the 

S optimum range as defined by Example 4. This fonnulation is therefore not expected to 

fully suppress the swing curve. 

For a film with the thickness and optical constants given above, the ProlithTM 

lithography simulator predicts a reduction of the dose-to-clear swing ratio of AZ•1soo 
resist, a commercial product of AZ Photoresist Products, Somerville, NJ, to about 46% 

10 of the value observed in the absence of the antireflector film. An experimental dose-to­

clear swing curve obtained on a Nikon i-line stepper (development in 2.38% TMAH 

solution) showed a reduction of the swing amplitude to 55% (from ::1:18 mJ/cm2 to 

±10mJ/cm2). The difference maybe .due to low coating uniformity of the antireflector 

film which may be a consequence of the very high dye concentration . 

.. 

SUBSTITUTE SHEET (RULE 26) 



~097133200 PCT/US97/03754 

-15-

What is claimed is: 

1. A top antiretlective coating for a photoresist comprising an absorbing fi1m, 

wherein, anomalous dispersion caused by light absorption from irradiation wavelength 

brings real and imaginary part of refractive index of the top antireflective coating closer · 

to conditions for which reflectivity of film stack into ~is minimized. 

2. The top antireflective coating of Claim 1, wherein intensity and position of 

absorption is chosen such as to cause a reduction in the real part of the refractive index 

of the antireflective coating at the irradiation wavelength . 

3. The top antireflective coating of Claim 1, wherein the absorption causing the 

anomalous dispersion and the· real part of the refractive index is related by 

nr = a - b ap(-c kr), where nr is the real part of the refractive index, kr is the imaginary 

part of the refractive index, a= 1.53 ± 0.153, b = 0.21 ± 0.021, and c = 2 ± 0.1. 

4. The top antireflective coating of Claim 1, wherein the irradiation wavelength is in 

the range of lSOnm to SSOnm. 

S. The top·antireflective coating of Claim 1, which is castable from water. 

6. The top antireflective coating of Claim 1, which is soluble in water. 

7. The top antireflective coating of Claim 1, which is soluble in an aqueous alkaline 

solution. 

8. The top antiretlective coating of Claim 1, comprising a monomeric dye and a 

polymer or mixture of polymers. 

9. The top antireflective coating of Claim 1, comprising a monomeric dye and an 

absorbing poJymer. 
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10. The top antireflective coating of Claim 1, comprising an absorbing polymer. 

11. The top antireflective coating of Claims 8-10, further comprising nona~sorbing 

additives. 

12. A process for fonning an image comprising: 

a) fonning a photoresist film on a substrate; 

b) fonning an antireflective coating comprising an absorbing film on top of 

the photoresist ~ wherein anomalous dispersion caused by light 

absorption from irradiation wavelength brings real and imaginary part of 

refractive index of the antiretlective coating closer to conditions for which 

reflectivity of film stack into air is minimized; 

c) imagewise exposing the photoresist film coated with. the absorbing film; 

d) developing to fonn an image; 

e) optionally baking the substrate before or after the developing step. 

13. The process of Claim 12, wherein intensity and position of absorption is chosen 

such as to cause a reduction in the real part of the 1-efractive index of the antiretlective 

coating at the irradiation wavelen8th. 

14. The process of Claim 12, wherein the absorption of the antireflective coating 

causing the anomalous dispersion and the real part of the reftactive index is related by an 

equation nr = a - b ap(-c kr), where nr is the real part of the refractive index, kr is the 

imaginary part of the refractive index, a= 1.53 ± 0.153, b = 0.21 ± 0.021, and c = 2 ± 
0.1. 

15. The process of Claim 12, wherein the irradiation wavelength is in the range of 

150mn to 550 nm. 
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16. The process of Claim 12, wherein the antireflective coating is castable from 

water. 

17. The process of Claim 12, wherein the antireflective coating is soluble in water. 

18. The process of Claim 12, wherein the antireflective coating is soluble in an 

aqueous alkaline solution. 

19. The process of Claim 12, wherein the antireflective coating comprises a 

monomeric dye and a polymer or mixture of polymers. 

20. The process of Claim 12, wherein the antireflective coating comprises a 

monomeric dye and an absorbing polymer. 

21. The process of Claim 12, wherein the antiretlective coating comprises an 

absorbing polymer. 

22. The process of Claim U;»-21, wherein the antireflective coating further comprises 

nonabsorbing additives. 

23. The process of Claim 12, wherein the antiretlective coating is removed during the 

developing step. 

24. The process of Claim 12, wherein the top antireflective coating is removed by a 

water rinse prior to a post exposure bake treatment. 

25. The process of Claim 12, wherein the top antireflective coating is separated from 

the photoresist by one or more barrier layers. 

26. The process of Claim 25, wherein the barrier layers are transparent and are 

refractive index:-matched to the photoresist. 
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. 
27. The process of Claim 25, wherein the barrier layers are ofa thiclcness that makes 

I 

the barrier layers optically neutral. 

28. The process of Claim 25, wherein the antireflective layer is removed from the 
barrier layer by a solvent rinse. 
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