
The present invention provides a method for the
removal of unreacted components and diluents from an
article fashioned from silicone hydrogel by using an
aqueous solution comprising a leaching agent
comprising ethoxylated nonylphenol, heating and
rinsing until the level of unreacted components and
diluents are below a predetermined threshold. 


