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ABSTRACT 

 

 A radical-polymerizable resin composition comprising one or more 

metal-containing compounds (A) selected from a metal soap (A1) and a β-diketone 

skeleton-containing metal complex (A2), one or more thiol compounds (B) selected 

from a secondary thiol compound (B1) and a tertiary thiol compound (B2), a 

radical-polymerizable compound (C); and an elastomer (D), which can be stably 

cured in a dry condition, in water and in seawater, and further on a wet substrate, 

that is, on a dry surface, on the surface in water and in seawater, and even on a 

wet surface; a prepreg sheet produced by prepolymerization of the composition; a 

concrete spalling-preventing curable material; and a primer, a 

radical-polymerizable coating composition and a repairing material for inorganic 

structure comprising the radical-polymerizable resin composition. 

 


