
Static dissipative labels are described which comprise a polyester or
polyimide backing film laminated to a conductive primer layer which in turn
is laminated to a pressure-sensitive adhesive layer. The primer layer and
adhesive layer contain conductive particles, e.g. metals, and the
conductive particles in the adhesive layer are arranged such that they span
the thickness of the layer.    


