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Polyolefin resin, wood fiber, nano-silicon sheets,
a lubricant, an antioxidant, a flame retardant,
a coupling agent, and inorganic reinforcing filler
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FIG. 1

Average value of concentration of negative air ions (ions/cm’)
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2/2
Limiting oxygen index (%)
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FIG. 4

Tensile strength (MPa)




