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Abstract 

Provided are: a filament for use in production of a 

three-dimensionally shaped product, the filament using a 

generally-used thermoplastic resin; and a method for producing 

the three-dimensionally shaped product, by use of the 

filament. The method for producing the three-dimensionally 

shaped product, through a hot-melting and layering process, 

comprises: a melting step for melting glass wool-filled 

thermoplastic resins filled with glass wool; and a layering 

step for layering the glass wool-filled thermoplastic resins 

having been melted. 


