
A bioabsorbable tracheal stent is provided. The bioabsorbable stent
comprises a biodegradable polymer, wherein the biodegradable polymer
comprises about 0 to 30 wt% glycerol, polyethylene glycol, triethyl
citrate, or mixture thereof. A drug is dispersed within or dissolved in the
biodegradable polymer. In a second and third aspect, the invention relates
to methods of manufacturing a bioabsorbable tracheal stent. The first
method includes forming a solution comprising a biodegradable polymer and a
drug, the biodegradable polymer comprising about 0 to 30 wt% glycerol,
polyethylene glycol, triethyl citrate, or mixture thereof. The method
further comprises casting the solution to form the bioabsorbable tracheal
stent. The second method includes forming a polymeric stent, and dip
casting the polymeric stent in a solution comprising a biodegradable
polymer and a drug to form a coating on the polymeric stent, wherein the
biodegradable polymer comprises about 0 to 30 wt% glycerol, polyethylene
glycol, triethyl citrate, or mixture thereof. 


