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Description 

A Process for Obtaining a Lift-off Imaging Profile 

Background Art 

In the manufacture of patterned devices such as semiconductor chips and 

recording heads for h~rd drives, a crucial step is the deposition of metal with 

defined pattem pnto a substrate. The accuracy and consistency with which this 

metal deposition process takes place is critical to the manufacturing yield and 

performance of the device. Several techniques are known for this metal deposition 

10 process, one of which is the lift-off process. In the lift-off process a photoresist 

pattern is defined on a substrate such that the areas where the metal is to be 

deposited contains no photoresist and the remaining parts of the substrate are 

protected by a layer of photoresist. However, in order for the photoresist to be 

removed after the deposition of metal a discontinuity is required in the metal film to 
15 allow for the removal of the resist by the photoresist stripper . Several lithographic 

processes are known to obtain the lift-off profile. 

A lift-off photoresist profile is generally one that does not have a continuous 

perpendicular side-wall. The preferred photoresist side-wall is such that part of the 

substrate is protected from the deposition of metal. Typical types of lift-off profiles 

20 used in metal deposition are shown in Fig. I-Ill . 

. · 
Description of the Drawjngs: 

The profile in Fig. I is obtained by soaking the substrate with the imaged 

resist in chlorobenzene followed by development of the image. A protecting cap is 

25 fonned on the surface or the resist During metal deposition the protecting cap 

provides a discontinuity in the metal film that is deposited over the resist and the 

substrate, therefore allowing for the photoresist to be subsequently removed. In 

Fig. II an undercut profile is obtaining by the image reversal process as de.scribed 

in US 4,885 ,232 and US 5,399,456 and incorporated herein by reference. The 

30 wider line width at the surface of the photoresist layer shadows the narrower 

photoresi_st line width at the substrate interface during metal deposition. Thus a 
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space is formed between the metal film over the photoresist and on the substrate 

which allows for photoresist removal. The lift-off scheme in Fig. 111 uses a bi-level 

process. A thick bottom layer of preimidized polyimide is formed on the substrate 

and a layer of diazo-type photoresist is used as the top layer. This top layer is 

5 imaged, developed and silylated as described in U.S.4, 782,008 and incorporated 

herein by reference. The bottom layer is etched fN/ay in a reactive ion etching 

oxygen system. The incorporation of silicon into the top layer during the silylation 

process makes the top layer resistant to etching while the bottom pofyimide layer is 

being removed by the reative ion etching process. Thus, a top protective layer. 

10 which is wider at the top than at the substrate is formed. Upon metal deposition a 

space is formed between the photoresist and metal so that the photoresist can be 

removed. Fig IV sets forth a substrate having a cavity shaped profile in the bottom 

layer form~d as a result of isotropic oxygen plasma etching. 

lhe disadvantage of these types of lift-off profiles is that the protection to 

15 obtain the discontinuity on the substrate is at the top of the resist image and far 

removed from the substrate1 so that due to the non-directionality of the metal 

deposition process, control of the metal line-width and its dimensions is · 

decreased. In addition, metal deposition takes place on the side-walls cf the 

photoresist and upon removal of the photoresist metal residues are left on the 

20 substrate. Ideally, the cJoser the discontinuity is to the final thickness of the metal 

layer the greater the ci>ntrol over the dimensionality of the metal strudures. The 

cleanliness and increased control of any-or aJl of the processing steps during the 

manufacture of integrated circuits adds greatly to the value of these processing 

steps. 

25 

30 

.. 

Summary of Invention 

The present invention describes a process for obtaining a lift-off photoresist 

profile that overcomes the disadvantages mentioned above. 

The present invention comprises a process whereby a lift-off photoresist 

profile is obtained by imaging a bi-level system comprising a thin layer of a plasma 
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etchable material coated onto a substrate with a film thickness less than about 

O.Sµm(micrometer) and a second layer of photoimageable material coated on top 

of the bottom tayer. The second layer is imaged, developed, and silylated using an 

organosilicon compound. Subsequently the bottom layer is anisotropically plasma 

5 etched in an oxygen atmosphere. An essential requirement of the bottom layer is 

that the thickness of this layer be only slightly greater than the thickness of the 

metal to be deposited, that is, the bottom layer have a thickness in the range Of 

about 0.07µm (micrometer) to about O.Sµm (micrometer}, preferably about 0.1 µm 

(mierometer) to about 0.3µm (micrometer). In a preferred embodiment the 

1 O thickness of the bottom layer is greater than the thickness of the metal layer by at 

least 0.1 µm ( micrometer), preferably from about 0.1 to 0.4µm ( micrometer). 

Another requirement of the bottom layer is that it be etchable in oxygen plasma and 

further that it can not be silylated under the conditions in which the top photoresist 

is silylated. The bottom layer is preferably an organic antireflective coating. In a 

15 preferred embodiment the antireflective coating comprises an imide reation product 

of at least one aminoaromatic chromophore with a polymer comprising an 
anhydride. The second layer comprises an alkali-soluble resin and a 

photosensitive compound. In a preferred embodiment the second layer comprises 

a novolak resin and a reaction product of a diazonaphthoquinone and a 

20 polyhydroxyphenolic compound, and has a film thickness in the range of about 

0.25 µm (micromete"r) to about 1 µm (micrometer). 

The photoresist layer is silylated according to techniques known in the art 

and an example of this is in US 4,782,008. The silylation process causes silicon to 

be incorporated into only the surface and sidewalls of the top photoresist image. 

25 The silylation step is followed by isotropic oxygen plasma etching. This etching 

process removes the bottom layer in the areas where the top photoresist is not 

present. The incorporation of silicon into the photoresist during the silylation 

process prevents the oxygen plasma from etching the photoresist layer and 

therefore acts as a mask during plasma etching. Due to the isotropic etching of the 

30 bottom layer a cavity shaped profile is formed in the bottom layer. This cavity 

provides the needed discontinuous profile. Metal can then be deposited and the 
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photoresist removed. Since the thickness of the cavity is very close to the 

thickness of the metal to be deposited a much greater dimensional control of the 

metal pattern is obtained, this control being very advantageous for the manufacture 

of electronic devices. Additionally, any metal deposited on the sidewalls of the 

5 photoresist is completely removed during the photoresist stripping process and no 

metal residues remain on the substrates. 

Detailed Description of the Preferred Embodiment 

10 The present invention provides a novel process for obtaining a lift-off 

imaging profile. The substrate is coated with a thin layer of polymeric material and 

is baked to substantially remove the solvent. A layer of photoresist is subsequently 

spun on top of the first layer and baked to substantially remove the solvent. The 

photoresist is exposed through a mask and the latent image is developed in the top 

15 layer. The imaged photoresist remaining on the substrate is then silylated. The 

silylating process incorporates silicon onto the surface and sidewalls of the 

photoresist An essential requirement of the invention is that the composition of the 

first layer be such that it does not incorporate silicon during the silylation process 

and that it be rapidly etchable in oxygen plasma. Therefore, upon silylation of the 

20 photoresist, no silicon is incorporated into the first layer. The multilevel system is 

then etched in an isotropic oxygen plasm~ , whictfrapidly etches through the first 

layer while the silylated photoresist layer is very resistant to oxygen plasma 

etching. As a result of the isotropic etching, a cavity-shaped profile is formed in the 

bottom layer as shown in Fig. IV. 

25 The formation of the cavity is a requirement of this invention and is 

desirable for several reasons. The cavity provides the discontinuity close to the 

substrate so that dimensional control of the metal fayer is maximized. Additionally, 

the shape of the cavity allows for the photoresist remover to physically contact the 

bottom layer and fundion as a release layer to remove the resist. Another 

30 requirement is that the thickness of the metal is less than that of the first layer. 
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Once the imaging of the bi-level system is complete, metal is deposited on the 

substrate and the photoresist removed. 

The first layer of material coated onto the substrate is generally a thin layer 

with a thickness in the range of about 0.07µm (micrometer} to about O.Sµm 

5 (micrometer), preferably about 0.1 µm (micrometer) to about 0.3µm (micrometer}. 

The thickness of this layer must be greater than that of the metal to be deposited 

by at least 0.1 µm (micrometer). The composition of the first layer is determined by 

the property that it cannot be silylated under the conditions in which the top 

photoresist layer is silylated. Additionally, it must be etchable in oxygen plasma. 

1 O Typically, the layer can be an organic anti-reflective coating such as described in 

EP 583,205. The anti-reflective coating described therein and incorporated by 

reference comprises a film forming composition comprising the imide reaction 

product of at least one aminoaromatic chromophore with a polymer comprising an 

anhydride. The aminoaromatic chromophore may be any aromatic compound 

15 having a primary or secondary amino moiety linked thereto and may be an N..aryl 

amino compound, a benzyl amine, or another aminoarcmatic compound wherein 

the amino group is linked to the aromatic compound by means of an intermediate 

group. Preferred amino aromatic chromophores have a primary amino group. More 

preferred aminoaromatic chromophores have a primary amino group linked to the 

20 aromatic compound by means of a N-aryl bond. The most preferred 

aminoarcmatic chrothophores are selected from-the group consisting of 1-

aminoanthracene, 2-aminoanthracene: 1-aminonaphthalene, 2..aminonaphthalene, 

N-(2, 4-dinitrophenyl}-1,4-benzenediamine, p-(2, 4-dinitrophenylazo) aniline, p-(4-

N,N-dimethylaminophenylazo )aniline, 4-amino-2-(9-(6-hydroxy-3-xanthenonyl)-

25 benzoic acid, 2,4-dinitrophenylhydrazine, dinitrcaniline, aminobenzothiazoline, and 

aminofluorenone. Polymers useful for reading with the aminoaromatic 

chromophore comprise any polymer having an anhydride group. Particular 

examples include, without limitation, polydimethyglutarimide, poly(maleic 

anhydride-co-methylmethaaylate), poly(maleic anhydride-co-vinylmethylether), 

30 poly(styrene-co-maleic anhydride), and poly(aaylicanhydride), and derivatives, 

copolymers and combinations thereof. Additionally, the first layer can be a non-
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absorbing non-aromatic polymer. such as polyacrylates and polyvinylacetates, 

amongst others and may contain additives such as dyes. 

The photoresist solution used to spin coat the photoimageable layer on top 

of the first layer comprises an alkali-soluble, water insoluble film forming resin, a 

5 photosensitive compound and a solvent. Typical alkali-soluble resins are novolacs 

and polyhydoxystyrenes. Photosensitive compounds can be 

diazonaphthoquinones, onium salts, triazines and others. Solvents, such as 

propylene glycol mono-methyl ether acetate, cellosolve acetate, ethyl lactate, ethyl 

ethoxy proprionate, 2-heptanone or mixtures of solvents can be used. Additives 

1 O can also be incorporated into the photoresist composition e.g. dyes, dissolution 

inhibitors, anti-striation additives, photospeed enhancers, photoresist stabilizers, 

etc. AA essential requirement of the photoresist is that it can be silylatecf under a 

set of conditions such that this layer becomes significantly etch resistant in an 

oxygen plasma. The preferred thickness of the second layer is in the range of 

15 about 0.25µm (micrometer) to about 1 µm (micrometer}. More preferrably the 

thickness is in the range of about 0.3µm (micrometer) to about 0.6µm 

(micrometer}. 

Suitable substrates include silicon, aluminum, polymeric resins, smcon 

dioxide, doped silicon dioxide1 silicon nitride, tantalum1 copper, polysiJicons, 

20 ceramics, aluminum/copper mixtures; gallium arsenide and other such group Ul/N 

compounds. ·· 

Silylation of photoresist is known fn the art. A process that can be used, but 

not limited to. is desaibed in US 4,782,008. The imaged photoresist pattern is 

soaked in a solution of hexamethylcyctotrisilazane and xylene. The temperature of 

25 the solution and the length of soaking time effect the rate and extent of silylation. 

The longer the soaking time and the higher the temperature of the solution the 

greater the incorporation of silicon into the photoresist. Typical temperature used 

are in the range of about 20°c to 100° C, preferably 35° C to 80 •c. Silylation 

times can range from about 30 seconds to 30 minutes, preferably one to fifteen 

30 minutes. Other silicon agents and solvents can also be used. Other silicon 

containing compounds that can be used are octamethylcyclotetrasilazane, 1.3-



W097133199 PCTIUS91/02427 

-7-

dichlorodimethyl diphenyldisiloxane, 1, 7- dichlorooctamethyltetrasiloxane and 

hexamethyfdisilazane. The preferred solvents are ones that dissolve the silicon 

containing compound, are non-re.active with this compound, are aprotic, and do not 

attack or dissolve the bottom layer. Typical organic solvents are benzene. toluene, 

5 xylene, ethers, and acetates. 

An optional step of flood exposing the photoresist film prior to silylation can 

be incorporated in the present invention. Flood exposure is carried out by 

ultraviolet light, specifically ultraviolet light that will photolyse the photosensitive 

compound present in the photoresist composition. 

1 O After silylation, the composite is placed in a reaction chamber which is 

evacuated and filled with oxygen. The pressure in the reaction chamber is of the 

order of 1 O militorr and the gas is introduced into the reaction chamber at a flow 

rate of about 0.02 liters ·per minute. A plasma is formed in the oxygen gas by 

coupling radio frequency power of about 0.02 kilowatts to the plasma and is 

15 continued for about 10-250 minutes. Other gases can be included in the readive 

chamber. e.g. argon or other oxygen-inert gases or hydrocarbon gases. During the 

plasma etching process the bottom layer is etched rapidly whilst the top silylated 

photoresist layer remains essentially intact. At the conclusion of this processing 

step, a lift-off profile, with a cavity in the bottom layer is obtained, as is shown in 

20 Fig. IV. 

Metal may then be deposited on the composite. The thickness of the 

deposited metal is less than the thickness of the bottom layer. The photoresist 

layer is then stripped with a chemical photoresist remover . When a chemical 

photoresist remover is used the solubility of the unsilylated bottom layer assists the 

25 ease and cleanliness of the photoresist removal process, thus providing the 

proeess of this invention with another important manufacturing advantage. 

30 

The following non-limiting examples are presented to illustrate the present 

invention. 
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Example 1 

To a solution of 16.1 grams of poly(vinylmethylether-maleic anhydride) and 

469 grams cyclohexanone. 28.2 grams of N-(2,4-dinitrophenyl)-1,4-

benzenediamine were added. The solution was heated at 140°C for 4 hours. The 

5 complete imidization of the reaction was monitored by infrared spectroscopy. The 

solution was adjusted to give an antireflective coating formulation with 9% solids by 

weight 

Example2 

10 The antireflective coating from Example 1 was applied to a silicon wafer by 

spin coating at 3000rpm. The coating was baked at 1700C for 60 seconds on a hot 

plate. A coating thickness of 0.25µm (miaometer) was obtained. Subsequently, a 

layer of AZ® 1505 resist( a diazonaphthoquinone-novolak resist available from 

Hoechst Celanese Corporation, PZ Photoresist Products), was coated over the 

15 antireflective coating at 4000rpm and baked at 110°c for 60 seconds on a hotplate 

to give a coating of O.Sµm (micrometer). The second layer was exposed through a 

mask using an exposure dose of 1 OOmJ/an sq. and developed using AZ® 400K 

Developer (potasium hydroxide solution available from Hoechst Celanese 

Corporation, AZ Photoresist Produds) diluted 1 :4 with water for 60 seconds. The 

20 photoresfst was then flood exposed with 2,000mJ/cm sq. of UV radiation from a 

mercury lamp. The substrate was soaked in a sol.ution of 5% 

hexamethylcyclotrisilazane in xylene containing 0.5vol% N-methylpyrollidone at 

400C for 2 minutes and subsequently spun dried. Plasma etching of the first layer 

was carried in a plasma etcher using oxygen at a pressure of 6 torr, flow rate of 

25 1,000 cubic an/sec and power of 250 watts for a minutes to give an isotropic profile 

for the first layer. 



W097/33199 PCr/US97f02427 

-9-

What is claimed is: 

1. A process for obtaining a lift-off imaging profile which comprises the steps of: 

a) providing a first layer of plasma etchable material wherein said material has 

a film thickness less than about 0.5 µm (micrometer): 

b) providing a second layer comprising a photoimageable material on top of 

the first layer, 

c) forming a pattern in said second layer which comprises the steps of 

selectively exposing and developing the second layer; 

d) reacting the second layer with an organosilicon material; and 

e) etching the first layer isotropically in an oxygen atmosphere. 

2. The process according to Claim 1 wherein the first layer comprises an 

organic antirefledive coating. 

3. The process according to Claim 1 wherein the first layer comprises an imide 

reaction product of at least one aminoaromatic chromophore with a polymer 

comprising an anhydride. 

4. The process according to Claim 3 wherein the polymer comprising the 

anhydride is a copolymer comprising a first rep~at unit having an anhydride group 

and a second repeat unit having an ethylene group with at least one substituent 

5. The process according to Claim 3 wherein the aminoaromatic chromophore 

is selected from the group consisting of 1-aminoanthracene, 2-aminoanthracenel 

1-aminonaphthalene, 2-aminonaphthalene, N-(2,4-dinitrophenyl)-1 14-

benzenediamine, p-(2,4-dinitrophenylazo) aniline, p-(4-N,N­

dimethylaminophenylazo)aniline, 4-amino-2-(9-(6-hydroxy-3-xanthenonyl))-benzoic 

acid, 2,4-dinitrophenylhydrazine, dinitroaniline, aminobenzothiazoline, and 

aminofluorenone. 

\ \11\11\ \\\I\\ Ill\\ \\1\1 \\ \II\ 
* C L M S * 
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6. The process according to Claim 1 wherein the second layer comprises an 

alkali-soluble, water insoluble, film-forming resin and a photosensitive compound. 

7. The process according to Claim 6 wherein a dissolution inhibitor capable of 

decomposition in the presence of an acid is further incorporated into the second 

layer. 

8. The process according to Claim 1 wherein the polymer is a novolak resin or 

a hyroxystyrene polymer. 

9. The process according to Claim 6 wherein the photosensitive compound is 

selected from the group consisting of diazonaphthaquinones, onium salts and 

biazines. 

10. The process according to Claim 9 wherein the diazonphthaquinone further 

comprises a reaction product of 2.1.5, 2.1.4, or 2.1.6 diazonaphthoquinone or 

mixtures thereof, with tri- or tetrahydroxybenzophenone or 

trishydroxyphenylalkanes, or mixtures thereof. 

11. The process according to Claim 1 wherein the thickness of the second layer 

is in the range of abotlt 0.25µm (micrometer) to ~bout 1 µm (micrometer). 

12. The process according to Claim 1 wherein the exposing radiation is in the 

range Of about 200 nanometers to 450 nanometers. 

13. The process according to Claim 1 wherein the developing step uses an 

aqueous solution of tetramethylammonium hydroxide. 

14. The process according to Claim 1 wherein the organosilicon material is 

selected from the group consisting of hexamethylcyclotrisilazane, 

111111111111111111111111111111 
* C L M S * 
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octamethylcyclotetrasilazane, 1.3-dichlorodimethyl diphenyldisiloxane, 1, 7 .. 

dichlorooctamethyltetrasiloxane and hexamethyldisilazane. 

15. The process according to Claim 1 wherein a step of flood exposing the 

second layer prior to reacting said second layer with an organosilicon compound is 

incorporated into the process . 

. · 
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