
Dye Composition and Method for Dyeing Textile Materials  Abstract  The
present invention relates to an aqueous dye composition for dyeing textile
materials, comprising (a) a first dye component selected from the group
consisting of leuco indigo and a derivative thereof, and (b) a second dye
component selected from the group consisting of leuco sulfur dyes, leuco
sulfurized vat dyes, derivatives and compositions thereof, wherein the
total concentration of the first and second components is not higher than
45% by weight, based on the weight of the dye composition. Further, the
invention relates to a method for dyeing textile materials with said dye
composition. 


