
(57) Abstract: An olefin polymerization process is provided comprising
contacting an olefin monomer with chromium oxide on a titanium containing
silica support having less than about 3 weight percent titanium in
combination with an organoboron promoter. Polymers thus produced are useful
for blow molding applications.    


