
Blends of ZSM-48 catalysts are used for
hydroprocessing of hydrocarbon feedstocks. The blend
of ZSM-48 catalysts includes at least a portion of
ZSM-48 crystals having 



a SiO2:Al2O3 ratio of 110 or less that are free of
non-ZSM-48 seed crystals and have a desirable
morphology. 


