
Golden TiN films having uniform sheet resistance are  deposited from a
plasma sputtering chamber by initially  saturating the chamber with
nitrogen using high nitrogen gas  flow rates and then reducing the nitrogen
gas flow rates and  reducing the pressure in the chamber during the
deposition  step.    


