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Grinding the surface of
it s o e s e e @ CETAMIC OF metal
substrate (a-0)

The step {a) of forming a first coating layer by
spraying ceramic powder on the surface of a
ceramic or metal substrate

The step of grinding the
e o o e e SUTTACE OF the first
coating layer (a—1)

Increasing the thickness
ol e e e o i e oo e -4 OF Ehe first coating layer
(a-2)

The step of grinding the
I .. .iincreased surface of the
first coating layer(a-3)

h 4

Forming a second coating layer of a ceramic
film containing yttrium {Y} or a ceramic film
containing metal oxide on the first coating laysr
by a method other than the spray coating (b) is
carried out

Step (c) of heat—treat-
_ling the two-layer coat—
ing tayer structure
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