Abstract Method of i nproving the quality of soldered connections The

invention relates to a nethod for inproving the quality oMWﬁHMﬂwmmmmm
connections between | arge-area SMD conponents and wiring t he
case of which the parts to be joined are electrically and nechaamni cally
connected to one another by reflow sélaérfng, a flux being used to
activate the solder. The intention of the invention is to provide a nethod
of inproving the quality of sol deredaggppgglions which is sinple to
realize and particularly effective a whi ch t he nunber of voids can
be drastically reduced. According to the invention, this is achieved by

the parts toRaHd e B GRS EHONAh 10NG, Wierad Tifer&d NEdnradl Lowect ed
to each other by formng a force of adhesion and by the parts to be joi ned
being arranged in such a way that they are tilted at a predeterm ned

tilting angl ehei t invespesh trelidtesnotsnla pmantopdatfot edstprairingg the
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about 90[ err kompPngmte 1dnd wiring carriers, in the case of which
the parts to Dbe joined are electrically and
mechanically connected to one another by reflow
soldering, a flux being used to activate the solder.
The intention of the invention is to provide a method
of improving the quality of soldered connections which
is simple to realize and particularly effective and
with which the number of voids can be drastically
reduced. According to the invention, this is achieved
by the parts to be joined being positioned one over the
other and connected to each other by forming a force of
adhesion and by the parts to be joined being arranged
in such a way that they are tilted at a predetermined
tilting angle with respect to the normal plane, at
least during the melting of the solder paste. The
tilting angle during the melting should lie between
greater than 0° and less than 180° and preferably be
about 90°. (Figure 1)
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