
Compositions comprising the reaction product of a
polymer comprising a polyol, a polyisocyanate and/or a
polyamine and a compound comprising a chlorendate
group are disclosed. Also disclosed are methods of
improving adhesion between a coating composition and a
substrate by applying the adhesion promoting
compositions of the present invention to the
substrate. 


