
Droplets of polymerizable material may be patterned on
a film sheet. The droplets of polymerizable material
may be dispensed on the film sheet. A predetermined
force may be applied to an imprint lithography
template such that localized trapping of the droplets
of the polymerizable material on the film sheet is
minimized and the droplets coalesce to form a
continuous layer. The polymerizable material may be
solidified to form a patterned layer having a residual
layer and at least one feature. 




