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ABSORPTION OF HYDROGEN SULFIDE AND 

ABSORBENT COMPOSITION THEREFO 

Background of the Invention 

In one aspect, this invention relates to a process for 

removing hydrogen sulfide from gases streams~ In another aspect, this 

invention relates to an effective H2 S ab_sorbent material. 

The rem~val of sulfur or compounds thereof from gases may be 

desirable or necessary for a variety of reasons. If· a gas is to be 

burned as a fuel or released into the atmosphere as a waste stream~ 

removal of sulfur compounds from the gas may be necessary to meet the 

suifur emission requirement set by various air pollution control 

authorities. If a gas is to be employed as a feed for an industrial 

process, removal of sulfur compounds from the gas is often necessary to 

prevent the poisoning of sulfur sensitive catalysts or to satisfy other 

process requirements. 

A variety of processes employing regenerable, solid contact 

materials are known for removing sulfur from gases when the sulfur is 

present as hydrogen sulfide. U.S. Patents 5,045,522 and 4,990,318 
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disclose compositions comprising a zinc compound, alumina and a nickel 

compound, said compositions being effective for hydrogen sulfide 

absorption. The spent ·absorbent compositions can be regenerated to the 

original absorbing composition state in the presence of oxygen. Even 

though these compositions are quite effective as H2 S absorbents, there 

is an ever present need to develop new absorbent compositions which · 

exhibit specific advantages over known compositions. 

Summary of the Invention 

It is an object of this invention to provide an effective 

absorbent composition for removing hydrogen sulfide from gases. It is 

another object of this invention to provide a process for the removal of 

hydrogen sulfide from gases employing the absorbent composition of this 

invention. Other objects and advantages will be apparent from the 

detailed descrip~ion and the appended claims. 

The present invention provides an effective H2 S absorbent 

composition which consists essentially of (i) more than about 20 weight 

percent of a mixed oxide of iron, zinc and nickel, and (ii) and at least 

one inorganic binder selected from the group consisting of alumina and 

silica as the remainder. Preferably, the above-described absorbent 

composition is prepared by a method comprising the steps of mixing iron 

oxide (preferably Fe 2 0 3 ), zinc oxide, Al2 03 and/or Si02 , optionally an 

effective processing aid, and a sufficient amount of a dilute aqueous 

acid solution to prepare a pasty, shapable mixture of the above 

ingredients; shaping the obtained pasty, shapable mixture; drying the 

obtaiited shaped particles; calcining the dried, shaped particles at a 

temperature of about 600-900°C for a period of time of at least about 
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0.1 hour; impregnating the calcined shaped particles with ari amount of 

at least one decomposable nickel compound such as to provide the desired 

nickel content in the final absorbent composition; drying the 

thus-impregnated particles; and calcining (in air) the dried, 

impregnated particles at a temperature of about 600-900°C for a period 

of at least about 0.1 hour (so as to obtain_ the mixed oxide of Fe, Zn 

and Ni and the alumina binder); 

In accordance with this invention, a process for removing 

hydrogen sulfide from a H2 S-conta,ining fe_ed gas comprises the step of 

contacting (preferably at about 350-750°C) the feed gas in a reactor 

with the above-described absorbent composition at such conditions as to 

obtain a product gas containing less H2 S than the feed gas. In a 

preferred embodiment of this invention, the process comprises the 

additional steps of interrupting the contacting of the H2 S-containing 

feed gas with the above-described absorbent composition after it has 

absorbed H2 S,-and heating this spent absorbent composition which has 

absorbed H2 S with a free oxygen containing gas under such conditions as 

to substantially convert absorbed H2 S and metal sulfides contained in 

the spent absorbent composition to sulfur oxide (particularly 802 ). The 

thus-regenerated absorbent composition can be re-employed in the 

above-described step of removing H2 S from'the feed gas. Preferably, the 

above-described H2 5-containing feed gas (more preferably a tail gas from 

a Claus reactor for. desulfurizing natural gas) contains less than about 

500 ppm of free hydrogen, (i.e., less than about 500 parts by weight of 

H2 per one million parts by weight of the feed gas). 
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Detailed Description of the Invention 

The sorbent composition of this invention consists essentially 

of (i) a solid component (first solid phase) consisting essentially of a 

mixed oxide of iron (in the +3 oxidation state) zinc and nickel (in the 

+2 oxidation. state) and (ii) alumina and/or silica as the binder 

component (second solid phase). The term "mixed oxide of iron, zinc and 

nickel", as used herein encompasses any solid compound consisting 

essentially of chemically combined nickel, zinc, iron and oxygen. This 

term, as used herein, includes, but is not limited to,. nickel-zinc 

ferrite of the approximate general formula NixZnYFe2o4 , wherein the 

numerical values of both x and y are smaller than 1 and the sum of x and 

y is 1 (i.e., x<l, y<l, x+y=l). 

The relative amount of (i) exceeds about 20 weight-%, 

generally is at least about.30 weight-% more, and preferably is about 

70-99 weight-%. .The relative amount of (ii) generally is at least a.bout 

1 weight .. %, and p'referably is about 1-30 weight-%. The preferred 

component (ii) is alumina (more preferably a hydrated alumina such as 

boehmite or pseudoboehmite). The preferred atomic ratio of Ni:Zn in 

component (i) of the absorbent composition of this invention is in the 

range of about 1:10 to about 1:1 (more preferably about 1:3), and the 

preferred atomic ratio of (Ni+Zn):Fe is in the range of about 0.9:2 to· 

about L1:2 (more preferably about 1:2). The absorbent composition may 

contain insignificant amounts of separate solid phases of individual 

metal oxides (NiO and/or ZnO and/or Fe 2 03 ), in particular Fe2 03 

(generally present at a level of less than 2 weight-%), which have not 

been converted to the mixed metal oxide during the preparation of 
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component (i) from ZnO, Fe1 0 3 and NiO. These minor amounts of iron 

oxide, and possibly also of NiO and/or ZnO, which have not- been 

chemically combined in the mixed oxide are not expected·to significantly 

affect the H1 S absorption capacity and performance of the sorbent 

composition of this invention. 

The above-described sorbent composition can be prepared by any 

suitable method. One method· of preparation comprises dry-mixing 

(dry-blending) desired amounts of zinc oxide, iron oxide (preferably 

Fe1 03 ) and nickel oxide (at the above-recited atomic ratios), alumina 

powder and, optionally, a processing aid (such as cellulose gel or 

graphite); adding water artd an acid (such as an aqueous solution of 

acetic acid) to the above-prepared dry mixture; and mixing the above 

solids and liquids at such conditions as to obtain a shapable (i.e. 

extrudable or pelletize) pasty mixture. This pasty mixture is then 

shaped by any suitable shaping means (such as pelletizing, tabletting, 

extruding, agglomerating and the-like), preferably by extrusion in any 

equipment commonly used for this operation, followed by drying 

(generally at about 80-120°C for about 1-20 hours in air) and.calcining 

(generally at about 600-900°C for about 0.2-5 hours in air). 

Another, presently preferred, method of preparation comprises 

dry-blending zinc oxide (generally about 7-33 parts by weight ZnO), iron 

oxide (generally about 13-66 parts by weight Fe1 0 3 ) and alumina 

(generally about 1-80 parts by weight Al1 03 ); mixing the obtained dry 

blend with an aqueous acid solution (as described above) so as to obtain 

a shapable pasty mixture; followed by shaping the pasty mixture, drying 

the obtained shaped particles, and calcining them "(at the 
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above-described drying and calcining conditions); and then .impregnating 

these calcined particles with a solution of at least one decomposable 

nickel compound (i.e., which can be decomposed to NiO when heated), such 

as nickel nitrate (preferred), nickel carboxylates (Ni acetate, etc.), 

nickel bicarbonate, nickel carbonate, nickel bisulfate, nickel sulfate, 

and hydrates thereof; followed by drying and calcining (at the 

above-described drying and calcining conditions). 

The thus-prepared absorbent composition particles generally 

have a-surface area (measured by the BET method of Brunauer, Emmett and 

Teller employing nitrogen) of about 15-25 m2 /g and a pore volume 

(measured by toluene intrusion at atmospheric pressure) of about 

0 .15-0. 28 cc/g. When the absorbent particles have been shaped by 

extrusion, they generally have a cylindrical shape, a particle length of 

about 3-5 mm and a particle diameter of about 1-3 mm. 

In accordance with the present invention, the absorbing 

composition described above is utilized to selectively remove hydrogen -

sulfide from a· feed gas which contains hydrogen sulfide. H2 S can be 

present in the feed gas at any suitable concentration, and generally is 

present at a concentration in the range of about 1 ppm H2 S ( 1 part by 

weight of H2 S per million parts of feed gas) to about 20 weight-% H2 S, 

and preferably about O .1-8 weight-% H2 S. Preferably, the feed gas 

contains less than about 500 ppm of free hydrogen. Once the absorbing 

composition of the present invention has been prepared, a feed gas 

stream containing hydrogen sulfide is contacted with th~ absorbing 

composition under suitable absorbing conditions so as to substantially 

reduce the concentration of hydrogen sulfide in the feed gas stream 
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without significantly increasing the concentration of sulfur dioxide in 

the gas stream. It is believed that in the present H2 S removal process, 

hydrogen sulfide is substantially absorbed by the absorbing composition 

so as to form sulfides of iron, zinc and nickel. However, some absorbed 

H2 S may be present in an adsorbed or chemisorbed state. The 

above-expressed theories regarding chemical and physical phenomena which 

may occur in the H2 S absorption process of this invention and the use of 

the terms "absorb", "absorbing", "absorption" or "absorbent", as used 

herein, are not intended to limit the scope of the present invention. 

The absorption process of this invention is preferably carried 

out in cycles comprising an H2 S absorption period and a period for the 

regeneration of the sulfided absorbing composition. The absorption 

period comprises contacting a gaseous feed stream which contains 

hydrogen sulfide (and· preferably less than about 500 ppm of free 

hydrogen) with the absorbing composition to thereby selectively remove 

hydrogen sulfide. from the· gaseous stream. The absorbing composition 

becomes sulfided during the absorption period. When the absorbin~ 

composition becomes sulfided to the point that regeneration is 

desirable, preferably after it is nearly completely sulfided and has 

become ineffective as a H2 S absorbent, a free oxygen containing gas 

(preferably air) is contacted with the absorbing composition at such 

conditions as to regenerate the absorbing composition and to convert the 

sulfur compounds contained therein (i.e., H2 S and sulfides of Fe, Zn and 

Ni) to a sulfur oxide (preferably 802 )~ 

The absorption composition of the present invention can be 

utilized to remove hydrogen sulfide from any suitable gaseous stream. 
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The_ hydrogen sulfide may be produced by the hydrodesulfurization of 

fluids which contain organic sulfur compounds, or may be originally 

present as hydrogen sulfide in the gaseous stream. Examples of such 

suitable gaseous streams include light ,hydrocarbons, such as methane, 

ethane, propane, and gases derived from such light hydrocarbons; natural 

gas; gases derived from petroleum products and products from extraction 

and/or liquefaction of coal and lignite; gases derived from tar sands 

and shale oil; coal-derived synthesis _gas; ·gases such as. nitrogen, 

carbon monoxide, carbon dioxide and mixtures thereof; steam; inert gases 

such as helium and argon; and product gas streams from other _prior 

hydrogen sulfide removal processes (such as a Claus process for 

oxidatively converting H2 S to elemental sulfur) that contain residual 

hydrogen sulfide due to the incomplete removal of hydrogen sulfide by 

the prior process. Gases that adversely affect the removal of hydrogen 

sulfide and whfch should be absent from the gaseous streams being 

processed are --oxidizing-·agents, examples. of which include molecular 

oxygen, air, the halogens, and the oxides of nitrogen. 

Although the absorbing composition of the present invention is 

effective in the removal of hydrogen sulfide from all suitable gaseous 

streams, it is especially effective in the removal of hydrogen sulfide 

from gaseous streams that contain less than about 500 ppm of free 

hydrogen, wherein it is desirable not to promote the oxidation of the 

hydrogen sulfide contained in such gaseous streams to sulfur dioxide. 

Examples of such suitable gaseous streams include acid gas streams 

derived from methane, ethane, and natural gas; olefin streams; and 

product gas streams from other hydrogen sulfide removal processes (such 
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as a tail gas from a Claus process reactor) that contain residual 

hydrogen sulfide due to the incomplete removal of hydrogen sulfide by 

the prior process. 

The H2S removal process of this present invention can be 

carried out by means of any apparat~s in which there is achieved an 

alternate. contact of the absorbing composition with the gaseous feed 

stream and, thereafter, of the· spent absorbing composition with a free 

oxygen containing gas which is utilized to regenerate the absorbing 

composition. The process is in no way limited to the use of a 

particular apparatus. The process of this invention can ~e carried out 

using a ~ixed bed of ~he absorbing composition, a fluidized bed of the 

absorbing composition, or a moving bed of the absorbing composition. 

Presen.tly preferred is the use of a fixed bed of the absorbing 

composition. 

In order to avoid any casual mixing of the gaseous feed st.ream 
. . 

containing hydrogen sulfide~with the -~ree oxygen containing gas utilized 

in the regeneration step, provision is preferably made for terminating 

the flow of the gaseous feed str.eam to the reactor and subsequently 

injecting an iner~ purging fluid such as nitrogen, carbon dioxide or 

steam. Any suitable purge time can, be utilized but the purge should be 

continued until all hydrocarbon and/or hydrogen sulfide are removed. 

Any suitable flow rate of the purge fluid may be util:i.zed. Presently 

preferred .is a purge fluid flow rate in the range of about 800 GHSV to 

about 1200 GHSV. After the absorbent regeneration is complete) the 

reactor is again purged with an inert gas. 
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Any suitable temperature for the H2 S absorption step of the 

process of this invention can be utilized. The temperature will 

~enerally be in the range of about 150°C to about 750°C, and will 

preferably be in the range of about 300°C to about 700°C. The pressure 

generally is in the range of about 0 psig to about 2000 psig. And the 

gas hourly space velocity (GHSV; cc gas/cc absorbent/hour) of the feed 

gas generally is about 10-10,000 (preferably about 250-2,500). 

Any suitable process conditions in the regeneration period can 

be utilized to regenerate the spent absorbing composition from its 

sulfided form back to the original absorbing composition state. The 

regeneration temperature will generally be in the range of about 370°C 

to about 815°C, and preferably is in the range of about 425°C to about 

600°C~ The regeneration is continued until the exiting gas contains no 

or only insignificant amounts of 802 , generally for a time period of 

about 1-20 hours. The pressure during the regeneration step is 

generally about atm~spherio-. 

The following examples are presented to further illustrate the 

present invention and are not to be construed as unduly limiting the 

scope of this invention. 

Example I 

This example iliustrates absorbent materials which were tested 

for absorbing hydrogen sulfide from gases. 

Absorbent A was a compo~ition consisting essentially of zinc 

oxide, iron oxide and alumina. It was prepared by dry-blending 28 parts 

by weight of ZnO, 57 parts by weight of Fe20 3 , 15 parts by weight of 

Cat4pal D alumina (provided by Vista Chemical Co., Houston, TX; surface 
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area: 250-300 m2 /g) and 4 parts by weight of Avicel® cellulose gel (a 

processing aid provided by FMC Corporation, Philadelphia, PA) for 15 

minutes in a Sigma mixer. A mixture of 1.4 parts by weight of glacial 

acetic acid and 21 parts by weight of water was added to the above dry 

powder mixture within a period of 10 minutes, followed by further mixing 

for 15 minutes. The pasty mixture was extruded· by means o·f a Bonnot 

extruder employing a 1/8" die.. The extrudates were dried at 200°F for 

about 3 hours, followed by heating from 200°F to 1S00°F at a rate of 

15°F/minute, and calcining in air for 1 hour at 1500°F. The Avicel® 

cellulose was completely oxidized to gaseous products (C02 , H20) during 

the calcining step. Absorbent A had an average crush.strength (measured 

·substantially in accordance.with the procedure described in Example I of 

U.S. Patent 5,077,261) of about 20 pounds per particle and a pore volume 

(measured by toluene intrusion at atmospheric pressure conditions) of 

about 0.22 cc/g. 

Absorbent B was an.absorbent-material consisting essentially 

of zinc oxide, iron oxide, nickel oxide and alumina. Absorbent B was 

prepared by dry-blending 24.7 parts by weight of ZnO, 50.3 parts by 

weight of Fe2 0 3 , 25 parts by weight of alumina and 4 parts by weight of 

Avicel® for 15 minutes in a Sigma mixer. Then a mixture of 2.4 parts by 

weight of glacial acetic acid and 21.6 parts by weight of water was 

added in accordance with the proc~dure described for Absorbent· A. The 

obtained pasty mixture was extruded, dried and calcined in accordance 

with the procedure described for Absorbent A. 45 g of the calcined 

extrudates were impregnated with a solution of 13.4 g Ni(N03 ) 2 •6H2 0 in 

4.9 cc H2 0, followed by drying at 200°F for 3 hours and calcining in.air 
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at 1175°F for 2 hours in air. The average crush strength (measured as 

described above) of the calcined extrudates of Absorbent B was 16 pounds 

per particle, and the pore value (measured as described above) was 0.25 

cc/g. X-ray diffraction spectra revealed that Absorbent B consisted 

essentially of a continuous phase of a mixed oxide of zinc, iron and 

nickel, a binder phase of alumina, and small amounts of a separate phase 

of Fe2 0 3 • 

Example II 

This example illustrates the experimental procedure for the 

removal of hydrogen sulfide from gas streams containing less than about 

500 ppm of free hydrogen by means of the two solid absorbent. materials 

described in Example I. 

The tests were carried out in a single reactor unit comprising 

a 20 mm O.D. quartz reactor and a 2 mm thermocouple well. The reactor, 

which was maint~ined at a pressure of about 1.7 psig, was operated in a 

fixed bed down flow mode using 10 grams of Absorbent A or B. Within the 

reactor, the absorbent was heated to the reaction temperature in a 

stream of nitrogen. When the desired temperature was attained, the 

nitrogen flow was stopped, and the flows of ~ simulated sulfur plant 

feed gas and, when used, of water vapor were started. The water vapor 

was generated by pumping water through a heated line that was connected 

to the top of the reactor. The absorption process· was carried out at a 

reactor temperature in the range of about 800°F to about 1200°F, and a 

gas hourly space velocity of 2050 cc/cc absorbent/hour. The composition 

of the simulated sulfur plant feed gas was as follows: 4.2 volume-% 
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hydrogen sulfide, 40.0/volume-% carbon dioxide, and nitrogen as the 

balance. 

The progress of the absorption was followed by measuring the 

concentration of hydrogen sulfide in the reactor effluent after the 

water vapor had been condensed and removed . from the effluent. The 

concentration of hydrogen sulfide was measured with Draeger tubes that 

were suited to the concentra.tion ranges encountered. Once the 

absorbents became fully sulfided, as evidenced by hydrogen sulfide 

breakthrough, the flow of the simulated sulfur plant gas to the reactor 

was halted and the reactor was purged with nitrogen for a period of 

about 45 minutes while being heated to a regeneration temperature of 

about ll00°F. The sulfided absorbent was then regenerated in a stream 

of air (flow rate: 200 cc/minute) for about 5 hours. Following 

regeneration, the reactor was again purged with nitrogen for about 40 

minutes while being cooled back down to the reaction temperature of the 

absorption cycle. The nitrogen purge was then halted and the simulated 

sulfur plant gas was fed to the reactor to begin another absorption. 

cycle. Pertinent test results are summarized in the table below. 



Absorbent 

A 
(Zn0/Fe2 0 3 /Al 2 0 3 ) 

B 
(Ni0/Zn0/Fe 2 03 /Al2 03 ) 

... 
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H2 S Absorption Temp. (°F) 

800 
800 

1000 
1000 
1200 
1200 

800 
800 

1000 
1000 
1200 
1200 

Wt. % S in Absorben~ 
at H~S Breakthrou2h 

10.8 
10.5 
17.7 
17.6 
26.7 
26.3 

25.7 
21. 7 
28.l 
28.8 
32.7 
32.9 

Test data in the above table clearly show that the absorbent 

composition of this invention J i.e., Absorbent B (containing 25 .1 

weight-% ZnO, 49. 2 weight-% Fe 203 , 7 .1 weight percent NiO and 18. 6 

weight percent Al 2 0 3 ) J absorbed considerably more H2 S at comparable 

absorption conditions than Absorbent A (containing 29.1 weight-% ZnO, 

59.2 weight-% Fe20 3 and 11.7 weight percent A1 20 3 ). This result is most 

surprisingJ because Absorbent B contained more alumina (which does not 

absorb H2 S) than Absorbent A. 

Reasonable variations, modifications and adaptations for 

various usages and conditions can be made within the scope of the 

disclosure and the appended claims, without departing from the scope of 

this invention. 
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Claims 

THIS SHEET HAS BEEN 
REPLACED 

1. A process for removing hydrogen sulfide from a H2S-containing feed 

gas comprising the step of contacting said feed gas in a reactor with· 

an absorbent composition comprising (i) a mixed oxide of iro~. zinc 

and nickel being present at a level of above 20 weight percent anq 

(ii) at least one inorganic binder selected from alumina and silica as 

the remainder, under such contacting conditions to obtain a product 

gas containing less H2S than said feed gas. 

2. The process of claim 1, wherein the H2S concentration in said feed 

gas is in the range of 1 ppm to 20 weight percent .. 

3. The proc~ss .. of claim 1 or 2, wherein the concentration of molecular 

hydrogen in said feed gas is less than 500 ppm H2 .. 

4. The process of any of claims 1 to 3, wherein said absorbent compo-

. sition contains at least 30 weight percent of component (i) and at 

least one weight percent of component (ii), preferably 70 to 99 

weight percent of component {i) and 1 to 30 weight percent of 

component (ii). 

5. The process of any of the preceding claims, wherein in said compo­

nent· (i) the atomic ratio of Ni:Zn is· in the range of 1:10 to 1:1 

and the atomic ratio of (Ni+ Zn):Fe is in the range of 0.9:2 to 

1.1:2 . 

. \\l,~\9.'~'' 
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6. The process of any of the preceding claims, wherein said component 

(ii) is alumina. 

7. The process of any of the preceding claims, wherein said absorbent 

composition has been prepared by a method comprising the steps of 

dry-blen_ding zinc oxide, iron oxide, and alumina, preferably wherein 

cellulose gel is present as a processing aid during said dry-blending; 

mixing the obtained dry blend with an aqueous acid solution, prefe­

rably an acetic ·acid solution, so as to · obtain a shapable pasty 

mixture; shaping the thus obtained. pasty mixture; drying the thus­

obtained shaped particles; calcining the dried shaped particles at a · 

temperature of 600 to 900 °C for a period of time of at least 0.1 

hour; impregnating the thus-obtained calcined particles with a solu­

tion of at least one decomposable nickel compo:und; drying the thus 

impregnated particles; and · calcining the dried, impregnated particles 

at a temperature of 600 . to 90~ °C for a period of time of at least 

0.1 hour, preferably wherein both calcining steps are carried out in 
, 

air for 0.2 to 5 hours. 

8. The process of claim 7, wherein said dry-blending is carried out 

with 7 to 33 parts by weight of ZnO, 13 to 66 parts by weight of 

Fe20 3 and 1 to 80 parts by weight of AI20 3. 

9. The process of claim 7 or 8, wherein said at least one dissolved 

decomposable nickel-compound is selected from nickel nitrate, nickel 

carbC?xylates, nickel bicarbonate, nickel carbonate, nickel bisulfate and 

nickel sulfate, preferably nickel nitrate. 

10. The process of any of the preceding claims, wherein said contacting · 

conditions comprise a temperature of 300 to 700 °C, a pressure of 

11111111 111111 1111111111 11 lllf 
* C l M S * 
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0.1 to 13.9 MPa (0 to 2000 psig), and a gas hourly space velocity 

of said feed gas of 10 to 10,000 cc/cc absorbent/hour. 

11. The process . of any of the preceding claims, comprising the additio­

nal ste~s of interrupting the flow of said feed gas; purging said 

reactor with an inert gas; ~terrupting the flow of the inert purge 

gas; heating the absorbent composition, which has absorbed H2S 

from ~aid feed gas, with a free oxygen containing gas at a tempera­

ture of 370 to 815 °C for a time period sufficient to obtain a 

regenerated absorbent composition in its original absorbing state. 

12. The process of claim 11, comprising the additional steps of . inter­

rupting the flow of said free oxygen containing gas_; purging said 

reactor with an inert gas; interrupting the flow of said inert gas; 

and re-employing said regenerated absorbent in the step of contac­

ting with said feed gas under such conditions to remove H2S there­

from. 

11\\1\\I 111\11 \\\~II') U 1\1 
• C L 


