
An optical disk comprising a first substrate and,
sequentially superimposed thereon, a first reflection
film for reflecting laser beams for information
reading and a resin layer consisting of a coating
resulting from hardening of an ultraviolet hardenable
composition, wherein the first reflection film is one
constituted of silver or an alloy whose main component
is silver and wherein the ultraviolet hardenable
composition comprises a radical polymerizable compound
(a), a compound of the following formula (1) (b) and a
radical photopolymerization initiator (c). 




