
A method according to the present invention for manufacturing a magnetic
recording medium comprises steps for sequentially laminating on a non
magnetic substrate, a non-magnetic under-layer, a non-magnetic intermediate
layer, and a magnetic layer comprising ferromagnetic grains and
non-magnetic grain boundaries surrounding the grains, by a sputtering
method in an atmosphere of H[err]O partial pressure of 2 x 10-[err] Torr or
lower, a step for forming a protective layer on the magnetic layer, and a
step for forming a liquid lubricant layer on the protective layer.
The magnetic recording medium  manufactured  according to  this method
achieves high coercive force, low cost and low media noise.    


