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Polymer With Low Moisture Vapour 

Transmission Rate   

Abstract 

The present invention relates to a polymer comprising repeating units of a bulk monomer, an 

adhesion promoting monomer, a diluent monomer and a thixotrope monomer, wherein the 5 

thixotrope monomer is substantially free of silicon. The present invention also relates to a 

polymer composition comprising the polymer and a photoinitiator, a method for synthesizing 

the polymer or the polymer composition, and a gasket comprising the polymer.  

 [No suitable figure]  


