
A process for heating a polymer-containing stream
being transferred from a polymerisation reactor to a
degassing vessel, comprising passing the stream
through a heater comprising a transfer line for the
stream and means for heating the transfer line,
wherein the pressure drop in the heater is between 5%
and 50%, preferably between 10 and 35%, of the total
pressure drop between the polymerisation reactor and
the entry to the degassing vessel. 


