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A COATING COMPOSITION 

ABSTRACT 

5 A coating composition comprising: i) a carboxylic acid; comprising one or more of rosin 

or a hydrogenated derivative thereof: ii) at least one metal oxide compound; iii) a 

dehydrating agent; and iv) one or more binder; characterised in that, in the production 

of the coating composition, the dehydrating agent iii) is contacted with either of 

component i) or ii), prior to the addition of the other of component i) or ii). 

10 No Suitable Figure. 


