
ABSTRACT The present invention provides a method for
transporting a fluid  catalytic cracking catalyst,
capable of significantly reducing abrasion at  the
curved portion of a transport pipe when the fluid
catalytic cracking  catalyst (FCC catalyst) is
transported in a dry state. The method for
transporting an FCC catalyst includes a step of
transporting the FCC catalyst with the help of gas by
flowing the gas  into a transport pipe having a curved
portion. The transport pipe is  formed of a metal
material and the curved portion is constituted of a
first portion in the form of a linear pipe and a
second portion in the form  of a linear pipe
communicating with the first portion. In the transport
step, the superficial velocity of the gas is set to 5
m/s or more and 20  m/s or less; the angle of the flow
direction of the gas flowing in the  second portion
with respect to the flow direction of the gas flowing
in the first portion is set to 45 or more and 90 or
less; and the  concentration of the FCC catalyst is
set to 5 g/L or more and 10 g/L or  less, or 15 g/L or
more and 20 g/L or less.  


