
A tape for heat sealing substrates comprising a self-supporting layer of
glass sealant wherein the glass sealant layer comprises a low-softening
point glass, a plurality of refractory particles, a dispersant, and a
binder. Also described is a method for making the tape and a method of
using the tape to form a sealed article.    


