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IMPROVED COPPER-BASED METALLIZATIONS FOR
HYBRID INTEGRATED CIRCUITS
Field of the Invention | )
This invention pertains to copper-based metallizations for integrated

circuits, such as high-speed, high-density hybrid integrated circuits.
Background of the Invention

In the past Hybrid Integrated Circuits (HICs) suitable for high-voltage
and high-performance applications were manufactured with Ti-Pd-Au (TPA)
metallizations. However, the high cost of palladium and gold led to the development
of lower cost subst_itdtes for the noble metals in the TPA metallizatio_n systb.m. The
copper-based metallization, Ti-Cu-Ni-Aa (TCNA), was developed as a low-cost
alternative to the TPA metallization. The TCNA metallization eliminated the use of
Pd and reduced the thickness of gold needed for a relatively low sheet resistance.
Apart from the lower cost of the copper-based metallization, copper also offers the
benefit of higher conductivity. See J. M. Morabito et al., "Material Characterization
of Ti-Cu-Ni-Au (TCNA) - A Low-Cost Thin Film Conductor System", IEEE
Transactions on Parts, Hybrids, and Packages, Vol. PHP-11, No. 4, December 1975,
pp. 253-262. Whilé Morabito taught complete elimination of the Pd layer, U. S.
Patent 4,016,050 suggests inclusion of Pd in the TCNA metallizations as an optional
thin film between the Ti and' Cu layers, and U. S. Patent 4,109,297 teaches the use of
a Pd thin film to improve adhesion between Ti and Cu layers forming Ti-Pd-Cu-Ni-
Au (TPCNA) metallization in an attempt to overcome corrosion problems which
were encountered in TCNA metallizations during the HIC fabrication. The corrosion
manifested itself as a broad delamination of the copper layer from the titanium layer
and as a combination of delamination and blistering between the copper and titanium

layers. The delamination was observed after plating Cu-Ni-Au on the sputtered Ti-
Cu film. In the combined form of corrosion (delamination and blistering), the
delamination was accompanied by blistering of the TCNA film after a 30 minute
heat treatment at 200 °C. In both types of corrosion, the addition of the sputtered Pd
layer between the Ti and Cu layers eliminated the problem. '

The use of Pd in the TPCNA metallization, however, led to yet another
problem. Incomplete etching of the TPCNA metallization, as evidenced by metallic
residues on the substrate, was frequently observed during the fabrication of the HICs.
These residues occur mostly because the Pd layer is not etched chemically but rather
i$ undercut and lifts off or flakes off (rejection etching) when the underlying Ti is
chemically etched in a dilute HF solution.
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This inventi'on pertains to copper-based netallizations for integrated
circuits, such as high-speed, high-density hybrid integrated circuits.
Background of the Invention In the past Hybrid Integrated
Circuits (H Cs) suitable for high-voltage and hi gh-performance applications
were manufactured with Ti-Pd-Au (TPA) nedpal lizations. However, the high
cost of palladiumand gold led to the devel opment of | ower cost substitutes
for the noble nmetals in the TPA netallization system The copper-based
metal | i zat i 3ummaryof the Inyentfonn) . was devel oped as a | owcost alternative

to the TPA metal li zatm&rhnvéﬁktﬁmT&modi@i alreinz mictallivatibn Whiet éxa icomposiee of Pd
and reduced the thi Cknefﬁé{ o] d .needed f.or a.,re } i{g’% | ow sheet
§ fjlewitie

resi stance. SBEFQUeRt BrR mgdpap as¢endmg qrey, SRRPYIHOL, Th
copper al so DTfPﬂrSCtl heNlbeAeJ‘ MiP®is &i aliey of tadivet and patladien contaMingVfroabi t o

et al. Igat(? Elto 1 welg ?tp%i'clze%?tl"df)%y the weight of the alloy. The TiPd alloy is HF
etchable in a 0.5 to 2.0 and higher weight percent aqueous HF solution. The use of -
the TiPd alloy avoids the occurrence of Pd residues remaining after the etching of Ti

layer and lift-off (rejeétion etching) of Pd layer in a prior art Ti-Pd-Cu-Ni-Au
metallization. Ti and TiPd layers are each present in a thickness ranging from 100 to
10 300 nm and from 50 to 300 nm, respectively, and in a total minimum thickness
needed to maintain bonding characteristics of the metallization. The new
metallization is usable in various circuits, including integrated circuits (ICs), hybrid
integrated circuits (HICs), film integrated circuits (FICs), multi-chip modules
(MCMs), etc.
15 Brief Description of the Drawu!gg
_ FIG.1 is a schematic representation of a metallization on a non-
conductive substrate;
FIG. 2 is a flow diagram illustrating the fabrication steps in accordance
with two alternative embodiments of the invention;
20 FIG. 3 is a plot of a potential-time curve for Ti metallization in boiling
(106° C) 10 weight percent HCI; and
FIG. 4 is a plot of a potential-time curve for Ti/TiPd (3 weight percent
Pd) alloy metallization in boiling (106° C) 10 weight percent HCI.
Detailed Description
25 This invention embodies a new metallization which is identified as Ti-
TiPd-Cu-Ni-Au [T(TP)CNA]. Here, TiPd and (TP) denote titanium-palladium
alloys. This metallization is formed by replacing the Pd film in a prior art Ti-Pd-
~ Cu-Ni-Au metallization with a film of TiPd alloy. Pd is included in the alloy in an
" amount ranging from 0.3 to 14.0 weight percent, preferably from 0.5 to 10 weight

30 percent, more preferably from 2 to 7 weight percent, based on the weight of the
alloy. The lowest limit of the broader range is a minimum amount sufficient to
afford corrosion protection to the Ti, and the uppermost limit is a maximum amount
beyond which no substantial increase in the corrosion protection takes place while
the possibility of Pd rejection etching is increased. The corrosion resistance of

35 circuits fabricated with the T(TP)CNA metallization is equivalent to circuits with the
standard TPCNA metallization. The bcneﬁcial effects of Pd, when presént in the

[_ PR,

—— Thls Sheet Has Been Re laced




of Ti-Cu-N-Au (TCNA) - A Low Cost Thin Film Conductor Systent, EEE
Transactions on Parts. Hybrids, and Packages. Vol. PHP-11, No. 4, Decenber
1975, pp. 253-262. Wiile Mirabito taught conplete elimnation of the Pd

| ayer, U. S. Patent 4,016,050 suggests irnclusion of Pd in the TCNA

metal | i zations as an optional thin fil m3between the .Ti and Cu | ayers, and
U S. Patent 4,109, 297 teaches the use of a Pd thin filmto inprove

adhesi on between Ti and rm n Ti - Pd-

metal || sar: BWalNasen 2 an ey O Thawt Brie fatvalentn thsareridtd hy o kmacre
encount er eddy8 ¥Tm§mmbl Ibéﬂéﬂcmgeﬂwés nigclutie HdGetiabrofcalé aendehty for
corrosion este road del a ation of the copper |ayer
fromthe tmglﬁf"eﬁﬁ‘mf&t‘%ﬁﬁ‘&“ w(?S?rﬁWPa?f th.ﬂ} @ng%l anination and blistering
bet ween the copper aWithin therdbowe ranger TiPdT4lloydis|esehiablet ino diluts agheansviBl af t er

pl ating %E g'élf,@ﬁ? Og;lé *&?chﬁﬁ’gh{jﬁ g}% aiﬂox c@ﬁ l{ %}ﬂe‘g‘wﬁkpaﬁ Her&Rth BRah Qi off

corrosio ron an
Pd in the alloy beyond 10 weight percent. Replacement of the sputtered Pd film in

the TPCNA metallization with a sputtered TiPd alloy film eliminates the incomplete
etch metal residues. The sputtered alloy film can be easily etched at a lesser HF
concentration than that needed for rejection etching. Successful etching of circuits

10 using the alloy was obtained at concentrations ranging from 0.5 weight percent HF
to 2.0 weight percent HF and higher. Incomplete etching (residues present) may
occur at HF concentratlons lower than 0.5 weight percent..

In FIG. 1 is shown schematlcally a contact metalhzatxon, generally
denoted by numeral 10, upon a nonconducting substrate, 11. Metallization 10 is a

15 composite of layers which include, in an ascending order from the substrate,
titanium, 12, titanium-palladium alloy, 13, copper, 14, nickel, 15, and gold, 16. The
layers are deposited in thicknesses such that Ti is in a range of from 100 to 300
nanometers (nm), with approximately 200250 nm being optimum; TiPd alloy is in a
range of from 50 to 300 nm, with 100-150 nm being optimum; Cu is in a range of

20 from 2,500 to 4,000 nm, with 3,000 nm being optimum; Ni is in a range of from 800
to 2,000 nm, with 1,000 nm being optimum; and Au is in a range of from 700 to
2500 nm, with 1,500 nm being optimum. The reasons for the thicknesses of Ti, Cu,
Ni and Au layers are stated at length in the U.S. patent 4,016,050, and need not be
restated herein. The combined minimum thickness of Ti and TiPd layer is such as to

25 maintain bonding characteristics of the metallization.

In FIG. 2 is shown a flow diagram for preparing the metallization
according to this invention. The flow diagram, in general, follows that disclosed in
U. S. Patent 4,016,050 for deposition of TiPdCuNiAu metallizations. The procedure
differs by substituting TiPd alloy for Pd, and etching both the Ti and TiPd layers in a

30 single dilute aqueous HF solution.

The sequence of steps illustrated in FIG. 2 begins with deposition of a
layer of Ti preferably over substantially an entire area of an insulating substrate
selected from ceramic and polymer substrates, such as alumina, polyimide, triazene-
based polymers, etc., followed by the deposition of TiPd alloy layer on the Ti layer

35 and by deposition of a thin film of Cu on the TiPd layer. The thin Cu film is

- deposited in a thickness within a range of from 300 to 700, preferably 500 nm, which
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del am nati on was acconpanied by blistering of the TCNA filmafter a 30

m nute heat treatnent at 200 [err]C. In both types of corrosion, the
atdition of the sputtered Pd | ayer between the Ti and Cu |l ayers elimn nated
t he probl em The use of Pd in the TPCNA netallization, however,
|l ed to yet another problem Inconplete e4ching of the TPCNA netallization,
as evidenced by netallic residues on the substrate, was frequently observed

| ager '+ naHERoR O erfold i pkaes St e G REd. TR iAo
flakes of f (thigy @@ﬁlmmredsﬁwm by'bgittering. tIhelwsipmta@gTstepStypimﬂycfaludw thet ched
'nadlute Je'pom? ont onthe substrate of elements of a circuit such as resistor and capacitor
elements, e.g., 17 (FIG. 1).. Sputtering of Ti, TiPd and Cu films permits deposition
5 of these metals in the same chamber without breaking the vacuum. TiPd alloys were
sputtered using a target that consisted of Pd slugs inserted into a Ti target. The ratio
of Pd surface area to Ti surface area in the target determines the sputtéred film
composition as is well known in the art. Alternatively, a TiPd alloy target may be
used to deposit the TiPd alloy layer. While sputtering is the preferred kind of

10  deposition, these layers may be deposited by electron gun (or beam) evaporation.

The sputtering of the Ti, TiPd layers and of the thin Cu film is followed
by deposition of photoresist to the surface of the thin Cu film, and patterning of the
photoresist exposing Cu surface into a pattern defining desired interconnection paths.
Cu is then electroplated on top of the exposed surface of the thin Cu film in an

15 additional thickness resulting in a total desired thickness of Cu layer 14. This is
followed by electroplating of Ni layer 15 on Cu layer 14. At this time Au may be
electroplated on top of Ni layer 15 in the same pattern as the Ni layer. Alternatively,
the prior photoresist pattern may be replaced with a new pattern delineating only
those areas where Au is required for contact purposes, such as Au layer 16.

20 Thereafter, the photoresist is stripped from the whole of the
metallization areas and those portions of the thin Cu film, TiPd layer and Ti layers
which are not protected by the metallization pattern are etched away. Cu film is
removed by an aqueous ammoniacal solution. Care should be taken to avoid etching
of the Ni layer and under-etching of the plated copper layer. TiPd and Ti both are

25 etched by dilute hydrofluoric acid solution containing from 0.5 to 2, and higher,
weight percent of HF. HF concentration limits ranging from 0.5 weight percent to
1.2 weight percent for the Ti-TiPd etch are especially suitable. Both of these etching

. solutions are well known in the art.

The use of TiPd alloy instead of Pd permits etching of both Ti and TiPd

30 layers by the same hydrofluoric acid etching solution. Circuits fabricated from
metallizations that contained the TiPd alloy (0.3-14 weight percent Pd) on a Ti layer
were etched successfully in 1.2 weight percent HF with no visible residue. In
contrast, removal of Pd from the combination of Ti and Pd layers by etching of Ti
and lift-off or flaking-off of Pd (rejection etching) in a 1.2 weight percent HF

35 solution leads to metallic Pd residues on the substrate. At a concentration of 0.65
weight percent HF all circuits containing TiPd alloy were etched successfully, as
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-2 - Summary of the Invention This invention enbodi es a new
netallization which is a conposite of subsequent netal |ayers having in an
ascending order the follow ng conposition: Ti - TiPd - Cu - NI - Au. TiPd
is an alloy of titanium and palladi um containing from

-5-

confirmed by continuity and isolatic-)n tests. For concentrations less than 0.5 weight
percent HF, residues were observed on ceramic and polymer substrates. It should be
noted that the T-P (Ti-Pd) portion of the TPCNA metallization cannot be reliably
etched at HF concentrations below 1.0 weight percent.

5 To evaluate and compare the corrosion susceptibility and corrosion
resistance of T(TP)CNA thin-film metallizations with the TPCNA thin film
metallizations, a number of thin-film metallizations and test circuits were prepared
on ceramic, e.g., alumina, and polymer, e.g., polyimide, triazene-based polymers,
etc., substrates. The thin-film metallizations and test circuits were prepared by

10 sputtering titanium-(titanjum palladium alloy)-copper [T(TP)C], and titanium-
palladium-copper (TPC), and then electroplating the sputtered deposit with
successive layers of copper, nickel, and gold. T(TP)CNA samples were prepared
with TiPd alloys containing 3 weight percent Pd and 5 weight percent Pd. '

‘These metallizations were subjected to the following environments:

15 boiling aqueous solution of 10 weight percent HCl, the vapor phase over either
boiling 1M HC! or boiling 1M HCI and NaOCl (Chlorox®). In each of these tests
the T(TP)CNA metallizations showed corrosion resistance comparable to those of
the TPCNA metallizations. Circuits fabricated with TPCNA and T(TP)CNA (3 and
S weight percent Pd) metallizations were also placed in a furnace kept.at 200°C and

20 exposed to flowing air saturated with HCl vapors at 45°C for about 20 hours. No
corrosion of these circuits was found. :

In FIGs. 3 and 4 are shown potential-time curves for Ti and for the Ti-
TiPd alloy (3 weight percent Pd) metallization, respectively, in boiling (106°C)
10 percent HCl. Active potential region for Ti and its alloys falls into a range of

25 from -0.8V to -0.4V versus saturated calomel electrode (SCE). Ti and its alloys
passivate at a potential of -0.4V (SCE) and above. The corrosion potential, E .o, for
Ti, about -0.74V (SCE), is in the active potential region, and the metal dissolves in
about 50 seconds (FIG. 3). The change in potential after about 50 seconds results
from the complete dissolution of Ti. The corrosion potential for the alloy

30 metallization is about -0.20V versus SCE, which is in the passive potential region,
and the TiPd metallization is still present after more than 5 minutes. The initial
potential spike for the TiPd alloy metallization (FIG. 4) results from the dissolution
of the alloy’s native oxide.

Additional advantages and modifications will readily occur to those

35 skilled in the art. Therefore, the invention in its broader aspects is not limited to the
specific details, representative devices, and illustrated examples shown and
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0.3 to 14 weight percent Pd, by the weight of the alloy. The TiPd alloy is
HF etchable in a 0.5 to 2.0 and hi gher wei ght percent aqueous HF sol ution.
The use of the TiPd alloy avoids the occurrence of Pd residues renaining
after the etching of Ti layer and |ift-off (rejection etching) of Pd |ayer
inaprior art Ti-Pd-Cu-N-Au netallizatgon. Ti and TiPd |ayers are each
present in a thickness ranging from 100 to 300 nmand from50 to 300 nm
respectively, and in a tqtal mininmmthickness needed to maintai.n honding
char act er i stqessribsd. (Aecopdingly) variqus srodifisaliopsMaybde made ithqyt departing, fom j
various ci r Cielsgirit bP§dapéiof thel ¥l Mivestive donbépt as défisted bynyi® apptnded elgings ed
circuits (Hlacrg filmintegrated circuits (FICs), multi-chip nodul es
(MOMS) , et c. angrtheir eBUYAIENtSt i on of the Drawi ngs FIG 1is a
schematic representation of a netallization on a non- " :
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cond FIG 2 is a flowdiagramillustrating the
f abr ’g "[mm Hﬂﬂ“ﬁllaccordance with two alternative enbodi nents of the
i‘nvenkl o8, FIG 3 is a plot of a potential-time curve for Ti
rretalllzatlon |n b0|I|ng (106 C) 10 wei ght percent HO; and

FIG 4 is a plot of a potential-tinme curye for Ti/TiPd (3 weight percent
Pd) alloy netallization in boiling (106]err] C) 10 wei ght percent HJ .

Det ai | ed Description Thi s i nvention enbodies a new netallization

which is i deDlaihsed as Ti- Ti Pd-Cu-Ni-Au (T(TP)CNA]. Here, TiPd and (TP)

denote titani umpallad l O t IaC|n
the Pd filmin a pri brAgw'ﬁH’ %gjm%ﬂ'h e%#n%nﬁ?%l (gg e:cgln&emmﬁg H?é &g °
Ti Pd al | oy. doothe sndjorcducfdesiofi an inbwating w})stirate,eaald intérconnections comprising:

a first metal layer comprising titanium formed on said substrate;

5 ' a second metal layer comprising an alloy of titanium and palladium
formed on said first metal layer, said alloy comprising 0.3 to 14 weight percent :
palladium based on the weight of the alioy;

- a third metal layer comprising copper formed on said second metal
layer; _

10 a fourth metal layer comprising nickel formed on said third metal layer;
and -

a fifth metal layer comprising gold formed on at least portions of said
fourth metal layer. '

2. The circuit according to claim 1 wherein said first metal layer has a
15 thickness within the range 100 to 300 nm, said second metal layer has a thickness
within the range 50 to 300 nm, said third metal layer has a thickness within the range
2,500-4,000 nm, said fourth metal layer has a thickness within the range 800-2,000

nm, and said fifth metal layer has a thickness within the range 700-2,500 nm.

3. The circuit according to claim 1 wherein the fifth metal layer is
20 formed on substantially the entire surface of said fourth metal layer.

4. The circuit according to claim 1 wherein the fifth metal layer is
formed only on the portions of said fourth metal layer which comprise bonding pads
for said circuit.

o 5. A circuit including thin film elements and electrical interconnections
25 on the major surface of an insulating substrate, said interconnections comprising:
a first metal layer comprising titanium with a thickness in the range
100-300 nm formed on said substrate; '
a second metal layer comprising an alloy of titanium and palladium with
thickness in the range 50-300 nm formed on said first metal layer, said alloy
30 comprising palladium in an amount of from 0.3 to 14 weight percent of the alloy,
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anount In rom0.3 to 14.0 wei ght percent, preferably from0.5 to 10
wei gh ,I ﬂ&ﬁ!" Hal referably from2 to 7 weight percent, based on the
[

wei ght'}
anount sufficient to afford corrosion protection to the Ti,

I¥¥he | owest limt of the broader range is a mni num

and the

uppernost limt is a maxi mum amount beygnd which no substantial increase in
the corrosion protection takes place while the possibility of Pd rejection
etching is increased. The corrosion-resistance of circuits fabr;ecat ed with

the T(TP)CNA ret al | | & shirdmetal layen comBRNg GOpPer cWith 2 {icknessdn ¢

QRS d

TPCNA et al bi sat4,000 nrhiTeriial GVer Ghidlsecntiendtsl 1aferPd. when present in the
a fourth metal layer comprising nickel with a thickness in the range

800-2,000 nm formed on said second layer; and

5 a fifth metal layer comprising gold with a thickness in the range 700-

2,500 nm formed on at least portions of said fourth metal layer.

6. The circuit according to claim 5 wherein the fifth layer is formed on

substantially the entire surface of said fourth layer.

7. The circuit according to claim 1 wherein the fifth layer is formed only

10 on those portions of said fourth layer which comprise bonding pads for said circuit.

8. A method of forming electrical interconnections between conductive
elements on the major surface of an insulating substrate, which comprises;

depositing on the substrate a first metal layer comprising titanium,

depositing over said first metal layer a second metal layer comprising an
15 alloy of titanium and palladium, said alloy comprising 0.3-14 weight percent

palladium, remainder being essentiaily titanium,

depositing over said second metal layer a third metal layer comprising
copper, said depositing including first forming a thin film of copper on said second
metal layer and then electroplating additional copper on selected portions of said thin

20 film,

electroplated copper layer,

electroplating a fourth metal layer comprising nickel over the

electroplating a fifth metal layer comprising gold on at least preselected

portions of said fourth layer, and

25 removing those portions of said first and second layers and of said thin

film of copper which are not covered by said electroplated metals.

9. The method of claim 8 wherein said first metal layer is deposited in a

30

thickness within a range of 100 to 300 nm, said second metal layer is deposited in a
thickness within a range of 50 to 300 nm, said thin film of the third metal layer is
deposited in a thickness within a range of 300 to 700 nm, said additional metal of the
third metal layer is electroplated on the thin film in a thickness adding to a total
thickness of the third_ metal layer of 2500 to 4000 nm, said fourth metal layer is
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- 3- mml 'm n alloy of Ti and Pd. are equivalent to those

pI’OVI J"Iﬁ Hllﬂm Iayer of Pd. The beneficial effects include

reduct i*oncof Lt he tendency for del am nation and blistering between copper
and titanium Wthin the above range. TiPd alloy is etchable in
a dilute aqueous HF solution. The etchabjlity of the alloy dimnishes with

an increase in the anount of Pd in the aflfoy beyond 10 wei ght percent.
Repl acenent of the sputtered Pd filmin

electroplated in a thickness of 800-2000 nm, and said ﬁfth metal Iayer is
electroplated in a thickness of 1500-2500 nm.

10. The method of claim 8 in which said forming of the first and second
metal layers and of the thin metal film is conducted by sputtering.

5 11. The method of claim 8 ‘wherein said sputtering of the titanium and
palladium alloy is conducted from a titanium target including plugs of palladium.

12. A method of forming a circuit including thin film elements and
electrical interconnections on the major surface of an insulating substrate comprising
. the steps of:

10 ' depositing onto substantially the entire major surface of said substrate a
first metal layer consisting essentially of titanium in a thickness within the range
100-300 nm; '

: depositing onto substantially the entire surface of said first metal layer a
second metal layer consisting essentially of an alloy of titanium and palladium in a

15 thickness within the:range 50-300 nm, said alloy comprising 0.3-14 weight percent

palladium, remainder being essentially titanium;

depositing onto substantially the entire surface of said second metal
layer a thin metal film consisting essentially of copper in a thickness within the range
300 to 700 nm;

20 electroplating additional copper onto selected portions of said
evaporated layer of copper in the desired interconnection pattern to produce a total
Cu thickness within the range 2500-4000 nm, said thin film and electroplated copper
forming a third metal layer;

while said electroplated copper layer is still wet, electroplating a fourth

25 metal layer consisting essentially of nickel on substantially the entire surface of said
electroplated copper layer in a thickness within the range 800-2,000 nm utilizing a
plating bath comprising nickel sulfamate; _

electroplating onto at least portions of said fourth metal layer a fifth
metal layer consisting essentially of gold in a thickness within the range 700-2500
30 nm utilizing a plating bath comprising gold cyanide;
removing portions of the sputtered copper layer not covered by at least
one of said electroplated layers by immersing in an aqueous etching solution
comprising ammoniacal solution; and
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the Lon W|th a sputtered TiPd alloy filmelimnates the
I nco lﬂﬁﬂ lﬁ resi dues. The sputtered alloy filmcan be easily
et ched. concentration than that needed for rejection etching.

Successf uI ~etching of circuits using the alloy was obtai ned at
concentrations ranging fromO0.5 wei ght _ggrcent HF to 2.0 weight percent HF
and hi gher. I nconplete etching (resi dues present) nmay occur at HF

concentrations |lower than 0.5 weig er cent . .. 1.is shown
schematical |y a cont™HIOVH& dJOF‘il%t |°5n e g Spuitexed | titaniym elay‘Hy aHé}S@ﬁaBW"IO

upon a nonC%ﬂbﬂiﬁmnﬂl(@Uhﬁ{ ﬂétecoéhled b?taahéasz ink aif shid ekecaoplareddaydre byf
I ayers whi ch) i ncl.ude, in an ascend substr. te titanium

12, titani ur’ﬁ-“%%‘%ﬁﬂ'\ﬂﬂ aquegys etghing 5@858‘? COTHHSIH%X& fluguc agy d gold, 16. The

Iayers are deposited in thicknesses such that Ti is in a range of from 100

to 300 nanometers (g i L fh APRIGAR IS EMir 49, herdsha it MBI g8l 1™ Pd

alloy is in a
5 deposited i in a thickness within a range of 100 to 300 nm, said second metal layer is

deposited in a thickness within a range of 50 to 300 nm, said thin film of the third
metal layer is deposited in a thickness within a range of 300 to 700 nm, said
additional third metal layer is electroplaied on the thin film in a thickness adding to a
total thickness of the third metal layer of 2500 to 4000 nm, said fourth metal layer is
10 electroplated in a thickness of 800-2000 nm, and said fifth metal layer is
electroplated in a thickness of 1500-2500 nm. '

14. The method according to claim 12, in which said depositing is
accomplished by sputtering.

15. The method according to claim 12, wherein the fifth layer is formed
15 on substantially the entire surface of said fourth layer.

16. The method according to claim 12, wherein the fifth layer is formed
only on the areas of the fourth layer which comprise bonding pads for said circuit.

17. The méthod according to claim 12, wherein said solution for etching
the titanium and titanium-palladium alloy layers comprises from 0.5 to 2 and more
20 weight percent HF.

18. The method of claim 17, wherein said HF etching solution comprises
from 0.5 to 1.2 weight percent HF.
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range of from50 to 300 nm w th 100-150 nm being -optinum Cu is in a range
of from2,500 to 4,000 nm with 3,000 nmbeing optinmnump Ni is in a range of
f¥om 800 to 2,000 nm with 1,000 nm being optimum and Au is in a range of
from700 to 2500 nm wth 1,500 nm being optimum The reasons for the

thi cknesses of Ti, Cu, N and Au layers_pre stated at length in the U S
patent 4,016, 050, and need not be restated herein. The conbi ned m ni num

t hi ckness of Ti and TiPd | a i s such as to maintain bondi

characteristics of IMEROM QQE?E&'BASED METALLI%ATI@‘JS’LFélg shown a flow

di agram for preparing the ?ﬁfﬂmmq-mmgmgmqst his invention. The
flow diagram in general, ows that disclosed in U S. Patent 4,016, 050

for depositi Abstgactr; PdCuNi Au metal | i zations. The procedure differs by
substituting TiPd al |AQ¥1e5v0ﬁchﬂlzaﬁ&§j ieHederibed hatiéh i@ compasick df Fibskqyeats in

a single dllute queous . HE sol ution.
g metal ?a ers beginning wnﬂ a layer of titanium and having in an ascending order the

following composition: Ti - TiPd - Cu - Ni - Au. TiPd is an alloy of titanium and
palladium containing from 0.3 to 14 weight percent Pd, by the weight of the alloy.
The TiPd alloy is etchable in an aqueous HF solution containing from 0.5 to 2.0 and
higher, preferably from 0.5 to 1.2 weight percent HF. The use of the TiPd alloy
10 avoids the occurrence of Pd residues remaining after the etching of Ti layer and lift-
off (rejection etching) of Pd layer in a prior art Ti-Pd-Cu-Ni-Au metallization. Ti
and TiPd layers are present in a thickness ranging from 100 to 300 nm and from 50
to 300 nm, respectively, and in a total minimum thickness needed to maintain
bonding characteristics of the metallization. The metallization is suitable for use in
15 various circuits including integrated circuits (ICs), hybrid integrated circuits (HICs),
film integrated circuits (FICs), multi-chip modules (MCMs), etc. '
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The sequence of steps illustrated in FIG 2 begins with deposition of a

| ayer of Ti preferably over substantially an entire area of an insulating
substrate selected fromceram c and pol yner substrates, such as al um na,
polyim de, triazene- based polyners, etc.. followed by the deposition of
TiPd alloy layer on the Ti |ayer and by g?gosition of athin filmof Cu on
the TiPd layer. The thin Cu filmis depo ed in a thickness wthin a range
of from300 to 700, preferably 500 nm which

FIG. 1
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-4- is a fraction of the total Cu thickness of from 2,
Ti, TiPd and thin Cu filmare deposited by sputtering.

steps typically follow the deposition on the substrate
circuit such as resistor and capacitor elenents,

Sputtering of Ti, TiPd and Cu filnms permt
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used to .deposit the TiPd alloy layer. Wile sputtering is the preferred
kind of deposition, these |ayers nay be deposited by el ectron gun (or beam
evapor at i on. The sputtering of the Ti, TiPd |layers and of the
thin Cu filmis followed by deposition of photoresist to the surface of the
thin Cu film and patterning of the photoresist exposing Cu surface into a
pattern defini dp irgﬁ i nt erconnecti on § Jhs. Cuis then electroplated on
top of the expg% d§§ ce of the thin Cu filmin an additional thickness:
resulting in a total desired thickness of Cu layer 14. This is followed by
el ectroplating of Ni_|a 15 on Cu layer 14. At this time Au nay be

el ectropl ated on RG)T[{NIIX i VI y¢§.CH5 in the sane pattern as the N |ayer.

Al ternatively, the pri hotoresist pattern may be replaced with a new
pattern delineating P fthose areas where Au is required for contact
pur poses, such as Au |l ayef 16. Thereafter, the photoresist is
stripped fromthe whole of t
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circuits, such as hlgh-speed h1gh-dens1ty hybrid integrated circuits.

Background of the Invention
In the past Hybrid Integrated Circuits (HICs) suitable for high-voltage
and high-performance applications were manufactured with Ti-Pd-Au (TPA)

metallizations. However, the high cost of palladium and gold led to the development
of lower cost substitutes for the noble metals in the TPA metallization system. The
copper-based metallization, Ti-Cu-Ni-Au (TCNA), was developed as a low-cost
alternative to the TPA metallization. The TCNA metallization eliminated the use of
Pd and reduced the thickness of gold needed for a relatively low sheet resistance.
Apart from the lower cost of the copper-based metallization, copper also offers the
benefit of higher conductivity. See J. M. Morabito et al., "Material Characterization
of Ti-Cu-Ni-Au (TCNA) - A Low-Cost Thin Film Conductor System", IEEE
Transactions on Parts, Hybrids, and Packages, Vol. PHP-11, No. 4, December 1975,
pp. 253-262. Whilé Morabito taught complete elimination of the Pd layer, U.S.
Patent 4,016,050 suggests inclusion of Pd in the TCNA metallizations as an optional
thin film between the Ti and Cu layers, and U. S. Patent 4,109,297 teaches the use of
a Pd thin film to improve adhesion between Ti and Cu layers forming Ti-Pd-Cu-Ni-
Au (TPCNA) metallization in an attempt to overcome corrosion problems which
were encountered in TCNA metallizations during the HIC fabrication. The corrosion
manifested itself as a broad delamination of the copper layer from the titanium layer
and as a combination of delamination and blistering between the copper and titanium
layers. The delamination was.observed after platmg Cu; Ni-; rpn the sputtered Ti-
Cu film. In the combined Eo,rm "of eorraswm (delax nf naiib ‘and blistering), the
delamination was accompanied by blistering of the TCNA film after a 30 minute
heat treatment at 200 °C. In both types of corrosion, the addition of the spilttered Pd
layer between the Ti and Cu layers eliminated the problem. '

The use of Pd in the TPCNA metallization, however, led to yet another
problem. Incomplete etching of the TPCNA metallization, as evidenced by metallic
residues on the substrate, was frequently observed during the fabrication of the HICs.
These residues occur mostly because the Pd layer is not etched chemically but rather
i$ undercut and lifts off or flakes off (rejection etching) when the underlying Ti is

perTeTTt

Crcuits fabricated fromnetallizati ons
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Summary of the Invention

This invention embodies a new metallization which is a composite of
subsequent metal layers having in an ascending order the following composition: Ti
- TiPd - Cu - Ni - Au. TiPd is an alloy of titanium and palladium containing from
0.3 to 14 weight percent Pd, by the weight of the alloy. The TiPd alloy is HF
etchable in a 0.5 to 2.0 and higher weight percent aqueous HF solution. The use of
the TiPd alloy avoids the occurrence of Pd residues remaining after the etching of Ti
layer and lift-off (rejection etching) of Pd layer in a prior art Ti-Pd-Cu-Ni-Au
metallization. Ti and TiPd layers are each present in a thickness ranging from 100 to
300 nm and from 50 to 300 nm, respectively, and in a total minimum thickness
needed to maintain bonding characteﬁstics of the metallization. The new
metallization is usable in various circuits, including integrated circuits (ICs), hybrid
integrated circuits (HICs), film integrated circuits (FICs), multi-chip modules
(MCMs), etc.

Brief Description of the Drawings
FIG.1 is a schematic representation of a metallization on a non-

conductive substrate;

FIG. 2 is a flow diagram illustrating the fabrication steps in accordance
with two alternative embodiments of the invention;

FIG. 3 is a plot of a potential-time curve for Ti metallization in boiling
(106° C) 10 weight percent HCI; and

FIG. 4 is a plot of a potential-time curve for Ti/TiPd (3 weight percent
Pd) alloy metallization in boiling (106° C) 10 weight percent HCI.
Detailed Description

This invention embodies a new metallization which is identified as Ti-

. TiPd-Cu-Ni-Au [T(TP)CNA]. Here, TiPd .and .(TP) denote titanium-palladium

alloys. This metallization is formed by replacmg the Pd film in a prior art Ti-Pd-

~ Cu-Ni-Au metallization with a film of TiPd alloy. Pd is included in the alloy in an

amount ranging from 0.3 to 14.0 weight percent, preferably from 0.5 to 10 weight
percent, more preferably from 2 to 7 weight percent, based on the weight of the
alloy. The lowest limit of the broader range is a minimum amount sufficient to
afford corrosion protection to the Ti, and the uppermost limit is a maximum amount
beyond which no substantial increase in the corrosion protection takes place while
the possibility of Pd rejection etching is increased. The corrosion resistance of
circuits fabricated with the T(TP)CNA metallization is equivalent to circuits with the

standard TPCNA metallization. The beneficial effects of Pd, when present in the
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-5 - confirned by continuity and isolation tests. For %ERL&CEMENT hﬁb less

than 0.5 wei ght percent HF, residues were observed on ¢efani ¢ and yhey
sybstrates. It should be noted that the T-P (Ti-Pd) poftior® deRR]é‘?

netal li zati on cannot be reliably etched at HF concent rﬁnt jlons bel ow 1
wei ght percent. To eval uate afpd conpare thejcorrosion
susceptibility and corrosion resistance of T(TP)CNA t hile-filia
metallizations with the TPCNA thin filmmetal]izations cLirrber of
t hi n-fi| m noneiallization asan alley of ddwand iPde arecquialest fo 1 B@r%f&vtslrﬁ] b¥2SepRratee g

al um na, andapel ¥frepd. erie beRSficialMetRetst rchiRN eedietionl 60! ieelefderRyC for

substrates. e thin-filmnetallizations anq test circuits were prepared by
sputtering tq"la&HPﬂfﬁ"(?qqlg)ﬁFWﬂ)&FW%lcﬁﬁPﬁlan)"fa‘E%per [T(TP)C], and
titani um ' Within the above range, TiPd alloy is etchable in a dilute aqueous HF

solution. The etchability of the alloy diminishes with an increase in the amount of
Pd in the alloy beyond 10 weight percent. Replacement of the sputtered Pd film in
the TPCNA metallization with a sputtered TiPd alloy film eliminates the incomplete
etch metal residues. The sputtered alloy film can be easily etched at a lesser HF
concentration than that needed for rejection etching. Successful etching of circuits
using the alloy was obtained at concentrations ranging from 0.5 weight percent HF
to 2.0 weight percent HF and higher. Incomplete etching (residueé present) may
occur at HF concentrations lower than 0.5 weight percent.

In FIG. 1 is shown schematically a contact metallization, generally
denoted by numeral 10, upon a nonconducting substrate, 11.. Metallization 10 is a
composite of layers which include, in an ascending order from the substrate,
titanium, 12, titanium-palladium alloy, 13, copper, 14, nickel, 15, and gold, 16. The
layers are deposited in thicknesses such that Ti is in a range of from 100 to 300
nanometers (nm), with approximately 200-250 nm being optimum; TiPd alloy is in a
range of from 50 to 300 nm, with 100-150 nm being optimum; Cu is in a range of
from 2,500 to 4,000 nm, with 3,000 nm being optimum; Ni is in a range of from 800
to 2,000 nm, with 1,000 nm being optimum; and Au is in a range of from 700 to
2500 nm, with 1,500 nm being optimum. The reasons for the thicknesses of Ti, Cu,
Ni and Au layers are stated at length in the U.S. patent 4,016,050, and need not be .
restated herein. The combined minimum thickness of Ti and TiPd layer is such as to
maintain bonding characteristics of the metallization.

In FIG. 2 is shown a flow diagram for preparing the metallization
according to this invention. The flow diagram, in general, follows that disclosed in
U. S. Patent 4,016,050 for deposition of TiPdCuNiAu metallizations. The procedure
differs by substituting TiPd alloy for Pd, and etching both the Ti and TiPd layers in a
single dilute aqueous HF solution.

| The sequence of steps illustrated in FIG. 2 begins with deposition of a
layer of Ti preferably over substantially an entire area of an insulating substrate
selected from ceramic and polymer substrates, such as alumina, polyimide, triazene-
based polymers, etc., followed by the deposition of TiPd alloy layer on the Ti layer
and by deposition of a thin film of Cu on the TiPd layer. The thin Cu film is
deposited in a thickness within a range of from 300 to 700, preferably 500 nm, which
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hese metals in the same chamber w1thout bregcmg the vacuum. TiPd alloys were
sputtered usmg a target that consisted of Pd slugs inserted into a Ti target. The ratio
of Pd surface area to Ti surface area in the target determines the sputtered film
composition as is well known in the art. Alternatively, a TiPd alloy target may be
used to deposit the TiPd alloy layer. While sputtering is the preferred kind of
deposition, these layers may be deposited by electron gun (or beam) evaporation.

The sputtering of the Ti, TiPd layers and of the thin Cu film is followed
by deposition of photoresist to the surface of the thin Cu film, and patterning of the
photoresist exposing Cu surface into a pattern defining desired interconnection paths.
Cu is then electroplated on top of the exposed surface of the thin Cu film in an
additional thickness resulting in a total desired thickness of Cu layer 14. This is
followed by electroplating of Ni layer 15 on Cu layer 14. At this time Au may be
electroplated on top of Ni layer 15 in the same pattern as the Ni layer. Alternatively,
the prior photoresist pattern may be replaced with a new pattern delineating only
those areas where Au is required for contact purposes, such as Au layer 16.

Thereafter, the photoresist is stripped from the whole of the
metalhzatlon areas and those portions of the thin Cu film, TiPd layer and Ti layers
which are not protected by the metallization pattern are etched away. Cu film is
removed by an aqueous ammoniacal solution. Care should be taken to avoid etching
of the Ni layer and under-etching of the plated copper layer. TiPd and Ti both are
etched by dilute hydrofluoric acid solution containing from 0.5 to 2, and higher,
weight percent of HF. HF concentration limits ranging from 0.5 weight percent to
1.2 weight'percent for the Ti-TiPd etch are especially suitable. Both of these etching
solutions are well known in the art.

The use of TiPd alloy instead of Pd permits etching of both Ti and TiPd
layers by the same hydrofluoric acid etching solution. Circuits fabricated from
metallizations that contained the TiPd alloy (0.3-14 weight percent Pd) on a Ti layer
were etched successfully in 1.2 weight percent HF with no visible residue. In
contrast, removal of Pd from the combination of Ti and Pd layers by etching of Ti
and lift-off or flaking-off of Pd (rejection etching) in a 1.2 weight percent HF
solution leads to metallic Pd residues on the substrate. At a concentration of 0.65
weight percent HF all circuits contammg TiPd alloy were etched successfully, as
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resistance of T(TP)CNA thin-film metallizations with the TPCNA thin film
metallizations, a number of thin-film metallizations and test circuits were prepared

- on ceramic, e.g., alumina, and polymer, e.g., polyimide, triazene-based polymers,
etc., substrates. The thin-film metallizations and test circuits were prepared by
sputtering titanium-(titanium palladium alloy)-copper [T(TP)C], and titanium-
palladium-copper (TPC), and then electroplating the sputtered deposit with
successive layers of copper, nickel, and gold. T(TP)CNA samplés were prepared
with TiPd alloys containing 3 weight percent Pd and 5 weight percent Pd.

These metallizations were subjected to the following environments:
boiling aqueous solution of 10 weight percent HCI, the vapor phase over either
boiling 1M HCI or boiling 1M HC! and NaOCI (Chlorox®). In each of these tests
the T(TP)CNA metallizations showed corrosion resistance comparable to those of
the TPCNA metallizations. Circuits fabricated with TPCNA and T(TP)CNA (3 and
5 weight percent Pd) metallizations were also placed in a furnace kept at 200°C and
exposed to flowing air saturated with HCI vapors at 45°C for about 20 hours. No
corrosion of these circuits was found. -

In FIGs. 3 and 4 are shown potentlal-txme curves for Ti and for the Ti-
TiPd alloy (3 weight percent Pd) metallization, respectively, in boiling (106°C)
10 percent HCL. Active potential region for Ti and its alloys falls into a range of
from -0.8V to -0.4V versus saturated calomel electrode (SCE). Ti and its alloys
passivate at a potential of -0.4V (SCE) and above. The corrosion potential, E .o, for
Ti, about -0.74V (SCE), is in the active potential region, and the metal dissolves in
about 50 seconds (FIG. 3). The change in potential after about 50 seconds results
from the complete dissolution of Ti. The corrosion potential for the alloy
metallization is about -0.20V versus SCE, which is in the passive potential region,
and the TiPd metallization is still present after more than 5 minutes. The initial
potential spike for the TiPd alloy metallization (FIG. 4) results from the dissolution
of the alloy’s native oxide.

Additional advantages and modifications will readily occur to those
skilled in the art. Therefore, the invention in its broader aspects is not limited to the
specific details, representative devices, and illustrated examples shown and
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described. Accordingly, various modifications may be made without departing from
the spirit or scope of the general inventive concept as defined by the appended claims
and their equivalents.
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Claims:

1. A circuit including thin film elements and electrical interconnections
on the major surface of an insulating substrate, said interconnections comprising:

a first metal layer _compriéing titanium formed on said substrate;

a second metal layer comprising an alloy of titanium and palladium
formed on sald first metal layer, said alloy compnsmg 0.3 to 14 weight percent
palladium based on the weight of the alloy; .

a third metal layer comprising copper formed on said second metal
layer; ' |

- a fourth metal layer comprfsing nickel formed on said third metal layer;
and

a fifth metal layer comprising gold formed on at least portions of said
fourth metal layer.

2. The circuit according to claim 1 wherein said first metal layer has a
thickness within the range 100 to 300 nm, sa1d second metal layer has a thickness
within the range 50 to 300 nm, saxd third imetal layer has a thickness within the range
2,500-4 000 nm, said fourth metal layer has a thickness within the range 800-2,000
nm, and said fifth metal layer has a thickness within the range 700-2,500 nm.

3. The circuit according to claim 1 wherein the fifth metal layer is
formed on substantially the entire surface of said fourth metal layer. -

4. The circuit according to .claim 1 wherein the fifth metal layer is

formed only on the portions of -said fourth metal layer which comprise bonding pads
for said circuit.

5. A circuit including thin film elements and electrical interconnections
on the major surface of an insulating substrate, said interconnections comprising:
a first metal layer comprising titanium with a thickness in the range
100-300 nm formed on said substrate;
a second metal layer comprising an alloy of titanium and palladium with
thickness in the range 50-300 nm formed on said first metal layer, said alloy
comprising palladium in an amount of from 0.3 to 14 weight percent of the alloy;
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a third metal layer comprising copper with a thickness in the range
2,500-4,000 nm formed over said second metal layer;

a fourth metal layer comprising nickel with a thickness in the range
800-2,000 nm formed on said second layer; and -

a fifth metal layer comprising gold with a thickness in the range 700-
2,500 nm formed on at least portions of said fourth metal layer.

6. The circuit according to claim 5 wherein the fifth layer is formed on
substantially the entire surface of said fourth layer.

7. The circuit according to claim 1 wherein the fifth layer is formed only
on those portions of said fourth layer which comprise bonding pads for said circuit.

8. A method of forming electrical interconnections between conductive

elements on the major surface of an insulating substrate, which comprises;

depositing on the substrate a first metal layer comprising titanium,

depositing over said first metal layer a second metal layer comprising an
alloy of titanium dnd palladium,. said alloy comprising 0.3-14 weight percent
palladium, remainder being essentially titanium,

depositing over said second metal layer a third metal layer comprising
copper, said depositing including first fbﬁﬁing a thin film of copper on said second
metal layer and then electroplating additional copper on selected portions of said thin
film, ) ' '

electroplating a fourth metal layer comprising nickel over the
electroplated copper layer,

electroplating a fifth metal layer comprising gold on at least preselccted
portions of said fourth layer, and

removing those portions of said first and second layers and of said thin
film of copper which are not covered by said electroplated metals.

9. The method of claim 8 wherein said first metal layer is deposited in a
thickness within a range of 100 to 300 nm, said second metal layer is deposited in a
thickness within a range of 50 to 300 nm, said thin film of the third metal layer is
deposited in a thickness within a range of 300 to 700 nm, said additional metal of the
‘third metal layer is electroplated on the thin film in a thickness adding to a total
thickness of the third metal layer of 2500 to 4000 nm, said fourth metal layer is
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electroplated in a thickness of 800-2000 nm, and said fifth metal layer is
electroplated in a thickness of 1500-2500 nm.

10. The method of claim 8 in which said forming of the first and second
metal layers and of the thin metal film is conducted by sputtering.

11. The method of claim 8 wherein said sputtering of the titanium and
palladium alloy is conducted from a titanium target including plugs of palladium.

12. A method of forming a circuit including thin film elements and
electrical interconnections on the major surface of an insulating substrate comprising
the steps of: _
' depositing onto substantially the entire major surface of said substrate a
first metal layer consisting essentially of titanium in a thickness within the range
100-300 nm; | '

depositing onto substantially the entire surface of said first metal layer a
second metal layer consisting essentially of an alloy of titanium and palladium in a
thickness within thei range 50-300 nm, said alloy comprising 0.3-14 weight percent
palladium, remainder being essentially titanium; '

depositing onto substantially the entire surface of said second metal
layer a thin metal film consisting essentially of copper in a thickness within the range
300 to 700 nm;

electroplating additional copper onto selected portions of said
evaporated layer of copper in the desired interconnection pattern to produce a total
Cu thickness within the range 2500-4000 nm, said thin film and electroplated copper
forming a third metal layer;

while said electroplated copper layer is still wet, electroplating a fourth
metal layer consisting essentially of nickel on substantially the entire surface of said
electroplated copper layer in a thickness within the range 800-2,000 nm utilizing a
plating bath comprising nickel sulfamate;

electroplating onto at least portions of said fourth metal layer a fifth
metal layer consisting essentially of gold in a thickness within the range 700-2500
nm utilizing a plating bath comprising gold cyanide;

removing portions of the sputtered copper layer not covered by at least
one of said electroplated layers by immersing in an aqueous etching solution
comprising ammoniacal solution; and
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palladium alloy layer not covered by at least one of said electroplated layers by
immersing in an aqueous etching solution comprising hydrofluoric acid.

- 13. The method according to claim 12, wherein said first metal layer is
deposited in a thickness within a range of 100 to 300 nm, said second metal layer is
deposited in a thickness within a range of 50 to 300 nm, said thin film of the third

. metal layer is deposited in a thickness within a range of 300 to 700 nm, said

additional third metal layer is electroplated on the thin film in a thickness adding to a
total thickness of the third metal layer of 2500 to 4000 nm, said fourth metal layer is
electroplated in a thickness of 800-2000 nm, and said fifth metal layer is
electroplated in a thickness of 1500-2500 nm.

14. The method according to claim 12, in which said depositing is
accomplished by sputtering.

15. The method according to claim 12, wherein the fifth layer is formed
on substantially the entire surface of said fourth layer.

16. The method according to claim 12, wherein the fifth layer is formed
only on the areas of the fourth layer which comprise bonding pads for said circuit.

17. The method according to claim 12, wherein said solution for etching
the titanium and titanium-palladium alloy layers comprises from 0.5 to 2 and more
weight percent HF.

18. The method of claim 17, wherein said HF etching solution comprises

from 0.5 to 1.2 weight percent HF.
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IMPROVED COPPER-BASED METALLIZATIONS FOR
HYBRID INTEGRATED CIRCUITS

Abstract

A new metallization is described which is a composite of subsequent
metal layers beginning with a layer of titanium and having in an ascending order the
following composition: Ti - TiPd - Cu - Ni - Au. TiPd is an alloy of titanium and
palladium containing from 0.3 to 14 weight percent Pd, by the weight of the alloy.
The TiPd alloy is etchable in an aqueous HF solution containing from 0.5 to 2.0 and
higher, preferably from 0.5 to 1.2 weight percent HF. The use of the TiPd alloy
avoids the occurrence of Pd residues remaining after the etching of Ti layer and lift-
off (rejection etching) of Pd layer in a prior art Ti-Pd-Cu-Ni-Au metallization. Ti
and TiPd layers are present in a thickness ranging from 100 to 300 nm and from 50
to 300 nm, respectively, and in a total minimum thickness needed to maintain
bonding characteristics of the metallization. The metallization is suitable for use in
various circuits including integrated circuits (ICs), hybrid integrated circuits (HICs),
film integrated circuits (FICs), multi-chip modules (MCMs), etc. Figure 1
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IMPROVED COPPER-BASED METALLIZATIONS FOR
HYBRID INTEGRATED CIRCUITS
Field of the Invention

This invention pertains to copper-based metallizations for integrated
circuits, such as high-speed, high-density hybrid integrated circuits.
Background of the Invention

In the past Hybrid Integrated Circuits (HICs) suitable for high-voltage
and high-performance applications were manufactured with Ti-Pd-Au (TPA)
metallizations. However, the high cost of palladium and gold led to the development
of lower cost substitutes for the noble metals in the TPA metallization system. The
copper-based metallization, Ti-Cu-Ni-Au (TCNA), was developed as a low-cost
alternative to the TPA metallization. The TCNA metallization eliminated the use of
Pd and reduced the thickness of gold needed for a relatively low sheet resistance.
Apart from the lower cost of the copper-based metallization, copper also offers the
benefit of higher conductivity. See J. M. Morabito et al., "Material Characterization
of Ti-Cu-Ni-Au (TCNA) - A Low-Cost Thin Film Conductor System", IEEE
Transactions on Parts, Hybrids, and Packages, Vol. PHP-11, No. 4, December 1975,
pp. 253-262. ‘Whilé Morabito taught complete elimination of the Pd layer, U. S.
Patent 4,016,050 suggests inclusion of Pd in the TCNA metallizations as an optional
thin film between the Ti and Cu layers, and U. S. Patent 4,109,297 teaches the use of
a Pd thin film to improve adhesion between Ti and Cu layers forming Ti-Pd-Cu-Ni-
Au (TPCNA) metallization in an attempt to overcome corrosion problems which
were encountered in TCNA metallizations during the HIC fabrication. The corrosion
manifested itself as a broad delamination of the copper layer from the titanium layer

- and as a combination of delamination and blistering between the copper and titanium
layers. The delamination was observed after plating Cu-Ni-Au on the sputtered Ti-
Cu film. In the combined form of corrosion (delamination and blistering), the
delamination was accompanied by blistering of the TCNA film after a 30 minute
heat treatment at 200 °C. In both types of corrosion, the addition of the sputtered Pd
layer between the Ti and Cu layers eliminated the problem.

The use of Pd in the TPCNA metallization, however, led to yet another
problem. Incomplete etching of the TPCNA metallization, as evidenced by metallic
residues on the substrate, was frequently observed during the fabrication of the HICs.
These residues occur mostly because the Pd layer is not etched chemically but rather
is undercut and lifts off or flakes off (rejection etching) when the underlying Ti is
chemically etched in a dilute HF solution.
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- TiPd - Cu - Ni - Au. TiPd is an alloy of titanium and palladium containing from
0.3 to 14 weight percent Pd, by the weight of the alloy. The TiPd alloy is HF
etchable in a 0.5 to 2.0 and higher weight percent aqueous HF solution. The use of
the TiPd alloy avoids the occurrence of Pd residues remaining after the etching of Ti
layer and lift-off (rejection etching) of Pd layer in a prior art Ti-Pd-Cu-Ni-Au
metallization. Ti and TiPd layers are each present in a thickness ranging from 100 to
300 nm and from 50 to 300 nm, respectively, and in a total minimum thickness
needed to maintain bonding characteristics of the metallization. The new
metallization is usable in various circuits, including integrated circuits (ICs), hybrid
integrated circuits (HICs), film integrated circuits (FICs), multi-chip modules
(MCMs), etc. '

Brief Description of the Drawings

FIG.1 is a schematic representation of a metallization on a non-
conductive substrate;

FIG. 2 is a flow diagram illustrating the fabrication steps in accordance
with two alternative embodiments of the invention;

FIG. 3 is a plot of a potential-time curve for Ti metallization in boiling.
(106° C) 10 weight percent HCI; and

FIG. 4 is a plot of a potential-time curve for TVTiPd (3 weight percent
Pd) alloy metallization in boiling (106° C) 10 weight percent HCL. '
Detailed Description

_ " This invention embodies a new metallization which is identified as Ti-

TiPd-Cu-Ni-Au [T(TP)CNA]. Here, TiPd and (TP) denote titanium-palladium
alloys. This metallization is formed by replacing the Pd film in a prior art Ti-Pd-
Cu-Ni-Au metallization with a film of TiPd alloy. Pd is included in the alloy in an
amount ranging from 0.3 to 14.0 weight percent, preferably from 0.5 to 10 weight
percent, more preferably from 2 to 7 weight percent, based on the weight of the
alloy. The lowest limit of the broader range is a minimum amount sufficient to
afford corrosion protection to the Ti, and the uppermost limit is a maximum amount
beyond which no substantial increase in the corrosion protection takes place while
the possibility of Pd rejection etching is increased. The corrosion resistance of
circuits fabricated with the T(TP)CNA metallization is equivalent to circuits with the
standard TPCNA metallization. The beneficial effects of Pd, when present in the
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metallization as an alloy of Ti and Pd, are equivalent to those provided by a separate - -
layer of Pd. The beneficial effects include reduction of the tendency for
delamination and blistering between copper and titanium.

Within the above range. TiPd alloy is etchable in a dilute aqueous HF
solution. The etchability of the alloy diminishes with an increase in the amount of
Pd in the alloy beyond 10 weight percent. Replacement of the sputtered Pd film in
the TPCNA metallization with a sputtered TiPd alloy film eliminates the incomplete
etch metal residues. The sputtered alloy film can be easily etched at a lesser HF
concentration than that needed for rejection etching. Successful etching of circuits
using the alloy was obtained at concentrations ranging from 0.5 weight percent HF
to 2.0 weight percent HF and higher. Incomplete etching (residues; present) may
occur at HF concentrations lower than 0.5 weight percent.

In FIG. 1 is shown schematically a contact metallization, generally
denoted by numeral 10, upon a nonconducting substrate, 11. Metallization 10 is a
composite of layers which include, in an ascending order from the substrate,
titanium, 12, titanium-palladium alloy, 13, copper, 14, nickel, 15, and gold, 16. The
layers are deposited in thicknesses such that Ti is in a range of from 100 to 300
nanometers (nm), with approximately 200-250 nm being optimum; TiPd alloy is in a
range of from 50 to 300 nm, with 100-150 nm being optimum; Cu is in a range of
from 2,500 to 4,000 nm, with 3,000 nm being optimum; Ni is in a range of from 800
to 2,000 nm, with 1,000 nm being optimum; and Au is in a range of from 700 to
2500 nm, with 1,500 nm being optimum. The reasons for the thicknesses of Ti, Cu,

" Ni and Au layers are stated at length in the U.S. patent 4,016,050, and need not be
restated herein. The combined minimum thickness of Ti and TiPd layer is such as to
maintain bonding characteristics of the metallization.

' In FIG. 2 is shown a flow diagram for preparing the metallization
according to this invention. The flow diagram, in general, follows that disclosed in
U. S. Patent 4,016,050 for deposition of TiPdCuNiAu metallizations. The procedure
differs by substituting TiPd alloy for Pd, and etching both the Ti and TiPd layers in a
single dilute aqueous HF solution.

The sequence of steps illustrated in FIG. 2 begins with deposition of a
layer of Ti preferably over substantially an entire area of an insulating substrate
selected: from ceramic and polymer substrates, such as alumina, polyimide, triazene-
based polymers, etc., followed by the deposition of TiPd alloy layer on the Ti layer
and by deposition of a thin film of Cu on the TiPd layer. The thin Cu film is
deposited in a thickness within a range of from 300 to 700, preterably 500 nm, which
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is a fraction of the total Cu thickness of from 2,500 to 4,000 nm. The Ti, TiPd and -
thin Cu film are deposited by sputtering. These sputtering steps typically follow the
deposition on the substrate of elements of a circuit such as resistor and capacitor
elements, e.g., 17 (FIG. 1). Sputtering of Ti, TiPd and Cu films permits deposition
of these metals in the same chamber without breaking the vacuum. TiPd alloys were
sputtered using a target that consisted of Pd slugs inserted into a Ti target. The ratio
of Pd surface area to Ti surface area in the target determines the sputtered film
composition as is well known in the art. Alternatively, a TiPd alloy target may be
used to deposit the TiPd alloy layer. While sputtering is the preferred kind of
deposition, these layers may be deposited by electron gun (or beam) evaporation.

The sputtering of the Ti, TiPd layers and of the thin Cu film is followed
by deposition of photoresist to the surface of the thin Cu film, and patterning of the
photoresist exposing Cu surface into a pattern defining desired interconnection paths.
Cu is then electroplated on top of the exposed surface of the thin Cu film in an
additional thickness resulting in a total desired thickness of Cu layer 14. This is
followed by electroplating of Ni layer 15 on Cu layer 14. At this time Au may be
electroplated on top of Ni layer 15 in the same pattern as the Ni layer. Alternatively,
the prior photoresist pattern may be replaced with a new pattern delineating only
those areas where Au is required for contact purposes, such as Au layer 16.

Thereafter, the photoresist is stripped from the whole of the
metallization areas and those portions of the thin Cu film, TiPd layer and Ti layers
which are not protected by the metallization pattern are etched away. Cu film is
removed by an aqueous ammoniacal solution. Care should be taken to avoid etching
of the Ni layer and under-etching of the plated copper layer. TiPd and Ti both are
etched.by dilute hydrofluoric acid solution containing from 0.5 to 2, and higher,
weight percent of HF. HF concentration limits ranging from 0.5 weight percent to
1.2 weight percent for the Ti-TiPd etch are especially suitable. Both of these etching
solutions are well known in the art.

The use of TiPd alloy instead of Pd permits etching of both Ti and TiPd
layers by the same hydrofluoric acid etching solution. Circuits fabricated from
metallizations that contained the TiPd alloy (0.3-14 weight percent Pd) on a Ti layer
were etched successfully in 1.2 weight percent HF with no visible residue. In
contrast, removal of Pd from the combination of Ti and Pd layers by etching of Ti
and lift-off or flaking-off of Pd (rejection etching) in a 1.2 weight percent HF
solution leads to metallic Pd residues on the substrate. At a concentration of 0.65
weight percent HF all circuits containing TiPd alloy were etched successtully. as
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confirmed by continuity and isolation tests. For concentrations less than 0.5 weight
percent HF, residues were observed on ceramic and polymer substrates. It should be
noted that the T-P (Ti-Pd) portion of the TPCNA metallization cannot be reliably
etched at HF concentrations below [.0 weight percent.

To evaluate and compare the corrosion susceptibility and corrosion
resistance of T(TP)CNA thin-film metallizations with the TPCNA thin film
metallizations, a number of thin-film metallizations and test circuits were prepared
on ceramic, e.g., alumina, and polymer, e.g., polyimide, triazene-based polymers,
etc., substrates. The thin-film metallizations and test circuits were prepared by
sputtering titanium-(titanium palladium alloy)-copper [T(TP)C], and titanium-
palladium-copper (TPC), and then electroplating the sputtered deposit with
successive layers of copper, nickel, and gold. T(TP)CNA samples were prepared
with TiPd alloys containing 3 weight percent Pd and 5 weight percent Pd.

These metallizations were subjected to the following environments:
boiling aqueous solution of 10 weight percent HCI, the vapor phase over either
boiling 1M HCI or boiling 1M HCI and NaOClI (Chlorox®). In each of these tests
the T(TP)CNA metallizations showed corrosion resistance comparable to those of
the TPCNA metallizations. Circuits fabricated with TPCNA and T(TP)CNA (3 and
S weight percent Pd) metallizations were also placed in a furnace kept at 200°C and
exposed to flowing air saturated with HCI vapors at 45°C for about 20 hours. No
corrosion of these circuits was found.

In FIGs. 3 and 4 are shown potential-time curves for Ti and for the Ti-
TiPd alloy (3 weight percent Pd) metallization, respectively, in boiling (106°C)
10 percent HCl. Active potential region for Ti and its alloys falls into a range of
from 0.8V to -0.4V versus saturated calomel electrode (SCE). Ti and its alloys

‘passivate at a potential of -0.4V (SCE) and above. The corrosion potential, E .o, for

Ti, about -0.74V (SCE), is in the active potential region, and the metal dissolves in
about 50 seconds (FIG. 3). The change in potential after about 50 seconds results
from the complete dissolution of Ti. The corrosion potential for the alloy
metallization is about -0.20V versus SCE, which is in the passive potential region,
and the TiPd metallization is still present after more than 5 minutes. The initial
potential spike for the TiPd alloy metallization (FIG. 4) results from the dissolution
of the alloy’s native oxide.

Additional advantages and modifications will readily occur to those
skilled in the art. Therefore, the invention in its broader aspects is not limited to the
specific details, representative devices, and illustrated examples shown and
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described. Accordingly, Qaﬁous modifications may be made without departing from -
the spirit or scope of the general inventive concept as defined by the appended claims

and their equivalents.
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We claim:

1. A circuit including thin film elements and
electrical interconnections on a major surface of an
insulating substrate, said interconnections comprising:

a first metal layer comprising titanium formed on said
substrate;

a second metal layer comprising an alloy of titanium
and palladium formed on said first metal layer, said alloy
comprising 0.3 to 14 weight percent palladium based on the
weight of the alloy;

a third metal layer comprising copper formed on said
second metal layer;

a fourth metal layer comprising nickel formed on said
third metal layer;

a fifth metal layer comprising gold formed on at least
portions of said fourth metal layer.

2. The circuit according to claim 1 wherein said first

metal layer has a thickness within the range 100 to 300 nm,

said second metal layer has a thickness within the range 50

to 300 nm, said third metal layer has a thickness within

- the range 2,500-4,000 nm, said fourth metal layer has a
thickness within the range 800-2,000 nm, and said fifth

metal layer has a thickness within the range 700-2,500 nm.

3. The circuit according to claim 1 wherein the fifth
metal layer is tonned on substantially the entire surface
of said fourth metal layer.

4. The circuit according to claim 1 wherein the fifth
metal layer is formed only on the portions of said fourth
metal layer which comprise bonding pads for said circuit.

5. A circuit including thin film elements and
electrical interconnections on a major surface of an
insulating substrate, said interconnections comprising:
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a first metal layer comprising titanium with a
thickness in the range 100-300 nm formed on said substrate;

a second metal layer comprising an alloy of titanium
and palladium with thickness in the range 50-300 nm formed
on said first metal layer, said alloy comprising palladium
in an amount of from 0.3 to 14 weight percent df the alloy;

a third metal layer comprising copper with a thickness
in the range 2,500-4,000 nm formed over said second metal
layer;

a fourth metal layer comprising nickel with a
thickness in the range 800-2,000 nm formed on said second
layer; and

a fifth metal layer comprising gold with a thickness
in the range 700-2,500 nm formed on at least portions of
said fourth metal layer.

6. The circuit according to claim 5 wherein the fifth
layer is formed on substantially the entire surface of said
fourth layer.

7. The circuit according to claim 1 wherein the fifth
layer is formed only on those portions of said fourth layer
which comprise bonding pads for said circuit.

-
4
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IMPROVED COPPER-BASED METALLIZATIONS FOR
HYBRID INTEGRATED CIRCUITS
Abstract
A new metallization is described which is a composite of subsequent
metal layers beginning with a layer of titanium and having in an ascending order the

- following cbmposition: Ti - TiPd - Cu - Ni - Au. TiPd is an alloy of titanium and

palladium containing from 0.3 to 14 weight percent Pd, by the weight of the alloy.
The TiPd alloy is etchable in an aqueous HF solution containing from 0.5 to 2.0 and
higher, preferably from 0.5 to 1.2 weight percent HF. The use of the TiPd alloy
avoids the occurrence of Pd residues remaining after the etching of Ti layer and lift-
off (rejection etching) of Pd layer in a prior art Ti-Pd-Cu-Ni-Au metallization. Ti
and TiPd layers are present in a thickness ranging from 100 to 300 nm and from 50
to 300 nm, respectively, and in a total minimum thickness needed to maintain
bonding characteristics of the metallization. The metallization is suitable for use in
various circuits including integrated circuits (ICs), hybrid integrated circuits (HICs),
film integrated circuits (FICs), multi-chip modules (MCMs), etc.  Figure 1
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We claim:

1. A circuit including thin film elements and
electrical interconnections on a major surface of an
insulating substrate, said interconnections comprising:

a first metal layer comprising titanium formed on said
substrate;

a second metal layer comprising an alloy of titanium
and palladium formed on said first metal layer, said alloy
comprising 0.3 to 14 weight percent palladium based on the
weight of the alloy;

a third metal layer comprising copper formed on said
second metal layer;

a fourth metal layer comprising nickel formed on said
third metal layer;

a fifth metal layer comprising gold formed on at least
portions of said fourth metal layer.

2. The circuit according to claim 1 wherein said first
metal layer has a thickness within the range 100 to 300 nm,
said second metal layér has a thickness within the range 50
to 300 nm, said third metal layer has a thickness within
the range 2,500-4,000 nm, said fourth metal layer has a
thickness within the range 800-2,000 nm, and said fifth
metal layer has a thickness within the range 700-2,500 nm.

3. The circuit according to claim 1 wherein the fifth
metal layer is formed on substantially t?e entire surface
of said fourth metal layer. '

4. The circuit according to claim 1 wherein the fifth
metal layer is formed only on the portions of said fourth
metal layer which comprise bonding pads for said circuit.

5. A circuit including thin film elements and
electrical interconnections on a major surface of an
insulating substrate, said interconnections comprising:



