
These and other objects of the present invention are
achieved by an anti-corrosive additive composition
comprised of an alkali based salt of dioic acid and a
defoaming agent selected from the group consisting of
polyether modified polysilicones and trialkane/alkene
phosphates and mixtures thereof. 


