
The invention relates to a coating compound for
expandable styrol polymer particles comprising (A) 10
to 90 wt.-% of a tristearyl ester having a melting
point in the range of 60 to 65 C, (B) 10 to 90 wt.-%
of a triglyceride of a hydroxy-C16 to C18 oleic acid
having a melting point in the range of 70 to 95 C, and
expandable styrol polymer particles having at least
one coating made of said coating material compound. 


