
A conductor assembly for use in fabricating a photoelectrical device is
disclosed including: a number of electrically conductive filaments; a
number of substantially transparent filaments; and wherein the conductive
and transparent filaments are joined together to form a flexible web.
Photoelectrical devices or sub-assemblies fabricated to include the
conductor assembly are also disclosed. 


