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BAVI:HG RAD:IAL BASE REINFORCEMENT STRUCTURE 

Field of the Invention 
The present inyention relates to containers and, in 

particular·, to such containers which are· integrally blow molded 

and which have a radial base reinforcement structure. 

Background of the Invention 
With the advancement in techniques for the production of 

plastics, containers made from plastic mate~ials have been 
gradually replacing the glass containers used in the past due to 
the disadvantages of the ~ac~ that such glass bottles are fragile 
and relative heavy in weight, and under the considerations of 
safety, convenience and the shipping and production costs. 

In view of environment protection, recycling of resources 
for reuse has beconte a common subject for all mankind. The · 
~resent invention has thus provided a container which is made 

.from a synthetic plastic, in pa~icu~ar, polyethylene 
.terephthlate·. A pref.orm is first injection molded as a test .. tube, . . . . 
and the requlred container is obtained. by designing suitable.· 
molds matching the desired shape of the bottle, and having the 
preform softened by heating (generally at temperatures between 90 

-and 110 degrees C) ,. ' and then the container is formed by means of 
I 

blow extension. 
· The primary object of the present invention is to.provide 

an integrally blow molded container made of a synthetic resin 
having a base reinforcement structure. Such a container, in 
addition to capable of standing upright stably without re~iring 
the support by a bottom cup made from another material, can 
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withstand the internal pressure in the bottle (in general, up to 
5 kg/cm) and the impacts of external forces, thus preventing 
deformation and breakage of the container body. Moreover, the 
container of the present invention is integrally blow molded, 
thus avoiding the disadvantage with currently available 
containers that it is difficult to separate the different 
materials after the containers have been recovered, thus reducing 
the difficulties with recovery and processing of the bottles so 
as to achieve the advahtaqe of easier recycling of resources for 
reuse. 

The features and advantages of the present invention will 
become apparent from the comparison of the containers of the 
present invention with those desiqned according to conventional 
techniques. 

Brief Description of the Drawings 
The differences between the present invention and the 

onventional techniques can be better understood from the 
following description tak~n in conjunction with the accompanying 
drawings, in which: 

Fig. l is a cross section view of the base of a 
conventional container; 

Fig. 2 is· a cross section view of the base of another 
I 

conventional container; 
F~-~. 3 .is .a ·side elevation view of tlle container (having 

five ~eet) of an embodiment according to the present.invention; 
Fig. 4A is ·a bottom view of the container shown in Fiq. 3; 
Figs. 4B and. 4C are side elevation views,'respectively, of 

the' bottom port~on of the container of Fig. 3 as· seen in the 
direction of Fig. 4A; 

Fig. 5 is a cross section view taken along the line 5 - 5 

in· Fig. 4A; 

Fig. 6 is a bottom view of the container (having four 
feet) of another embodiment of the present invention; 

Fig. 7 is a cross section view taken:·· along the line 7 - 7 
in Fig. 6; 
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Fiq. 8 is a cross section view taken alonq the line 8 - 8 
in Fi9. 6; and 

Fiq. 9 is a bottom view of the container (having six feet") 
of still .. another embodiment of the preserit invention. 

Detailed Description of the Preferred E!nbodiment 

-
Referring to Fiq. 1, there is shown the base structure of 

a conventional integra1ly formed five-foot havnq-a recesses base, 
the base 10 comprising a supp~rting surface 11 for standing and a 
recessed portion 12. ·When filled with soft di:inks containing 
arbon dioxide, the supporting surface 11 and the recessed portion 
can not withstan~ the internal pressure within the,pontainer, 
causing the base of the container to bulge outwardly under 
pors·sure as shown in phantom line 13. While the supporting 
surface 11 is designed to have a plurality of feet for standing 
and the profile of the feet provides crimped arcuate surface 
which helps to reinforce the bottom.structure of the container 
and the bottle body to stand, in face, even though the recessed 
portion 12 is intensively reinforced along the inner side of the 
foot surfaces, the recessed portion 12 shown in Fig. 1 eventual 
will be unable to withstand the internal pressure and.become 
bulqed'out with the ~esult that the container can not stand 

t . 

stably and_ tends to tip over easily.- M9reover, the bulqed bottom 
is essen~~ally subjected force unevenly at various points.and 
oracles and bottle breakag~·o~cur easily at pQrtions which are 
imper~~ctly drawn ~~d hence weak in strength. such a base 
tructure is not suitable for containers having internal pressure 
·but! can be used~f!illy for containers without press-ure when being 
fil;Led, ·such as bottles for mineral water, soy bean sauce., 
seasonings, etc. 

Referring to Fig. 2, there is shown· the base structure of 
another conventional integrally formed container having a base 20 
comprisin~ feet 21, a supporting surface 22 for standing, ribs 
23, and a recessed hub 24. When such containers are filled with 
soft drinks containing carbon dioxide, the foot surfaces,· the 
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ribs, and the recessed·hub can not withstand the internal 
pressure and will become bulged out as shown in phantom line 25. 
Such a base structure, with its reduced bottom area of the feet 
(i.e., reduced diameter of the circular area composed of the 
supporting feet) and reduced· distance from the hub 2• of the 
recessed bottom to the supporting surfaces 22 for standinq, has 
lowered stability for standing when being f!lled with contents 
under pressure such that the container~ very easily become tipped 
over when being transported on a conveyor belt. EVen placed 
still, they often can not sta~d up when being hit by a slight 
external force. Another adverse factor is that when such 
containers as shown in Figs. 1 and 2 are used as bottles for soft 
drinks containing carbon dioxide and placed under circumstances 
of high temerature and humidity, cracks easily occur in the base 
due to the imperfect extension of the bottle base by blow 
molding. It is particularly so in places located in the subtropic 
zone such as Taiwan where the temperature in the summer season 
often rises to as high as above 35 deqrees c and the relative 
humidity may be well over 80%! In view of such .condi~ions, soda 
water packed in plastic containers typically must be inspected 
every 12 weeks when stored at temperature of 22 degrees c or · 
every 4 ~eeks when stored at temperature of 3~ deqrees c, 
requiring'that the penetration of the· gas in the container should 

l . 
never exce~d 15%. Theref~re, the base 20 of the conventional · . 
conta~ner~_as shown in Fig. _2 not only"easily tend t~ crack, but 
also the cracks will gradual:ly spread if stored in such -
circumstances for l~ng period of time such that the gas 
pentration will accelerate. As a result, it will be impossible to 

I . ' 

maintain·the standard of the products. Even worse, after the · . . . 
cracks have _spread, the bottom of the bottle will break such that 
the contents will spill and other products stored in the same 
place will be affected. 

In an attempt to solve the problem with the integrally 
formed containers filled with carbonated drinks which crack due 
to high internal pressure and high ambient temperature and 
humidity, the present invention provides a biaxial stretching 
plastic container which is an improvement of the conventional 
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base structure as shown in Fiqs. 1 and 2 and which will be 
described in detail hereinafter in conjunction with the drawip~~~-. 

As shown in the side elevation view.of Fiq. 3, an 
embodiment of the present invention is in the shape of a bottle 
suitable for hold~nq carbonated drinks, the bottle cc;nuprisinq a 
mouth 29, a body 30, and a base 31, the mouth 29 havinq threads 
which mate with the threads on a cap so ·as to ensure that" the 
contents in the container is prevented from leakinq. Below the 
mouth is the bottle boay 30 which is a hollow tubular 
body extendinq downwardly to ~e ~onnected to the base 31. 

As shown in Fiq. 3, the base structure 31 of the present 
invention comprises five hollow enlarqed bottle supportinq feet 
32, ribs 34, same number of webs 35 and a hub 36, the feet, the 
ribs, and the webs all extendinq outwardly in a radial rinq 
shaped arranqement with the hub 36 as the center. As shown in 
Fiq. 3, the outer wall of the base extends up toward the the 
bottle base in the shape of a dome, the apex. of the dome being a 
sliqhtly recessed round surface (approximatinq a spherical 
surface) which is the hub 3.6 as Shown in Fig. 3. 

In Fig. 4A, the bottom view of the present invention as 
shown in Fiq. 3, the hub 36 has on its circumference the toes 38 
of the enlarged feet 32.and the webs JS-disposed alternately 
relative to each in a r~nq shaped arranqement with the hub 3~ as 

t . • 
the center. The face .of each of the feet has. a toe 38, a sole 37, 
and two s~~es 39, wherein the the soles 37 serve to support the" 

.container in a standing postion, the rear edqe smoothiy extending 
up sharply to an a~~e 33 which is approximately in the shape of 
an inverted trianqle, and the front edge of ea~h of the toes 38 
bei~g connected to.the circumference of the hub "36. It is ~o be 

' 
rioted that alti:iough the soles are shown in the shape of a . 
rectangle having rounded corners, they can be a trapezoid, 'a 
circle, or in other suitable sh?pes, and the soles 37 may have 
corners before being blow molded into shape because of the molds, 
and the corners will be smoothed out after blow molding. The face 
of each of the webs 35 is flat, short, and recessed between 
adjacent enlarged feet to _be. connected to the sides 39 of the 
feet, and the ·front edge of each of the webs 35 is also connected 
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to the circumference of the hub. The ribs 34 are each engaged 
with the rear edqe of the webs 35 and disposed alternately 
relative to the feet in a rinq shaped arrangement and recessed 
relative to the enlarqed feet 39 to be connected in parallel to 
the sides, the arcuated rib face beinq originated trom the rear 
edge of the web and smoothly extendinq up sharply to form into 
the bottle body 30, and the ribs 34 being also disposed 
alternately relative to the feetin a ring sh8.ped arrangement. 

From the foreqolng, the bottle bottom.structure 31 of the 
present invention provides toe~ 38 and web 35 for the enlarged 
feet 32 in combination with the hub 36, enifblinq·the bottle 
bottom structure 31 of the present invention to better withstand 
internal pressure and to prevent stress cracks due to 
insufficient extension of the container bottom.portion from 
occurring. 

Figs. 4B and 4C are side elevation views, respectively, of 
the bottom portion of the container of Fig. 3 as seen in the 
direction of Fig~ 4A. It can be seen tba.t ~e ribs 34 are -. -·; . . 

interposed b~tween the enlarged feet 32 and container is 
supported by the plane composed of the feet 32 and the soles 37. 
The ribs 34 extend downwardly to·adjacent to the webs 35 and the 
webs 35 extends towar~ the hub 36 to be formed.into projections 
between the. hub 36 and the soles 37 ·in radial .configuration and 

l . ·. 
alternated with. the soles 37 in ring shaped arrange~ent. 

I~-order for the container of the pres.ent invention to 
better withstand the internal pressure, both~the ribs 34 and the 
webs 35 are designed to be interposed between the enlarged feet 
and the faces Of the ribs and the.Webs are· required to have the 
larqest possibl$ width. According to tests and analysises, d. , . . 
width of 8 mm to 15 mm, for example, is most.suitable for the 2 
liter container for carbonated drinks. 

Referring to Fig. s, the cross section view of the presnet 
invention.taken along line 5 - 5 of Fig. 4A, the features of the 
present invention will be better understood wherein .. the cross 
section 5 - 5 of the entire base is composed of the cross section 
lines of the ankles·33, the soles 37, the toes 38, the hub 36, 
the webs 35, and the ribs 34 which extend further up to the wall 
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31 of the container. Accordinq to a number of tests conducted 

with the present invention, the smooth continuous cross section 

composed of the anqles 33, the soles 37, the toes 38, the hub 36i 

the webs 35, the ribs 34~ and the wall 31 of the container is a 

continuous pressure resistant surface as shown in solid line 40 

wherein the vertical distance from the central "point" of the hub 

36 to the point on the plane where the enlarqed feet stand is 

preferably 3 mm to 6 mm. on the cross section 5 - s, the· surface 

connectinq the hub 36 and the toes 38 is a slant surface instead 

of an arcuate surface con~id~~inq that in the arcuate surface 

desiqn used in conventional technique, imperfect extention and 
thickness accumulation of the container wall may easily occur 

when internal pressure is qenerated after the container has b~en 
filled with qas, which may be avoided in a slant surface design. 

The webs 35 are desiqned to have an arcuated surface for 
increasing total surface area of the cross section and beinq 

enqa9ed with the ribs 34 and the hub 36, which is desirable for 

respective continuous surfaces in the regions of the ribs .. ;34,. the 

webs 35, and the hub 36 to fully extend. In contrast, in 

conventional technique, there exists only one arcuate surface of 

the rib, which naturally causes imperfect extension to· occur very 

easily. The above cross seqtion design is ·particularly capable of 

preventing the stress cracks due to imperfect extension from 
l . 

occurring ~n the positio~ of the "hub" where the pouring gate of 
the test -~ube shaped preform.. (the fe~dinq gate for injecting the 
preform) is located. 

Accordinq to _,another feature of . the present invention as 
shown in solid Line 40 in Fiq. 5, after the container has been 

filled with carbor(d.ioxide, the base will become· bulged as shown 
I • 

in phantom line 41. While. the base of the container bulq~s· 
slightly, the area for the base of the container to stand-Will 

not be aff~cted, that is, in addition to the soles 37 engaging 

the standing surface, there are sufficient gaps between the toes 

38 and the stan~ing plane to form into supporting surfaces to 

facilitate stable standing. Regardless of the fact that the 
~latter the ~ase is, the easier it is for the container to stand, 

actually it is extremely difficult for the thin wall of the 
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container.not to become bulqed and to :maintain flat such that the 

container can stand." It is rather practical to have the base 
... •• • .. ~. 4 

formed with a plurality of foot shaped supportinq surfaces which 

serve the purposes for botli standinq and pressure resistance. 

Therefore, the container will not become tipped ove~ when 
. . . 

transported on the conveyor belt and can stand stably when placed 

on the shelf, which meets the requirements in practice. 

As shown in Fiq. 6, the present invention can be disposed 

in a four foot confiquration. The hub 36' has on- its 

circumference the toes 38' an~ the webs 35' disposed alternately 

relative to each in a rinq shaped arranqement with the hub 36' as 

the center. The face of each of the feet has a toe 38', a sole 

37', and two sides 39', wherein the -the s~~es 37' serve to 

support the container in a standinq postion, the rear edqe 

smoothly extendinq up sharply to an ankle 33' which is 

approximately in the shape of an inverted trianqle, and the front 

edqe of each of the toes 38' beinq connected·to the circumference 

of the hUb 36 1 • It is to be noted that althouqh the soles are 

shown in the shape of a rectangle havinq rounded corners, they 

can be a trapezoid, a circle, or in other suitable shapes, and 

the soles 37' may have corners before being blow molded into 

shape ~ecause of the molds, an~ the.corners will be smoothed out 

after blow molding. The face of each of the webs 35' is flat, 
\ . . 

short, and recessed between adjacent enlarqed feet to be 

co~ected to the sides 39' of the feet; and the front edqe of 

each of~the webs 35' is also connected to the circumference of 

the hub.· The ribs 34' are each ·enqaqed with the rear edge of the 

webs ·JS' and dispos~d alternately relative to the feet in a ring 

shaped arranqement and recessed relative to the enlarged feet 39' 
• • •I . 

to be connected in parallel to the sides,' the arcuated rib face 

being originated from the rear edge of the web and smoothly 

extending up sharp-ly to form jnto the bottle body 30, and the 

ribs 34' being also disposed alternately relative to the feet in 

a ring shaped arrangement . 

. Referring to Fig. ~, ~he cross section view of the presnet 

invention taken along line 7 - 7 of Fig. 6, the features of the 

second embodiment of the present invention will be better 

.' 

., 
f 

.! 
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understood wherein the cross section 7 - 7 of the entire base is 
composed of the cross section lines of-the ankles 33 1 , the soles 
37', the toes 38', the hub 36', the toes 38', the soles 37', and 
the toes 33', which extend further up to the wall 31' of the 
container. According to a number of tests conducted.with the 
present invention, the smooth continuous cross section composed 
of the angles 33', the soles 37', the toes 38', the hub 36', the 
toes 38', the soles 37 1 , and.the toes 33',-is a continuous 
pressure resistant surface as shoWn in solid li-ne 42. Referring 
to Fig. 8, the cross section ~iew of the presnet invention ta.Jcen 
along line 8 - 8 of Fig. 6, the features of the second embodiment 
of the present invention will be better understood the cross 
section 8 - 8 of the entire base is composed of the other cross 
section lines of the ribs 34', the webs 35', the hub 36', th:e 
webs 35'; the ribs 3.4', which extend further up to the wall 31' 
of the container. According to a number of tests conducted with . . 
the present invention, the smooth continuous cross section 
composed.of the ribs 34', the webs 35 1 , the hub 36', the webs 
35', the ribs 34' is a continuous pressure resistant surface as 
shown in solid line 42, wherein the vertical distance from the 
central "point" of the hub 36 to the point on the plane where the 
enlarged feet stand is preferably 3 mm to. 6 mm. on the cro~s 
section 7 - 7, the surface connecting the"hub 36' and the toes· 
38' is ~ slant surface instead of an arcuate surface ~onsiderinq 
that in the arcuate surface desigri" used in conventional 
techniqu~; imperfect extention and thickness accumulation ot the 
container wall may easily occur when internal pressure is 
generated after the .. container has-_ been filled with gas, which may 
be avoided in a :s~ant surface design. The webs 35' are designed . 
to have an arcuated surface for increasing total surface.area of 
the cross section and being engaged with the ribs 34' and·the hub 
36', whi~h is desirable for respective continuous surfaces in the 
regions of the"ribs 34', the webs 35', and the hub 36' to fully 
extend. In contrast., in conventional technique, there exists only 
one arcuate surface of the rib, which naturally causes imperfect 
extension to occur very easily. The above designs of cross 
section 7 - 7 and 8 - 8 are particularly capable of preventing 
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the. stress cracks due to imperfect extension from occurring in 
the position of the "hub" where the pouring gate of the test tube 
shaped preform (the feeding gate for injecting the preform) is 
located. 

Also, the present can be disposed in a six foot 
configuration wherein there is formed a smooth pressUre reistant 
surface similar to that of the four foot configuration as shown 
in Fiq. 6. The continuous pressure resistant surface can be in·a 
foot symmetrical and rib symmetrical arrangement, the features of 
which can be known from the d~scription of Fiqs. 6 - 8 and hence 
are not further explained. 

According to a common feature of the embodiment of the 
present invention, after the container has been,filled with : 
carbon dioxide, the base will become bulged as shown in solid 
line 40 to phantom l"ine 41 in Fig. s, solid line 42 to phant91U 
line 42 in Fiq •. 7, and so~id·line 44 to phantom .line 45 in Fig. 
s. While the base of the container bulges slightly, the area for 
the base"of the container to stand will not be affected, In each 
of the embodiments, the soles each can en~gag~ the standing plane. 
and there are sufficient gaps formed between the toes.and the 
·standing plane to facilitate stable standing. 

While the pref ~rred embodiment has been described in 
detail, it should be understood that the prese~t invention· is not 
limitecf to the exact· structure and method as·described 
hereinbefore. yarious changes and modifications c~n be made 
without departing from the spirit and scope as set forth in the 
appended Claims. 

(; 
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CLAIMS: 

1. A base structure for a container for soft drinks havinq a 
tubular side wall of a first diameter which is connected to a 
bottle body, said base structure comprising: 

a plurality of enlarged feet extending downwardly and 
radially inwardly from said bottle body and terminatinq at a hub, 
the base of each of said feet forming into a sole, said soles 
constituting discrete supporti~g surfaces having a second 
diameter smaller than said first diameter; 

a plurality of ribs between said feet extending downwardly 
and radially inwardly from said bottle body in a more prominent 
manner and terminating at said hub, the base of each of said ribs 
forming into a web, said webs being interposed between said soles 
such that when the supporting surfaces consisting of said soles 
support the container on a. horizontal plane, said webs be_ing 
above said horizontal plane and said webs forming into a discrete 
circle having a third diamet~r sma~ler than the second diameter; 
and 

a hu~ roughly in the shape of a flat sphere having on its 
.circumference said enlarged feet and said webs d~sposed 
alternately relative to each other in a ring shaped arrangement 
with the hub as.the center. 

2. The base str~cture as .~et forth in Clai~· 1) wherein said 
enlarged feet ea~h·include a soie, a toe and two sides and ~aid 
toes b.eing connected to the hub to be a slant surface which· may 
avoid cracks occurring due to stress concentration. 

3. The base structure as set forth in Claim 1, wherein said 
webs are each designed to have an arcuated surface serving to be 
engaged with the ribs and the hub, which is desirable for the 
continuous surface formed of ~he ribs, the webs, and the hub to 
·~xtcnd. 

11111111111111 111111111111 1111 
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4. The base structure as set forth in Claim 1, wherein said 
enlarged feet and said ribs are disposed alternately relative to 
each other and surround adjacent said hub with the feet.being 
opposed to the ribs so as to form into a ~ontinuous smooth 
surface by the extension of the enlarged feet, the hub, the webs 
and the rib~~._;.. 

s. The base structure as set forth in Claim 1, wherein said 
enlarged feet and said" ribs are disposed alternately relative to 
each other and surround adjacept said hub with the feet being 
·opposed to feet and the r_ibs being opposed to ribs so as to form 
into a continuous smooth surface by the extension of the enlarged 
feet, the hub, the enlarged feet in a foot symmetrical 
configuration and a continuous smooth surface by the extension of 
the ribs, ·the webs, the hub, the ribs, the webs in a rib 
symmetrical configuration. 
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