
Optical devices comprising at least one optical layer and at least one
antistatic layer disposed on at least one surface of the optical layer
wherein the antistatic layer comprises the reaction product of: (a) at
least one polymerizable onium salt; and (b) at least one polymerizable,
non-onium, silicone or perfluoropolyether moiety-containing monomer,
oligomer, or polymer. 


