A thernoplastic resin conposition having inproved transparency and

cont &i'ni.ng pol ycarbonate resin and/or pol yester carbonate resin and acrylic
resin and/or ,nethacrylic resin conprises A) (a) polycarbonate resin
and/ or (b) polyester carbonate resin and 25 B) acrylic resin and/or

met hacrylic resin, having 0.000005-0.5 pA#t3 by weight of C) a basic :
conpound cat al yPHERMOPDASPIC ARES I MPONPRSLEXQNS/st added with respect to a
total of 100 parts by weight of the af,origsetpé.citoned conponents A) and B).

A thermoplastic resin composition having improved transparency and
containing polycarbonate resin and/or polyester carbonate resin and acrylic resin and/or
methacrylic resin comprises : -

. A) (a) polycarbonate resin and/or (b) polyester carbonate resin and
S "~ B) acrylic resin and/or methacrylic resin, having 0.000005-0.5 parts by weight
of C) a basic compound catalyst and/or acidic compound catalyst added with respect
to a total of 100 parts by weight of the aforementioned components A) and B).



