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(54) Title: SUPERABSORBING FOAM, METHOD FOR THE PRODUCTION THEREOF, AND USE THEREOF

(54) Bezeichnung: SUPERABSORBIERENDER SCHAUM, VERFAHREN ZU SEINER HERSTELLUNG UND SEINE VER-
WENDUNG

(57) Abstract: Disclosed are superabsorbing foams
containing superabsorbing fibers and/or fruit fibers and
a method for producing superabsorbing foams having
T improved wet fastness. According to said method,
a cross-linkable aqueous mixture comprising at least
50 mol percent of neutralized, monoethylenically
unsaturated monomers containing acid groups or
at least one basic polymer, cross-linking agents,
superabsorbing fibers, and/or fruit fibers, and at least
one surfactant is foamed, whereupon the monomers
contained in the foamed mixture are polymerized
or the basic polymers are crosslinked, resulting in a
foam-type hydrogel being formed. Also disclosed
is the use of the foams obtained by means of said

) method in hygiene products used for absorbing body
e liquids, bandaging material used for covering wounds,
2

as a sealant, packaging material, soil conditioner, soil
substitute, for dewatering mud, thickening aqueous
lacquers when disposing of leftover lacquer quantities,
dewatering water-containing oils or hydrocarbons, or
as a material for filters in ventilation systems.

(57) Zusammenfassung: Superabsorbierende
Schidume, die superabsorbierende Fasern und/oder
Fruchtfasern enthalten, Verfahren zur Herstellung
von superabsorbierenden Schidumen mit verbesserter

] NabBfestigkeit, wobei man eine vernetzbare wifrige

PN 4 Mischung schdumt, die zu mindestens 50 Mol-%
neutralisierte, Siure thaltend thy-

/ ! » Sauregruppen enthaltende monoethy
3 lenisch ungesittigte Monomere oder mindestens ein

basisches Polymer, Vernetzer, superabsorbierende
Fasern und/oder Fruchtfasern und mindestens ein
Tensid enthilt, und die in der geschdumten
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Mischung enthaltenen Monomeren anschlieBend polymerisiert oder die basischen Polymeren unter Bildung eines schaumférmigen
Hydrogels vernetzt, und Verwendung der so erhéltlichen Schdume in Hygieneartikeln zur Absorption von Korperfliissigkeiten, in
Vwerbandmaterial zur Abdeckung von Wunden, als Dichtungsmaterial, als Verpackungsmaterial, als Bodenverbesserungsmittel, als
Bodenersatzstoff, zur Entwisserung von Schldimmen, zum Eindicken wiBriger Lacke bei der Entsorgung von restlichen Lackmen-
gen, zur BEntwisserung von wasserhaltigen Olen oder Kohlenwasserstoffen oder als Material fiir Filter in Liiftungssystemen.



