
The present invention relates to an improved process for online measurement
of monomer concentration, specifically bisphenol A, in an interfacial
polycarbonate manufacturing process. Wherein the measurement is obtained by
vibrational spectroscopy for the purpose of improving process control,
specifically, controlling the carbonate polymer molecular weight. 




