
A laminated panel formed of a paper coated with three layers. The paper can
be selected from liner, medium or other paper. The first layer comprises an
acrylic containing polymer a clay synthetic polyethylene, a defoamer a
cross-linking agent water and optionally a pigment. The second layer
comprises a polymethyl methylacrylate polymer a synthetic polyethylene a
clay a defoamer and water. A third layer comprises colloidal silica urea
water and a defoamer. Composites of the above paper bonded to an expanded
polystyrene block are also disclosed. 


